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Janka Hardness Test Values for Different Wood Species

Douglas Fir
Mahogany
Arborea
Cherry
Walnut

Teak

Birch

Red Oak
White Oak
European Oak
Maple
Hickory
Acacia (Small Leaf)

Expressed in PSI

650
800
920
950
1010
1155
1260
1290
1360
1360
1450
1820
2200

0.444" steel ball

embedded halfway into
wiood sample

Janka Hardness Test

Measures force needed
to embed ball



