
TYPICAL ANALYSIS  REPORT OF CHLORO AURIC ACID(HAuCl4)

Elements

Molecular weight 303.325

Limits of Impurities 500ppm

Gold Content in Gold Chloride

Assay(Au) 99.9%
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