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ELLE

A curled bouclé fabric, Elle drapes and curves around furniture like an elegant designer coat. The 
spun bouclé yarn created by blending wool, viscose and acrylic gives the surface a soft tactility. 
During the subsequent dying the yarns take the colour di!erently, creating captivating shifts within 
the same tones. This e!ect and a slight sheen from the acrylic blend bring life to the voluminous 
textured bouclé surface. Elegant neutrals range from oyster, co!ee, pearl white, light ivory and 
caramel to cactus green, concrete grey, nutmeg, mud brown and ink. Taking cues from fashion, 
brighter contrast colours are sunset orange, rust, plum and aqua.

SAHCO

Type Upholstery
Composition 20% polyacrylic, 15% polyamide, 20% viscose, 

20%
wool, 25% cotton

Yarn Type Staple / Filament
Binding Jacquard 
Width Approx. 140 cm (Approx. 55")
Weight 900 g/m2 (29.03 oz/sq ft)
Repeat None 
Cleaning Vacuum clean frequently, ideally every week.

Remove stains as soon as they occur, with 
clean warm water or sparkling water. 
Extraction clean when necessary. Extraction
cleaning might dissolve water based glue. 
Pay attention to temperature and amount of 
cleaning #uid.

Abrasion Approx. 70.000 Martindale rubs, EN ISO 12947
Pilling Note 4-5, EN ISO 12945 
Lightfastness Note 6-7 ISO 105-B02
Fastness to Rubbing Dry note 4-5 ISO 105-X12

Wet note 4 ISO 105-X12 
Flame resistance BS 5852 Crib 5 with treatment *

BS 5852 Part 1
EN 1021-1/2
US Cal. Bull. 117-2013  

* To pass this test #ame retardant treatment 
is necessary. We are looking into more 
environmentally friendly alternatives but for 
now, the external $nisher may use a treatment 
containing halogen-based #ame retardants. 

Colour di!erence may occur 
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