
Italian Leather Swatch



Investigation Test method Result Guaranteed

Thickness

Average size

Tear strength
- single edge tear

Color fastness to rubbing
- Dry 500 cycles
Color fastness to rubbing
- Wet 250 cycles
Color fastness to rubbing
- Sweat 80 cycles
 
Flexing endurance
-Dry 50.000 Cycles

 Finish adhesion

Color fastnessto to
artificial light
-Expos i t ion  energy 
16.000kj/sqm

Burning behaviour to
cigarette and match flame

Characteristic
Bovine of European origin,lightly buffed natural grain. Chrome tannage. Through dyed; 
finished with resins and pigments. Premium-quality leather with pigmented and protective 
coat, with a soft, waxy feel and semi-matte appearance.

Leather-care
Avoid direct sunlight. Avoid exposure to heat sources.

UNI EN ISO 3377-1

UNI EN ISO 11640:1998

UNI EN ISO 11640:1998

UNI EN ISO 11640:1998
ISO 11641 pH8

UNI EN ISO 5402

UNI EN ISO 11644

UNI EN� ISO� 105 B02  (MET.5)

BS 5852:1979

BS EN 1201-1-2:2006

mm

sqm

N

Grey scale

Grey scale

Grey scale

N/Cm

Blue Scale

0.9 - 1.1

4.8 - 5.0

>=20

>=4

>=4

>=4

No damage

>=2.5

>=5

pass

Measurement 
        Unit

MIDNIGHT BLACK

ITALIAN NAPPA LEATHER

CHOCOLATE

NAVY BLUE MODERN GREY 

CRIMSON WINE 



COGNAC VENETIAN  ROSSO 

DARK CHOCOLATE 

SANDY BEIGEFORMULA ROSSO

ELEGANT WHITE ROAST CHESTNUT 

CHARCOAL GREY 


