
Certificate of Analysis

Diameter (TEM): 73 nm Particle Form:

Coefficient of Variation: 10.1 % Particle Surface:

Surface Area (Calc'd): 7.7 m2/g particles Mass Concentration (Ag):

   Mass Concentration (PVP):

   

     λmax  = 445 nm
MaxOD = 86.9

75 nm Silver Nanospheres, PVP, Dried from OECD standard
Product Number: AGPD75                     Lot Number: JTW0157-JTW0149

Powder

10 % by mass

90 % by mass

PVP 40 kDa (Polymer)

Note: Mass listed on vial represents mass of metal/metal-oxide only. See above for total mass details.
 

When redispersed in water at 1 mg/mL (Metal basis)

DO NOT FREEZE.  AVOID INHALATION.  Sonicate to resuspend.
Shipping and storage: Cool and dry place away from light.
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Optical Properties

Diameter and Size Statistics: JEOL 1010 Transmission Electron Microscope; ImageJ
Mass Concentration: Agilent 7800 ICP-MS
Spectral Properties: Agilent 8453 UV-Visible Spectrometer
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Characterization Instrumentation

nanoComposix, Inc
4878 Ronson Ct. Suite J
San Diego, CA 92111
United States For research use only. Contact nanoComposix for commercial supply options.

info@nanocomposix.com
Phone: (858) 565-4227

Fax: (619) 330-2556
nanocomposix.com


