
 

 

 

 

 

 

 

 

 
 

1. INTRODUCTION  

 

2. MATERIAL INFORMATION & STORAGE  
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3. ADDITIONAL MATERIALS  
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4. ANTIBODY PREPARATION 

5. ANTIBODY CONCENTRATION 

6. CONJUGATION PROTOCOL 

BioReady™ 40 nm Bare Gold  
 Passive Conjugation Protocol 

Product Number AUCR40 & AUKR40 

 



 

 

 

 

 

 

 

 

7. ANTIBODY CONCENTRATION OPTIMIZATION 

 

 

 

 

 

 

 

 

(Figure 1).

 

8. FREQUENTLY ASKED QUESTIONS 

9. ADDITIONAL RESOURCES 

10. LIMITED USE LICENSE 

 

    0           0.2          0.4           0.6          0.8        1.0         1.2        1.6   µg  

Figure1. Stability study to determine the optimal antibody concentration for 

passive conjugation.  Figure above shows a concentration of ≥ 0.4 µg of this 

antibody per 200 µL of gold OD 1 is required to prepare a stable conjugate. 


