amsiab. TEST REPORT
.

Job No./Report No: 20-005246
Date:  26/06/2020

Client:
Address:

Code: CL-0838

Tel:

The following sample was (were) submitted and identified by the client as:

Job no Report No.: 20-005246

Serie : Receiving Date: 01/06/2020

Batch No.: Test Start Date: 03/06/2020

Reference No.: TEJIDO ART. TEC 7191 BLANCO Test End Date: 26/06/2020
Composition indicated: 80%PES,20%PA Sample description: RAW MATERIAL MASKS

SUMMARY OF TEST CONCLUSIONS

SOP description Conclusions
SOP305 - Change of appearance after washing (Garments and fabrics)

SOP 342- Bacterial Filtration Efficiency (BFE)

SOP 342- Bacterial Filtration Efficiency (BFE) - After Washing

SOP106 - Determination of breathability (Differential Pressure) - Original
SOP106 - Determination of breathability (Differential Pressure) - After Washing

Sample Tested

-The laboratory is not responsible for the information received by the client (grey shaded fields)
-Reported results do not include uncertainties (but are available for the customer).
-Opinions and interpretations expressed herein are outside the scope of accreditation.
-Unless otherwise stated the result shown in this test report refer only the sample/s tested and such sample/s are retained for 30 days only.
-Test reports without AMSLab seal and authorized signatures are invalid.
-This document can't be reproduced or modified except in full, without prior given approval of the company.
-Any printed copy of this document is copy from the original digital document.
Mass Spectrometry Laboratory, S.L.U.Avda. Benigno Rivera, n*56 27003 Lugo (Spain)
Tel.: +34 982808074 - Fax.: +34 982803180 analysis@ams-lab.com / www.ams-lab.com Pag. 10f5
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TEST REPORT

Job No./Report No: 20-005246
Date:  26/06/2020

SOP305 - Change of appearance after washing (Garments and fabrics)

I AMSLab Description Conclusion
b ] ID AMSLab Description | Conclusion |
b ] ID AMSLab
CAS $-200603-00004 | S-200617-00012 [ S-200619-00133
Change of appearance after washing No change Slight change | Slight change
Number of cycles 20 50 25
Washing Temperature 60°C 60°C 60°C
Notes:

Note 1: Washing and drying process applied based on UNE-EN ISO 6330:2012

Note 2:

- Detergent: 20 gr of Commercial detergent / - Drying procedure: Air dry without tumble dry.

- n.a.: not applicable

- Requirement: No obvious changef/colour/shape/appearance/seams/embroidery/trimmings/applications

Note 3 - Meaning of the grades of change of appearance:

- No change in appearance after washing and drying process

- Slight change in appearance after washing and drying process

- Moderate change in appearance after washing and drying process
- Severe change in appearance after washing and drying process

SOP 342- Bacterial Filtration Efficiency (BFE)

ID ID AMSLab Description Conclusion
CAS §-200603-00005
Test 1: Bacterial Filtration Efficiency 92.3
Test 1: Number of Bacteria 215
Test 2: Bacterial Filtration Efficiency 92.1
Test 2: Number of Bacteria 221
Test 3: Bacterial Filtration Efficiency 91.9
Test 3: Number of Bacteria 226
Test 4: Bacterial Filtration Efficiency 91.8
Test 4: Number of Bacteria 230
Test 5: Bacterial Filtration Efficiency 92.1
Test 5: Number of Bacteria 221

-The laboratory is not responsible for the information received by the client (grey shaded fields)
-Reported results do not include uncertainties (but are available for the customer).
-Opinions and interpretations expressed herein are outside the scope of accreditation.
-Unless otherwise stated the result shown in this test report refer only the sample/s tested and such samplels are retained for 30 days only.
-Test reports without AMSLab seal and authorized signatures are invalid.
-This document can't be reproduced or modified except in full, without prior given approval of the company.
-Any printed copy of this document is copy from the original digital document.
Applied Mass , S.L.U.Avda. Benigno Rivera, n°56 27003 Lugo (Spain)
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