Plastic Properties Comparison Chart
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Clarity Clear
Rigidity High
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femperature | 120°F
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(HDPE)

Translucent
Moderate
Excellent
190° F
-100° F
Excellent
Low

Moderate

(PVC)
Clear
High
Moderate
140° F
30°F
Moderate
Moderate

Moderate

(LDPE)

Translucent

Low
(Squeezable)

Excellent
150° F
-100° F
Moderate
Low

Moderate

(PP)
Translucent
Moderate
Moderate
240° F
0°F
Excellent
Low

Moderate

(PS)
Clear
High
Low
200° F
30°F
Low
Low

Moderate

This plastic
category has
become a
cafch-all
for various
other plastics.
Such as
Nylon, ABS,
Polycarbonate,
& Melamine.




