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Wenzhou Kangdun Medical Technology Co., Ltd Contact
FAT AT/ H ﬁﬂ%ﬁmmﬁ%m%ﬁ%ﬂ%Wﬂ%%(%ﬂ%ﬁﬁ
Applicant MATRR =] 55 9% ZE(a])
No. 87-159, Xincheng Gaoke Road, Longgang HiG: Tel. /
City, Wenzhou, Zhejiang, China (No.9 Workshop
In Zhejiang Dongda Industrial Co., Ltd.)
e L
. HE 7 A H We?ZP?P Kang??n Medifi}‘Technolo%Z C?x,Ltq N ‘
S [Manufacturer |  WHLEMRM AT eHEdTH R EE8 71595 GHILARE S ARA R 5 N9# A1)
- 5 No. 87-159, Xincheng Gaoke Road, Longgang City, Wenzhou, Zhejiang, China (No.9
o Workshop In Zhejiang Dongda Industrial Co., Ltd.)
= B
bz FE g 4T KNOSBH 15 CIEEEF) ik /
A E Sample Name KN95 Protective Mask Trademark
g E (non-medical)
gz B FE S 3304
= Sample Count 330Piece(s)
el pREE |
sk E ; 5 IS KD-02 i, /
& | Information Si Col
= . ize or olour
= |of Submitted Cps .
S 1 Specification
ample Jﬁ%’%?ﬁ / ﬁ%%’é%‘] /
Quality Grade Safety
Category
77 K B S /
Style No. or
Order No.
¥]J;HE*E<¥E: o AR Sy ) e T =)
Test GB 2626-2019  WRWRBGH Wi i s RO A7) W 8 2%
Respiratory protection—Non—powered air—-purifying particle respirator
Standards
01# HEIIE White Mask; 02# 12 Black Mask; 03# JFEKf 12 Dark Grey Mask;
FE IR 04# K12 Light Grey Mask; 056# 28 1¥ Purple Mask; 06 Red Mask;
Test Part 07# HMIIE Yellow Mask; 08# JAZfI12E Dark Green Mask;
Description 09# VR IE Light Green Mask; 10# JE# A0 Dark Bl
11# FHHEOE Royal Blue Mask X
= m
R miphy | TR HI
S Date of 2022-03-03 .
Test Type Commission Test .. Date eck
Submission
5% H 1 il
2022-03-03 202 =
Test Date To E§Jm }H i
PATFRIE DBt oL e
Test Standards See next page(s)
Tor e 45 SR AT G e LB
WL Test results and compliance refer to next page(s)
Conclusion Ko e B0y 28 25
Stamp of Inspection Unit
H/VE y
Remarks
187 ~E ez K Gl :
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Test Items

I H #iiA
Description

LiE 1A

Unit

PrUE(E
Standard
Requirement

PR
Conclu
sions

PAThRUE/ &0
Test Method/
Remarks

SEIIME
Results

01# Ff 12 White Mask

IR BH g
Respiratory
Resistance

(KN95)

ML)
Expiratory
Resistance

Pa

<210

A TRALEEFE
Samples Without
Pretreatment:
1: 79
2: 77
FRALFEEE
Samples With
Pretreatment:
1: 74
2: 70

e

WS BH g
Inspiratory
Resistance

Pa

<210

GB 2626-2019
Pass

A TRALEEFE
Samples Without
Pretreatment:
1: 82
2: 80
TR A FEAE
Samples With
Pretreatment
1: 79
2: 76

SURY &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:
1: 99.85
2: 99.84

99. 82
99. 84
99. 85
99. 80
99. 88
99. 90
9: 99.87
10: 99.88 &
11: 99.83
12: 99.81
13: 99.79
14: 99.83
15: 99.84
TIAL R
Samples With
Pretreatment
1: 99.32
2: 99.29
99. 18
99. 18
99. 28

O N O O =~ W

GB 2626-2019

Pass

=~ W

el
(e

(@3]




[LIN

170011263663

I GLY MA@

170011260226

R AT TMIATERL 17 H RN F]

TianFangBiao Standardization Certification & Testing Co.,Lid.

ERXREREFRBERQERFN (XF)

Mational Clothing Quality Inspection & Supervision Center(Tianjin)

EXHATRRERERRTL

Mational Knitted Produet Quality Inspection & Supervision Center

TTTS-FH22000337

170011260277

@ =

a0} IRHA B A

i

D), M~ o
= ()FV/\!; L -
NS CNAS L0G0S

RS e 5

Test Report

B/IM FI4R

Page 3 of 14

K B
Test Items

I H #iiA
Description

LiE 1A

Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

PAThRUE/ &0
Test Method/
Remarks

02# MM OE B

ack Mask

Filtration
Efficiency
(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:
1: 99. 86
2: 99.83
99. 83
99. 86
99. 81
99. 81
99. 82
99. 83
9: 99.84
10: 99. 85
11: 99.85
12: 99.87
13: 99.79
14: 99.88
15: 99.83
TIAL R
Samples With
Pretreatment
1: 99.75
2: 99.69
99. 69
99. 61
99. 63

O N O O =~ W

Ol &~ W

Gy

Pass

GB 2626-2019
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Test Items

I H #iiA
Description

AL
Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

HAT IR/ SE
Test Method/

Remarks

03# AR 0 B

Dark Grey Mask

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.78
2: 99. 86
99. 79
99. 81
99. 82
99. 80
99. 84
99. 82
9: 99.82
10: 99.84
11: 99. 86
12: 99.84
13: 99.80
14: 99.79
15: 99.83
TIAL R
Samples With
Pretreatment
1: 98.14
2: 99. 26
99. 16
99.13
99. 24

O N O O =~ W

Ol &~ W

Gy

Pass

GB 2626-2019
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S . Standard Conclu Test Method/
Test Items Description Unit . Results .
Requirement sions Remarks

04# VBRIKEIIE Light Grey Mask

AT A BEAE
Samples Without
Pretreatment:

1: 99.85

2: 99. 88
99. 83
99. 82
99. 84
99. 79
99. 83
99. 84
PR AR 9: 99.81

. . . Ve
Fllﬁrqtlon SRR % >95. 0 10: 99. 84 fra
Efficiency

. 11: 99. 84 Pass
(KN95) NaCl Particle 12: 99. 86

13: 99.82
14: 99. 85
15: 99.83
THALFEFE
Samples With
Pretreatment
1: 99.50
2: 99.52
99. 57
99. 62
99. 56

O N O O =~ W

GB 2626-2019
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K B
Test Items

I H #iiA
Description

AL
Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

PAThRUE/ &0
Test Method/
Remarks

05# L 18 Purple Mask

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.79
2: 99.80
99. 81
99. 84
99. 86
99. 79
99. 79
99. 83
9: 99.77
10: 99.82
11: 99.82
12: 99.77
13: 99.82
14: 99.81
15: 99.85
TIAL R
Samples With
Pretreatment
1: 99.33
2: 99.59
99. 60
99. 65
99. 66

O N O O =~ W

Ol &~ W

Gy

Pass

GB 2626-2019

KL




TITS %mm@

170011260226

R AT TMIATERL 17 H RN F]

TianFangBiao Standardization Certification & Testing Co.,Lid.

ERXREREFRBERQERFN (XF)

Mational Clothing Quality Inspection & Supervision Center(Tianjin)

EXHATRRERERRTL

Mational Knitted Produet Quality Inspection & Supervision Center

TTTS-FH22000337

170011260277

20} A A

@ =

WAt
= ()FV/\!; L -
NS CNAS L0G0S

RS e 5

Test Report

B/TR 14K

Page 7 of 14

1t H i H ik AL

Test Items Description Unit

FrUE(E
Standard
Requirement

LA

Results

PR
Conclu
sions

HAT IR/ SE
Test Method/

Remarks

06# 0158 Red Mask

SURY % &
Filtration
Efficiency

(KN95)

AR ) %
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1:

99. 90

2: 99.84

9:
10:
11:
12:
13:
14:
15:

O N O O =~ W

99.78
99. 83
99. 84
99. 80
99. 81
99. 86
99. 84
99. 82
99. 86
99. 88
99. 86
99. 86
99. 84

THAL FRAE
Samples With
Pretreatment

1:

99. 65

2: 99.64

Ol &~ W

99. 70
99.73
99. 57

e

Pass

GB 2626-2019
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K B
Test Items

I H #iiA
Description

LiE 1A

Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

HAT IR/ SE
Test Method/

Remarks

07# WOOE Yellow Mask

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.85
2: 99.85
99. 84
99. 84
99. 80
99. 79
99. 81
99. 88
9: 99.83
10: 99.80
11: 99.81
12: 99. 86
13: 99.77
14: 99.75
15: 99.77
TIAL R
Samples With
Pretreatment
1: 99.44
2: 99.65
99.73
99. 72
99. 70

O N O O =~ W

Ol &~ W

Gy

Pass
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Test Items Description Unit tagdard Results CQHCIH Test Method/
Requirement sions Remarks
0s# RGO 12 Dark Green Mask
RITAL AL
Samples Without
Pretreatment:
1: 99.85
2: 99.69
3: 99.77
4: 99.69
5: 99.75
6: 99.74
7: 99.69
8: 99.77
PR AR 9: 99.80
Filtration SRR | % >95.0 10z 99. 78 51 6p 2626-2019
Efficiency NaCl Particle 11: 99. 80 Pass
(KN95) 12: 99.77
13: 99.75
14: 99.76
15: 99.77
THALFEFE
Samples With
Pretreatment
1: 99. 26
2: 99.61
3: 99.59
4: 99. 66
5: 99.67
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K B
Test Items

I H #iiA
Description

AL
Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

HAT IR/ SE
Test Method/

Remarks

09# ekt O E

Light Green Mas

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.77
2: 99.81
99. 77
99. 80
99. 81
99. 77
99. 82
99. 78
9: 99.81
10: 99.77
11: 99.81
12: 99.82
13: 99.82
14: 99.76
15: 99.78
TIAL R
Samples With
Pretreatment
1: 99.31
2: 99. 38
99. 53
99. 54
99. 48

O N O O =~ W

Ol &~ W

Gy

Pass
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K B
Test Items

I H #iiA
Description

LiE 1A

Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

PAThRUE/ &0
Test Method/
Remarks

10# WiE OB

Dark Blue Mask

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.87
2: 99.84
99. 84
99. 82
99. 80
99. 79
99. 80
99. 84
9: 99.87
10: 99. 85
11: 99.81
12: 99.85
13: 99.83
14: 99.84
15: 99.81
TIAL R
Samples With
Pretreatment
1: 99.65
2: 98.61
99. 64
99. 61
99. 60

O N O O =~ W

Ol &~ W

Gy

Pass

GB 2626-2019
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K B
Test Items

I H #iiA
Description

AL
Unit

FrUE(E
Standard
Requirement

SEIIME
Results

PR
Conclu
sions

HAT IR/ SE
Test Method/

Remarks

11# KRG OE

Royal Blue Mask

SURY % &
Filtration
Efficiency

(KN95)

AR )
NaCl Particle

A TRALEEFE
Samples Without
Pretreatment:

1: 99.81
2: 99.82
99. 80
99. 80
99. 79
99. 82
99. 79
99. 80
9: 99.81
10: 99.81
11: 99.80
12: 99.83
13: 99.80
14: 99.82
15: 99.80
TIAL R
Samples With
Pretreatment
1: 99.27
2: 99.51
99. 56
99. 57
99. 63

O N O O =~ W

Ol &~ W

Gy

Pass

GB 2626-2019
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