
Details

Date : 22nd November 2022 Type : Powder Free Latex Glove

Length : 9" Batch No : L500422

Testing method

On analysis in accordance with IEST -RP-CC005.4, Test method for Gloves and Fingercots used in Cleanroom and other controlled enviroments.

Cleanliness Results :

No. Fluoride Chloride Nitrite Nitrate Bromide Phosphate Sulphate NVR FTIR result

of µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

µg/cm
2

(DI)

Trial µg/cm
2

< 1.0 < 10.0 < 1.0 < 5.0 < 1.0 < 1.0 < 5.0 < 10.0

1 < MDL 1.377 < MDL 0.084 < MDL < MDL 0.166 3.31

2 < MDL 1.682 < MDL 0.053 < MDL < MDL 0.121 2.77

3 < MDL 1.904 < MDL 0.066 < MDL < MDL 0.153 4.59

Avg < MDL 1.654 < MDL 0.068 < MDL < MDL 0.147 3.56

1 < MDL 3.471 < MDL 0.237 < MDL < MDL 0.404 5.57

2 < MDL 2.885 < MDL 0.189 < MDL < MDL 0.366 6.09

3 < MDL 3.192 < MDL 0.216 < MDL < MDL 0.331 4.41

Avg < MDL 3.183 < MDL 0.214 < MDL < MDL 0.367 5.36

1 < MDL 2.646 < MDL 0.108 < MDL < MDL 0.185 2.89

2 < MDL 3.311 < MDL 0.144 < MDL < MDL 0.134 2.53

3 < MDL 2.904 < MDL 0.129 < MDL < MDL 0.199 2.61

Avg < MDL 2.954 < MDL 0.127 < MDL < MDL 0.173 2.68

Remarks : < MDL - Less Than Method Detection Limit

Conclusion

The Powder Free Latex Glove under Batch No : L500422 passed the above specification.
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Certificate of Conformance
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Silicone oil, Amide 

& Phthalate Not 

Detected
0.5-20µm

< 3000

M TGL902

L50 / 

DYZM 

1005

2552

Not Detected

2117

2399

2356

Manufactured in Malaysia

ISO 9001, ISO 14001, OHSAS 18001 Certified


