UPHOLSTERY FOAM

Fire retardant
Anti-mold

Antimicrobial

Density (weight)*

Resistance (pressure)*

COMPARATIVE TABLE
FOAM FIBER FORM
—— Standard High Standard High Density
Density Density Density Outdoor
J ABRICVILLﬂ Foam Foam Fiber Form Fiber Form
9144 e 9145 9164 e 9165 91107 « 9111 9120 e 9121 ¢ 9122
SKU 9146 e 9147 9166 ¢ 9167 91127 « 9113 9124 ¢ 9132 ¢ 9133
9148 e 9149 9168 ¢ 9169 9134 e 9135 e 91301
Material Polyurethane Polyurethane Polyester fiber Polyester fiber
Firmness Medium Firm Light to medium Firm
Furniture - : g . Furniture Caénop;;ng
Uses Mattress Jnal CIptaRlE e S Mattress
Mattress RV
Craft Craft ;
Outdoor furniture
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*The density of the product is calculated by the following formula: weight per pound per cubic foot (LBS/FT3)
**The resistance of the product is calculated by the following formula: pressure applied in pounds on a surface of 50 square inches (LBS/50 IN2)
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