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Element  Test Method  Req.(%)  Result 001 (%)  Con.  

C  ASTM E1941-10(R2016)  ≤0.08  0.004  Pass  

O  ASTM E1409-13  ≤0.13  0.07  Pass  

N  ASTM E1409-13  ≤0.05  0.007  Pass  

Al  ASTM E2371-13  5.50~6.50  6.08  Pass  

V  ASTM E2371-13  3.50~4.50  4.11  Pass  

Fe  ASTM E2371-13  ≤0.25  0.06  Pass  

H*  ASTM E1447-09(R2016)  ≤0.012  0.0040  Pass  

 

 
Note: 1. The results comply with the requirement of ASTM F136-13 type   

2. * test project/method was carried out by subcontractors.   
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********End of report********   

In the territory of the People's Republic of China, the test report with CMA logo expresses that the test  
items are within the scope of China Metrology Accreditation(CMA); without CMA logo expresses that  
part/all of the test items are not within the scope of China Metrology Accreditation(CMA), and just for  client 
internal reference.  

 




