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This report supersedes all previous documents bearing the test report number 672148-CH01. 

The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 

Clear Round Glass Stones 
Color: Clear 
Sample/Style #: PPC4 

Sample Received Date: 8/15/2014 

Testing Period 8/18/2014 – 8/20/2014 

Test Requested : Please refer to the result summary. 

Test Method & Results : Please refer to next page(s). 

Result Summary :  
Test Requested Comment 
1. US California Proposition 65 (Superior Court of the

State of California – County of San Francisco Case 
No. CGC-05-440811 and CGC-04-436429) –Lead and 
Cadmium Content (Exterior Decorations) – As 
requested by the client 

See test 
results 

2. Total Lead Content See test 
results 

Executive Summary: No lead was detected in the sample above limits of 
detection of the method. 

Signed for and on behalf of SGS North America, Inc. Prepared By: 

Manoj Aluri  
Chemist, Chemistry Laboratory 

Veronica Marrero 
Laboratory Operations Lead, Chemistry Laboratory 
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1. US California Proposition 65 (Superior Court of the State of California – County of San
Francisco Case No. CGC-05-440811 and CGC-04-436429) – Lead and Cadmium content
(Exterior Decorations)

Exterior decoration 

Method : With reference to Superior Court of the State of California –County of San Francisco Case No. 
CGC-05-440811 Exhibit B Testing Protocol and ASTM C927-80 (reapproved 2004). Analysis was 
performed by ICP-OES. 

Trial 
Internal 
Volume 

(mL) 

Extract 
Volume 

(mL) 

Result (µg/mL) Permissible Limit 
(µg/mL) Comment 1 

Lead Cadmium Lead Cadmium 
1 -- 63 < 0.05 < 0.01 -- -- -- 
2 -- 63 < 0.05 < 0.01 -- -- -- 
3 -- 63 < 0.05 < 0.01 -- -- -- 
4 -- 63 < 0.05 < 0.01 -- -- -- 
5 -- 63 < 0.05 < 0.01 -- -- -- 
6 -- 63 < 0.05 < 0.01 -- -- -- 

California Proposition 65 : 
(Average of six) < 0.05 < 0.01 0.99 3.96 -- 

Sample Description : 
1. Clear round glass stone

Note : 1. < = less than 
2. ppm = part per million
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2. Lead Content (As requested by the client)

Method : Arsenic was analyzed by ICP-MS. 

Test Item Result (mg/kg) Detection Limit 
(mg/kg) 1 

Lead (Pb) ND 20 
Comment -- -- 

Sample Description: 
1. Clear round glass stone

Note : 
1. ND = Not Detected = denoted less than reporting limit
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Sample Photo: 

SGS authenticates the photo on the original report only 

*** End of Report *** 
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