
L U N A
I L L Ú M E

D I M E N S I O N A L  T O L E R A N C E S 
( E N 1 3 6 4 7 )

N O M I N A L ± 0 . 1 %L E N G T H

N O M I N A L ± 0 . 2 %W I D T H

0 . 2 %  O F  N O M I N A L W I D T HC U P P I N G

0 . 1 %  N O M I N A L L E N G T HB A N A N A

D I M E N S I O N S

9 6 ”L E N G T H

1 0 ”W I D T H
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D I M E N S I O N A L  S T A B I L I T Y
( E N - 1 9 1 0 )

M O V E M E N T 0 . 2 9 %

F O R M A L D E H Y D E  E M I S S I O N S
( E N - 1 2 0 )
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WARR ANT Y: 2 5 YE AR FINISH    |     L IFE TIME S TRUC TUR AL

Struc ture composed by a Birch Phenolic Ply wood and an Oak Plank 

Top L ayer,  both element s glued with poly v inyl acetate adhesives , 

being in accordance to the qual ification of C ARB2 .

C O M P O S I T I O ND E S C R I P T I O N

Inspired by Tonal Elements of the Moon…

Warm Pewter & Tranquil  Sandstone temper our 

French Oak Planks curating the perfect greige.
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