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Member of the SGS Group (Société Générale de Surveillance) 

 

 
Client : NEOFLAM CO.,LTD. 
Address : #887-6, Hwagok-dong, Gangseo-gu, Seoul, Korea 
 
The following merchandise was submitted and identified by the client as : - 
                                                                                                              
 

Sample Description : Aeni (Apple green) 

Material : Enameled container 

SGS File No. : AYAA12-37472E 

Testing Period : October 18, 2012 ~ October 29, 2012 
  

Use of Report 
 

: For Reference 

Test Performed : SGS Korea tested the sample(s) selected by applicant with following results. 
 

Test result              :
  

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
Sunyoung Park 
/Testing Person 

 SGS Korea Co., Ltd. 
 

 
 

 
 

Jeff Jang / Technical Mgr 
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Sample Description : Aeni (Apple green) 

Material : Enameled container 

SGS File No. : AYAA12-37472E 
 
Test Results 

  

Test Item Test Method Unit Specification MDL Test Result 

Lead (Pb) Korea Food Code  μg/cm2 Lower than 1 0.05 Not detected 

Cadmium (Cd) Korea Food Code μg/cm2 Lower than 0.5 0.02 Not detected 

(1) MDL : Method Detection Limit 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

- The End - 

 
Picture of Samples as Received: 

 


