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BIC GRAPHIC 
14421 MYERLAKE CIRCLE  
CLEARWATER PINELLAS  
FL 33760 UNITED STATES 
 
The following samples were submitted and identified on behalf of the client as: 
 
DOT BOTTLE 
 
SGS Case No. : HKHL131100081230 

 
Style / Item No. 

 
: 

 
40013 

 
Ref. No / P.O. No. 

 
: 

 
131126_40013_CAR 

 
Quantity Submitted  

 
: 

 
1 SET 

 
Manufacturer Date 

 
: 

 
2013 

 
Country of Origin 

 
: 

 
CHINA 

 
Country of Destination 

 
: 

 
EU 

 
Sample Receiving Date 

 
: 

 
NOV 28  2013 

 
Test Performing Date 

 
: 

 
NOV 28 TO DEC 06  2013 
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Test Requested : Please refer to the result summary. 
 

Test Method & Results : Please refer to next page(s). 
 

Result Summary :  

  Test Requested Conclusion 

  
1. State of Connecticut Public Act No. 09-103 –Total 

Bisphenol A (BPA) content  
PASS 

 
********* 

 
 
Signed for and on behalf of  
SGS Hong Kong Ltd. 

 
  
Yeung Lai Lin, Zoe 
Section Manager 
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Test Results: 
 
1. State of Connecticut Public Act No. 09-103 – Total Bisphenol A (BPA) content 
 
Method : Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 

Selective Detector (HPLC-MSD). 
 

Result (mg/kg) 
Test Item 

1  

Reporting Limit 
(mg/kg) 

Requirement 

Bisphenol A (BPA) ND 1 Prohibited 

Comment PASS -- -- 

 
Sample Description: 
1. Transparent Light Blue Plastic (Bottle) (#1– 40013) 
 
Note : 1. mg/kg = milligram per kilogram 

2. ND = Not Detected 
 
 
 

 
Photo Appendix 

 

  
Sample as received 

 
*** End of Report *** 
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