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NEOFLAM INC. 
5TH FLOOR, #880-10, HWAGOK-DONG, GANGSEO-GU, SEOUL, KOREA 
 
The following sample(s) was/were submitted and identified by/on behalf of the client as:  
 
Sample Name : NEOFLAM COOKWARE WITH ECOLON COATING (CERAMIC COATING) 
SGS Ref No.                   : SHD002917787 
 
Sample Receiving Date  : Jul.10, 2009 
Testing Period   : Jul.10-15, 2009 
  
Test Requested              : With reference to German Food, Articles of Daily Use and Feed Code of September 

1, 2005(LFGB), Section 30 and EEC Directive 84/500/EEC. 
                                           For material: Ceramic -Extractable Lead and Cadmium content 
 
Test Method  : As specified by client, with reference to EEC Directive 84/500/EEC. 

Analysis was performed by Atomic Absorption Spectrometer. 
 
Test Results    : Please refer to next page.  
 
 
Signed for and on behalf of 
SGS-CSTC Chemical Laboratory 

 
______________________ 

Sandy Hao 
Lab Manager 
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Test Results: 
 

 1. Metal cookware with black 
ceramic (blue) 

 

  Category 3 Limit 

Released Lead (mg/l) < 0.1 1.5 

Released Cadmium (mg/l) < 0.01 0.1 

Volume of 4% Acetic acid used (ml) 2976  

Depth (mm) 52  

Diameter (mm) 290  

 
 

 2. Metal cookware with black 
ceramic (orange) 

 

  Category 3 Limit 

Released Lead (mg/l) < 0.1 1.5 

Released Cadmium (mg/l) < 0.01 0.1 

Volume of 4% Acetic acid used (ml) 2976  

Depth (mm) 52  

Diameter (mm) 290  

 
 

 3. Metal cookware with black 
ceramic (green) 

 

  Category 3 Limit 

Released Lead (mg/l) < 0.1 1.5 

Released Cadmium (mg/l) < 0.01 0.1 

Volume of 4% Acetic acid used (ml) 2976  

Depth (mm) 52  

Diameter (mm) 290  
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 4. Metal cookware with black 
ceramic (olivine) 

 

  Category 3 Limit 

Released Lead (mg/l) < 0.1 1.5 

Released Cadmium (mg/l) < 0.01 0.1 

Volume of 4% Acetic acid used (ml) 2976  

Depth (mm) 52  

Diameter (mm) 290  

 
Remark:  Category 1 

  Articles that cannot be filled and articles that can be filled, the internal depth of which 
does not exceed 25 mm. 

 Category 2 
 Articles, not in categories 1 or 3, which can be filled 
 Category 3 
 Cooking ware; packaging and storage vessels having a capacity of more than three liters 
 
Note: < = Less than 
 
Sample photo: 

 

 

    
 

SH9135013/CHEM 

 

1 



Test Report No. SH9135013/CHEM  Date: Jul.15,2009 Page 4 of 5 

 

 
 

 

    
 

 

 

 

    
 

SH9135013/CHEM 

 

SH9135013/CHEM 

 

2 

3 



Test Report No. SH9135013/CHEM  Date: Jul.15,2009 Page 5 of 5 

 

 

 

    
 

 
SGS authenticate the photo on original report only 

 
*** End of Report *** 
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