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- Continues -

* Detection Limit : Cd - 5 ㎎/㎏, Pb - 10 ㎎/㎏

<Remark> 1. Sample Preparation
            1) IEC 62321 Ed. 1.0 b : 2008
         2. Instrument
            1) Cd, Pb, Hg : ICP/AES
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Heavy Metal Content (㎎/㎏) : IEC 62321 Ed 1.0 b:2008
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RECEIVED DATE OCT. 23, 2012   ***

APPLICANT'S PROVIDED SAMPLE DESCRIPTION

ONE(1) SAMPLE OF KITCHEN UTENSILS

STYLE NO. ; Ecolonpan (Sunrise)
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