Test Report: (8522)287-0376

Received Date: October 14, 2022
Report Date: October 30, 2022

SUBMITTER Ningbo Jiangbei Fufu Electronic Commerce Co Ltd
Room 702,No.1,Huamao Headquarters, Southern Business District, Yinzhou District, Ningbo, Zhejiang, China
STYLE /
NUMBER
PRODUCT
DESCRIPTION WOODEN CABINET
EXECUTIVE . .
SUMMARY The submitted sample(s) MEET all the tested requirement(s).
REMARKS No final packaging was provided
TECHNICAL Andy Fan / Billy Zhou SIGNATURES  BUREAU VERITAS SHENZHEN CO., LTD

QUESTIONS (+86)755-32980214 / 86135515
E-MAIL: Andy.fan@bureauveritas.com

Billy.zhou@b itas. 7 @/[ -
illy.zhou@bureauveritas.com (/D\H '//-

GENERAL Lucy He / Nicole Zeng
INFORMATION (+86)755- 32980225 / 86135624

E-MAIL: Lucy-Im.he@bureauveritas.com :
Nicole.zeng@bureauveritas.com \

Bureau Veritas Shenzhen Co., Ltd

1,2,3/F., Block A, 1,4,5/F., Block B, Minlida
Industrial Building, Honghualing Industrial Park,
Xili, Nanshan District, Shenzhen, Guangdong,
China.

Tel: 86-755-86185200 Fax: 86-755-86185206
www.bureauveritas.com/cps

LARRY CHING
SENIOR MANAGER — HARDLINES DIVISION

This report is governed by, and incorporates by reference, the Conditions of Testing as posted at the date of issuance of this report at
http://www.bureauveritas.com/home/about-us/our-business/cps/about-us/terms-conditions/ and is intended for your exclusive use. Any copying or replication of
this report to or for any other person or entity, or use of our name or trademark, is permitted only with our prior written permission. This report sets forth our
findings solely with respect to the test samples identified herein. The results set forth in this report are not indicative or representative of the quality or
characteristics of the lot from which a test sample was taken or any similar or identical product unless specifically and expressly noted. Our report includes all of
the tests requested by you and the results thereof based upon the information that you provided to us. Measurement uncertainty is only provided upon request
for accredited tests. Statements of conformity are based on simple acceptance criteria without taking measurement uncertainty into account, unless otherwise
requested in writing. You have 60 days from date of issuance of this report to notify us of any material error or omission caused by our negligence or if you
require measurement uncertainty; provided, however, that such notice shall be in writing and shall specifically address the issue you wish to raise. A failure to
raise such issue within the prescribed time shall constitute your unqualified acceptance of the completeness of this report, the tests conducted and the
correctness of the report contents.
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Test Report: (8522)287-0376

Received Date: October 14, 2022

Report Date: October 30, 2022
VENDOR NAME NINGBO JIANGBEI FUFU ELECTRONIC COMMERCE CO LTD

AGENT NAME /

FACTORY NAME FUZHOU HENGKAIXIN INDUSTRIAL CO LTD

SUPPLIER ID NUMBER /

RELATED PROJECT NAME /

PHASE Testing
WAYFAIR SKU JMBB1052
SUPPLIER PART ID KF200108-01

MANUFACTURER PART ID KF200108-01

BUYER WAYFAIR

UPC CODE /

PURCHASE ORDER NUMBER /

COUNTRY OF DESTINATION  UNITED STATES

COLOR(S) SUBMITTED N/A
LOT NUMBER /
LABELLED AGE GRADE NOT PRESENT

APPROPRIATE AGE GRADE N/A (Adult)

CLIENT SPECIFIED AGE

GRADE /

TESTED AGE GRADE Adult

SUPPLIER REFERENCE
NUMBER

NUMBER OF CARTONS /
SAMPLES

COUNTRY OF ORIGIN CHINA

CLASS ID /

SUBMITTED FIBER CONTENT /

ACTUAL FIBER CONTENT /

SUGGESTED FIBER
CONTENT

SUBMITTED CARE
INSTRUCTION(S)
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Test Report: (8522)287-0376

Received Date: October 14, 2022
Report Date: October 30, 2022

CLIENT EXPECTED CARE
INSTRUCTION

SUGGESTED CARE
INSTRUCTION(S)

WAYF-HL-PTCL-03042-GBL-CABINETS-V6, CPSD-AN-PTCL-06572-USA-CALIFORNIA
PROPOSITION 65-V125, WAYF-GB-PTCL-08444-USA-CPSIA REQUIREMENTS
SUPPLEMENT-V1, WAYF-AN-PTCL-09062.02-GBL-1 STAR ONLY-TPCH SUPPLEMENTAL-
V1, WAYF-HL-PTCL-09067-GBL-PACKAGING AND LABELING REQUIREMENTS-V1

PROTOCOL NUMBER

PROTOCOL STAR LEVEL /

FAIL RETEST NO

PREVIOUS REPORT NUMBER /

RETEST SAMPLE NUMBER /

REPORT EXPIRATION DATE  /
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Test Report: (8522)287-0376

Received Date: October 14, 2022
Report Date: October 30, 2022

TEST RESULTS FOR WOODEN CABINET

TESTED PROPERTY REQUIREMENTS RESULTS RATING

US Packaging labeling (16 CFR 500 / UPLR Handbook 130)

WAYF-HL-09067-GBL Not Tested DATA
Packaging shall be labelled, NO FINAL PACKAGING

Product Identity

Net quantity of contents

Manufacturer, packer, or distributor's name & address

Country of origin marking (19 CFR 134)

WAYF-HL-09067-GBL Not Tested DATA
Shall indicate country of origin legibly, permanently, and in NO FINAL PACKAGING

comparable size and close proximity to any mention of

country other than country in which the article was

manufactured or produced. Must be visible at point of

purchase.

EPA TSCA title VI-Composite wood-Declaration form and mill cert. (40 CFR 770)

WAYF-HL-09067-GBL Meet PASS
If wood of any type is present in the sample, submitter shall
provide a completed and signed Sample Declaration Form.

EPA TSCA Title VI-Composite wood-Finished good labeling (40 CFR 770.45(c) & (e))

WAYF-HL-09067-GBL Meet PASS
Finished goods containing regulated composite wood shall

comply with the labeling requirements in 40 CFR 770.45(c)

unless qualifies for the de minimis exception in 40 CFR

770.45(e).

CARB-Composite wood-Declaration form and mill cert. (Title 17, CCR §93120)

WAYF-HL-09067-GBL Meet PASS
If wood of any type is present in the sample, submitter shall
provide a completed and signed Sample Declaration Form.

CARB-Composite wood-Finished good labeling (Title 17, CCR §93120.7(d))

WAYF-HL-09067-GBL Meet PASS
Finished goods containing regulated composite wood shall

comply with the labeling requirements for fabricators found in

§93120.7(d).
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Test Report: (8522)287-0376

Received Date: October 14, 2022
Report Date: October 30, 2022

TEST RESULTS FOR WOODEN CABINET

TESTED PROPERTY REQUIREMENTS RESULTS RATING

Total lead in surface coating (16 CFR 1303 / Consumer Product Safety Improvement Act of 2008)

WAYF-GB-08444-USA, WAYF-HL-03042-GBL Meet PASS
Accessible surface coating(s) in the assembled state on adult

furniture[Excl. factory applied coating on metal] & household

paint(s) shall not exceed 90mg/kg of total Pb.

Test ltem(s) Test Item / Component Description(s) Location(s) Style(s)
1001 golden coating frame A
1002 white coating track A

Test Parameter(s) Unit(s) Result(s) Requirement(s)
Test ltem(s) - 1001 + 1002 - - - - -
Lead (Pb) mg/kg <10 - - - - Max. 90
Conclusion - Pass - - - - -

Heavy metals in packaging (TPCH)

WAYF-AN-09062.02-GBL-1 STAR ONLY Not Tested DATA
Packaging and packaging component(s) shall not exceed 100

mg/kg sum of concentration levels of lead (Pb), cadmium

(Cd), mercury (Hg) and hexavalent chromium (Cr VI).

Sharp point and sharp edge (16 CFR 1500.48 & 49 (Mod))

WAYF-HL-03042-GBL Meet PASS
Shall have no sharp points / edges, other than those required

for function.

Modification: Expanded scope to other products.
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Test Report: (8522)287-0376

Received Date: October 14, 2022
Report Date: October 30, 2022

COMPOSITE WOOD SAMPLE CPSD-GB-08616.01-FORM
DECLARATION FORM :
EPA TSCA TITLE VI R
masaiexs CARB §93120 ATCM FOR FORMALDEHYDE | Business Line: | 65

Section A — Sample Information:
This section must be completed.

Sample Description: Wooden cabinet

ltem/SKU Number: JMBB1052

Indicate if the sample is a:
] Panel
B Finished Good

Section B — EPA TSCA Title VI Applicability:

This section must be completed. The regulation can be viewed at. hitp:///’www.epa.gov/formaldehyde

[] Composite wood is not present in the sample.
If checked, proceed directly to Section C

[X]Composite wood is present in the sample and:
If checked, indicate if regulated and/or exempt. Then proceed fo Section C.

04 Regulated according to 40 CFR 770
If checked, answer the following three questions and complete the chart in Section D.

1. Indicate the type(s) of regulated compaosite wood (check all that apply):
[] Hardwood plywood — veneer core (HWPW-VC)
[] Hardwood plywood — composite core (HWPW-CC)
[1 Medium-density fiberboard (MDF)
[] Thin medium-density fiberboard (Thin MDF)
] Particleboard (PB)

2. Indicate laminated product status under §770.4 (effective after March 22, 2024 for laminated portion):
] Sample is not a laminated product
[ ] sample is a laminated product and:
[] Laminated portion is not exempt from the definition of hardwood plywood per §770.4
[] Laminated portion is exempt from the definition of hardwood plywood per §770.4(a)(1)
[] Laminated portion is exempt from the definition of hardwood plywood per §770.4(a)(2)

3. Forfinished goods, indicate if labeling is present according to §770.45(c):
| sample is not a finished good
] Sample is a finished good and:
[] Labeling is not present
[[] Labeling is not present and not required per §770.45(e)
<] Labeling is present

[] Exempt according to 40 CFR 770
Indicate the type(s) of exempt compaosite wood (check all that apply):

[ 1 Hardboard

[] Criented strand board
(] Curved plywood
[]§770.1(d)
[1§770.1(g)(1)

[ 1§770.1(e)(2)

(] Other List other type(s) of exempt composite wood and explain exemption:
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Test Report: (8522)287-0376

Received Date: October 14, 2022

Report Date: October 30, 2022
COMPOSITE WOOD SAMPLE o ——
DECLARATION FORM _
EPA TSCA TITLE VI Version ot 1<
Eazaness CARB §93120 ATCM FOR FORMALDEHYDE | Business Line: | a8

Section C — CARB §93120 ATCM for Formaldehyde Applicability:

This section must be completed. The regulation can be viewed at: http//www arb ca gov/toxics/compwood/compwood htm

Indicate if the sample will be sold in Califorma_ If “No” is checked, complete Section D if necessary from Section B, then
proceed to Section E. If "Yes” is checked, complete the remainder of this section.

[0 No
B Yes

[] Composite wood is not present in the sample.
If checked, proceed directly to Section E.

4 Composite wood is present in the sample and:
If checked, indicate if regulated andéor exempt. Then proceed to Section E.

I Regulated according to the ATCM.
If checked, answer the following two questions and complete the chart in Section D.

1. Indicate the type(s) of requlated composite wood (check all that apply):
[] Hardwood plywood — veneer core (HWPW-VC)
[1 Hardwood plywood — composite core (HWPW-CC)
[1 Medium-density fiberboard (MDF)
[1 Thin medium-density fiberboard (Thin MDF)
B Particleboard (PB)

2. For finished goods, indicate if labeling is present according to §93120.7(d).
[] Sample is not a finished good
B Sample is a finished good and:
[] Labeling is not present
B Labeling is present

[[] Exempt according to the ATCM.
Indicate the type(s) of exempt composite wood (check all that apply)-

[] Hardboard

[] Oriented strand board

[] Curved plywood

[18§93120.7(b)(1)

] §93120.7(b)(2)(A)

[18§93120.7(b)(2)(B)

[] Other List other type(s) of exempt composite wood and explain exemption:
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Test Report: (8522)287-0376

Received Date: October 14, 2022

Report Date: October 30, 2022
COMPOSITE WOOD SAMPLE CPSD-GB-08616.01-FORM
DECLARATION FORM .
i EPA TSCA TITLE VI e
Eiaires CARB §93120 ATCM FOR FORMALDEHYDE | Business Line: | 68

Section D -Regulated Composite Wood Details:
All fields in this secfion must be completed if reguiated composite wood is present in the sample as deciared in Section B and/or Secfion C. Upon completion of this section, proceed fo

Section E.

Paneil Types and Emission Limits Reference: Examples of resin type include but are not limited to:

Hardwood plywood (HWPW) < 0.05 ppm »  No-added formaldehyde-based (NAF) resin

Medium-density fibreboard (MDF) < 0.11 ppm +  Ultra low-emitting formaldehyde (ULEF) resin

Thin medium-density fibreboard (Thin MDF) < 0.13 ppm »  Phenol-formaldehyde resin

Particleboard (PB) < 0.09 ppm

Compenent of sample where Panel Type: Emission Limit | Resin Type: Mill Name: TPC Name: TPC#:

composite wood is found: Met (ppm):

Body FPB <0.09 ppm 7 ZHANGPU COUNTY HONGSEN | Intertek SZHH-
INDUSTRIAL CO.LTD EPA-0024

Section E - Declaration Signature:
This section must be completed. Print name and provide a signature/ company chap.

EPA TSCA Title V17 40 CFR 770 is understood and if applicable, portions relevant to this sample have been met.

CARB §93120 ATCM for Formaldehyde is understood and if applicable, portions relevant to this sample have been met.
If a Third Party Certifier (TPC) is identified, it has been recognized by EPA andior CARB.

The required sections of this form have been completed accurately and truthfully.

Company Name: Fuzhou Hengkaixin Industrial Co., Ltd.

Company Address: No. 6, Gaonan Road, Gaishan Tewn, Cangshan District, Fuzhou City, Fujian Province

Date: Aug 3 ,2022
Name: Chen Shanbao
Title: MANAGER
Page 3 of 4
G COMFOSITE WOOD SAMPLE CPSDCHOBC1G 0T GR
gk DECLARATION FORM :
EPA TSCA TITLE VI Version No.: | 9
Eiaaer CARB §93120 ATCM FOR FORMALDEHYDE | Business Line: | B

Signature:
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Test Report: (8522)287-0376

Received Date: October 14, 2022

Report Date: October 30, 2022

CERTIFICATE OF CONFORMITY

INTERTEK TESTING SERVICES SHENZHEN LTD. (EPA TPC-33) hereby cerlified that the

intertek

Total Quality. Assured manufacturer has been found to be in compliance with the Intertek EPA Certification Scheme

Xinei Industry zone, Changgiao Town, Zhangpu County Zhangzhou City,
Fujian Province

[ ZHANGPU COUNTY HONGSEN INDUSTRIAL CO., LTD
~ Particleboard (EPA TSCA Title VI)
12mm, 15mm,18mm,25mm

L

- ) The manufacturer demonstrates compliance of composite wood products with section 40 CFR B

770.20-22,40 CFR770.24,40 CFR 770.40,40 CFR770.45, Title VI, Toxic Substances Control Act.
The production of composite wood products meet the quality assurance requirements stated in the

Hogp puie section 40 CFR 770.20-22,40 CFR 770.24,40 CFR 770.40 and 40 CFR 770.45, Title VI, Toxic
—_— Substances Control Act.
[nter tek This certificate is valid for one year from the date of issuance. Date issued: Mar 20, 2022. .
Cerlificate Number: ¥
S;HF;?;PA.;&;;” Accredited by China National Accreditation Service for Conformity Assessment (CNAS C058-P).

Bl

Scheme Manager

Intertek Testing Services Ltd., Shanghai >
Block B, Jinling Business Square, No.801 Yi Shan Road, Shanghai 200233, China

Froduction date:3/2022

Zhejiang Timechee International Trade Group Co., Ltd.
California 93120 Phase 2 and TSCA Title VI

conpliant for formaldehyde

MADE IN CHINA

END OF REPORT
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