
Bureau Veritas Shenzhen Co., Ltd
1,2,3/F., Block A, 1,4,5/F., Block B, Minlida Industrial 
Building, Honghualing Industrial Park, Xili, Nanshan District, 
Shenzhen, Guangdong, China.
Tel: 86-755-86185200 Fax: 86-755-86185206
www.bureauveritas.com/cps

This report is governed by, and incorporates by reference, the Conditions of Testing as posted at the date of issuance of this report at 
http://www.bureauveritas.com/home/about-us/our-business/cps/about-us/terms-conditions/ and is intended for your exclusive use. Any copying or 
replication of this report to or for any other person or entity, or use of our name or trademark, is permitted only with our prior written permission. 
This report sets forth our findings solely with respect to the test samples identified herein. The results set forth in this report are not indicative or 
representative of the quality or characteristics of the lot from which a test sample was taken or any similar or identical product unless specifically 
and expressly noted. Our report includes all of the tests requested by you and the results thereof based upon the information that you provided to 
us.  Measurement uncertainty is only provided upon request for accredited tests. Statements of conformity are based on simple acceptance criteria 
without taking measurement uncertainty into account, unless otherwise requested in writing. You have 60 days from date of issuance of this report 
to notify us of any material error or omission caused by our negligence or if you require measurement uncertainty; provided, however, that such 
notice shall be in writing and shall specifically address the issue you wish to raise. A failure to raise such issue within the prescribed time shall 
constitute your unqualified acceptance of the completeness of this report, the tests conducted and the correctness of the report contents.
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PASS
SUBMITTER Ningbo Jiangbei Fufu Electronic Commerce Co Ltd

Room 702,No.1,Huamao Headquarters, Southern Business District, Yinzhou District, Ningbo, Zhejiang, China

 

STYLE 
NUMBER /

PRODUCT 
DESCRIPTION DEBORAH CHANGING TABLE DRESSER

EXECUTIVE 
SUMMARY

The submitted sample(s) MEET all the tested requirement(s).

REMARKS

1. No packaging was provided with the submitted sample(s). 

2. No packaging was submitted with the sample(s), therefore the sample(s) was not evaluated for the labeling 
requirements on the packaging of the client's testing program. 

3. No packaging was provided with the submitted sample(s).  Consequently, documentation review of the heavy 
metals content in packaging requirements of Model Toxics Legislation of the Toxics in Packaging Clearinghouse, 
TPCH (formerly the Coalition of Northeastern Governors, CONEG), was not conducted.

  
TECHNICAL 
QUESTIONS

GENERAL 
INFORMATION

Sam Luo / Ryna Liu/ Jerry Yang
(+86)755-8618-5292
(+86)755-8618-5354
(+86)755-8600-0151 EXT:6411
sam.luo@bureauveritas.com
ryna.liu@bureauveritas.com
jerry.yang@bureauveritas.com

Wallace Liu
(+86)755-8618-5212
wallace.liu@bureauveritas.com

SIGNATURES BUREAU VERITAS SHENZHEN CO., LTD.

Victor Pang
Assistant Manager
Toys And Juvenile Products Department

mailto:Ryna.Liu@cn.bureauveritas.com
mailto:wallace.liu@cn.bureauveritas.com
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VENDOR NAME /

AGENT NAME /

FACTORY NAME /

SUPPLIER ID NUMBER /

RELATED PROJECT NAME /

PHASE Testing

WAYFAIR SKU JMBB1070

SUPPLIER PART ID KF200066-01

MANUFACTURER PART ID KF200066-01

BUYER WAYFAIR

UPC CODE /

PURCHASE ORDER NUMBER /

SUPPLIER REFERENCE 
NUMBER /

COUNTRY OF DESTINATION UNITED STATES

COLOR(S) SUBMITTED N/A

LOT NUMBER /

LABELLED AGE GRADE NOT PRESENT

APPROPRIATE AGE GRADE CHILDREN PRODUCTS, FROM 0 TO 3 YEARS OF AGE

CLIENT SPECIFIED AGE 
GRADE /

TESTED AGE GRADE CHILDREN PRODUCTS, FROM 0 TO 3 YEARS OF AGE

NUMBER OF CARTONS / 
SAMPLES 1

COUNTRY OF ORIGIN CHINA

CLASS ID /

SUBMITTED FIBER CONTENT /

ACTUAL FIBER CONTENT /

SUGGESTED FIBER CONTENT /

SUBMITTED CARE 
INSTRUCTION(S)  /
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CLIENT EXPECTED CARE 
INSTRUCTION  /

SUGGESTED CARE 
INSTRUCTION(S)  /

PROTOCOL NUMBER

CPSD-AN-PTCL-06572-USA-CALIFORNIA PROPOSITION 65-V124, WAYF-TY-PTCL-
08001-GBL-CHILDREN ''S PRODUCTS (NON TOYS)-V9, WAYF-TY-PTCL-08002-GBL-
CHILDREN`S SEATING, TABLE & DESK, STORAGE FURNITURE-V10, WAYF-TY-PTCL-
08117-GBL-BABY CHANGING PRODUCTS-V7, CPSD-GB-PTCL-08444-USA-CPSIA 
REQUIREMENTS SUPPLEMENT-V37, CPSD-AN-PTCL-09062.02-USA-TPCH 
SUPPLEMENTAL-V2

PROTOCOL STAR LEVEL /

FAIL RETEST NO

PREVIOUS REPORT NUMBER /

RETEST SAMPLE NUMBER /

REPORT EXPIRATION DATE /
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Age grading (CPSC Guidelines / 16 CFR Part 1200)

WAYF-TY-08001-GBL
Label Age Grade

Data
Not Present

Appropriate Age Grade Data
Children Products, From 0 To 

3 Years Of Age

Age grade information

Test Age Grade Data
Children Products, From 0 To 

3 Years Of Age

DATA

I
Clothing storage units - Labeling (ASTM F2057-19)

WAYF-TY-08002-GBL 
Shall comply with the labeling requirements as specified in 
the standard. 

Meet PASS

I
Tipover restraints - Labeling (ASTM F3096-21)

WAYF-TY-08002-GBL 
Shall comply with the labeling requirements as specified in 
the standard. 

Meet PASS

I
Baby changing products - Labeling (ASTM F2388-21 Sec. 9 &10)

WAYF-TY-08117-GBL 
Shall meet the labeling requirements as specified in 
standard.  

Meet PASS

I
Baby changing products - Labeling (16 CFR 1235 / ASTM F2388-21)

WAYF-TY-08117-GBL 
Shall comply with labeling requirements as specified in the 
standard. 

16 CFR 1235 incorporated by reference to the ASTM F2388-
21 with no modification. 

Meet PASS

I
EPA TSCA title VI-Composite wood-Declaration form and mill cert. (40 CFR 770)

Document Review If wood of any type is present in the sample, submitter shall 
provide a completed and signed Sample Declaration Form.

Meet
( Document CARB Form 
provided, dated April 02, 

2022. )

PASS

I
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EPA TSCA Title VI–Composite wood-Finished good labeling (40 CFR 770.45(c) & (e))

Document Review Meet
( Document CARB Form 
provided, dated April 02, 

2022. )

PASS

I
CARB–Composite wood-Declaration form and mill cert. (Title 17, CCR §93120)

Document Review Meet
( Document CARB Form 
provided, dated April 02, 

2022. )

PASS

I
CARB–Composite wood-Finished good labeling (Title 17, CCR §93120.7(d))

Document Review Meet
( Document CARB Form 
provided, dated April 02, 

2022. )

PASS

I
Total lead in surface coating (16 CFR 1303 / Consumer Product Safety Improvement Act of 2008)

CPSD-GB-08444-USA 
Accessible surface coating(s), before and after use and 
abuse testing, on item(s) intended for children age 12 and 
under shall not exceed 90 mg/kg of total lead (Pb).

Meet PASS

Test Item(s) Test Item / Component Description(s) Location(s) Style(s)

I001 white coating desk A
I002 deep brown coating  

black coating
track of drawer  
metal plate

A

Test Parameter(s) Unit(s) Result(s) Requirement(s)

Test Item(s) -- I001 I002 -- -- -- --
Lead (Pb) mg/kg Not Detected Not Detected -- -- -- Max. 90
Conclusion -- Pass Pass -- -- -- --

I
Chemical of High Concern to Children (CHCC) (Washington CSPA)

WAYF-TY-08001-GBL, WAYF-TY-08002-GBL, WAYF-TY-
08117-GBL 
Per client, all accessible components, before and after use 
and abuse testing, of products for children age < 12 yrs shall 
not exceed 100 mg/kg each of 85 CHCCs in list. 

Meet PASS
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Test Item(s) Item / Component Description(s) Location(s) Style(s)

I015 White PVC Rim of desk A
I016 Translucent plastic Base of screw A
I017 Deep brown plastic Idler wheel A
I018 White printed bright brown wood Handle of drawer A

I019 Light brown wood /  
White paper sticker

Brawer & frame of desk  
Paper sticker A

I020 Brown wood /  
White fabric

Back of desk & base of drawer  
Tape A

I021 Silvery metal Screw A
I022 Light silvery metal Big screw A
I023 Bright silvery metal Washer flat A
I024 Brown plated soft silvery metal Track of drawer A
I025 Dull silvery metal Axle of idler wheel A
I026 Black plated pale silvery metal Metal plate A
I027 Black plated deep silvery metal Axle of metal plate A

Test Item(s) Result(s) [ Unit in mg/kg,mg/kg ] Conclusion

Detected Analyte(s) Concentration

I015 Not Detected Not Detected Pass
I016 + I017 Not Detected Not Detected Pass
I018 + I019 + I020 Not Detected Not Detected Pass

Arsenic (As) 36
I021

Cobalt (Co) 41
Pass

I022 Not Detected Not Detected Pass
I023 Not Detected Not Detected Pass

Arsenic (As) 84
I024

Cobalt (Co) 41
Pass

Arsenic (As) 48
I025

Cobalt (Co) 42
Pass

Arsenic (As) 48
I026

Cobalt (Co) 42
Pass

I027 Not Detected Not Detected Pass

I
Total lead in substrate (CPSIA / 16 CFR 1252)

CPSD-GB-08444-USA 
Certain accessible substrates, before and after use and 
abuse testing, of item(s) intended for children age 12yrs and 
under shall not exceed 100 mg/kg of total lead (Pb).

Meet PASS
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Test Item(s) Test Item / Test Component Description(s) Location(s) Style(s)

I003 translucent white plastic  
deep brown plastic

base of screw  
idler wheel A

I004 white PVC rim of desk A
I005 silvery metal small screw A
I006 silvery metal screw A
I007 silvery metal big screw A
I008 silvery metal washer flat A
I009 silvery metal track of drawer A
I010 silvery metal metal plat A
I011 silvery metal axle of idler wheel A
I012 silvery metal axle of metal plate A

I013 light brown wood  
brown wood

drawer , frame of desk  
back of desk , base of drawer A

I014 white paper sticker paper sticker A

Test Item(s) Unit(s) Requirement(s) Result(s) Conclusion

I003 mg/kg Max. 100 Not Detected Pass
I004 mg/kg Max. 100 Not Detected Pass
I005 mg/kg Max. 100 Not Detected Pass
I006 mg/kg Max. 100 Not Detected Pass
I007 mg/kg Max. 100 Not Detected Pass
I008 mg/kg Max. 100 Not Detected Pass
I009 mg/kg Max. 100 37 Pass
I010 mg/kg Max. 100 Not Detected Pass
I011 mg/kg Max. 100 Not Detected Pass
I012 mg/kg Max. 100 Not Detected Pass
I013 mg/kg Max. 100 Not Detected Pass
I014 mg/kg Max. 100 Not Detected Pass

I
CHCC (New York Toxic Chemicals in Children's Products)

WAYF-TY-08001-GBL, WAYF-TY-08002-GBL, WAYF-TY-
08117-GBL 
Per client, accessible parts of prod`ts for age≤12yrs shall 
have ≤100mg/kg each of 77 CHCCs in list[Excl 
TDCPP&Benzene(< 30mg/kg)]. For Asbestos, submit LoG if 
acceptable.

Meet PASS
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Test Item(s) Item / Component Description(s) Location(s) Style(s)

I015 White PVC Rim of desk A
I016 Translucent plastic Base of screw A
I017 Deep brown plastic Idler wheel A
I018 White printed bright brown wood Handle of drawer A

I019 Light brown wood /  
White paper sticker

Brawer & frame of desk  
Paper sticker A

I020 Brown wood /  
White fabric

Back of desk & base of drawer  
Tape A

I021 Silvery metal Screw A
I022 Light silvery metal Big screw A
I023 Bright silvery metal Washer flat A
I024 Brown plated soft silvery metal Track of drawer A
I025 Dull silvery metal Axle of idler wheel A
I026 Black plated pale silvery metal Metal plate A
I027 Black plated deep silvery metal Axle of metal plate A

Test Item(s) Result(s) [ Unit in mg/kg ] Conclusion

Detected Analyte(s) Concentration

I015 Not Detected Not Detected Pass
I016 + I017 Not Detected Not Detected Pass
I018 + I019 + I020 Not Detected Not Detected Pass

Cobalt (Co) 41
Arsenic (As) 36I021
Nickel (Ni) 95

Pass

I022 Not Detected Not Detected Pass
I023 Not Detected Not Detected Pass

Cobalt (Co) 41
Arsenic (As) 84I024
Nickel (Ni) 55

Pass

Cobalt (Co) 42
Arsenic (As) 48I025
Nickel (Ni) 90

Pass

Cobalt (Co) 42
Arsenic (As) 48I026
Nickel (Ni) 90

Pass

I027 Not Detected Not Detected Pass

I
CHCC (Maine Safer Chemicals in Children's Product Act)

WAYF-TY-08001-GBL, WAYF-TY-08002-GBL, WAYF-TY-
08117-GBL 
Per client, accessible component(s), before & after use & 
abuse testing, of children product(s) for age under 12 shall 
not exceed 100 mg/kg each of 14 CHCCs in test list.

Meet PASS
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Test Item(s) Item / Component Description(s) Location(s) Style(s)

I015 White PVC Rim of desk A
I016 Translucent plastic Base of screw A
I017 Deep brown plastic Idler wheel A
I018 White printed bright brown wood Handle of drawer A

I019 Light brown wood /  
White paper sticker

Brawer & frame of desk  
Paper sticker A

I020 Brown wood /  
White fabric

Back of desk & base of drawer  
Tape A

I021 Silvery metal Screw A
I022 Light silvery metal Big screw A
I023 Bright silvery metal Washer flat A
I024 Brown plated soft silvery metal Track of drawer A
I025 Dull silvery metal Axle of idler wheel A
I026 Black plated pale silvery metal Metal plate A
I027 Black plated deep silvery metal Axle of metal plate A

Test Item(s) Result(s) [ Unit in mg/kg ] Conclusion

Detected Analyte(s) Concentration

I015 Not Detected Not Detected Pass
I016 + I017 Not Detected Not Detected Pass
I018 + I019 + I020 Not Detected Not Detected Pass
I021 Arsenic (As) 36 Pass
I022 Not Detected Not Detected Pass
I023 Not Detected Not Detected Pass
I024 Arsenic (As) 84 Pass
I025 Arsenic (As) 48 Pass
I026 Arsenic (As) 48 Pass
I027 Not Detected Not Detected Pass

I
Chemical of High Concern to Children (CHCC) (Vermont 18 V.S.A. Ch.38A)

WAYF-TY-08001-GBL, WAYF-TY-08002-GBL, WAYF-TY-
08117-GBL 
Per client, accessible components, before and after use and 
abuse testing, of children`s products for age < 12 years shall 
not exceed 100 mg/kg each of 89 CHCCs in list.

Meet PASS
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Test Item(s) Item / Component Description(s) Location(s) Style(s)

I015 White PVC Rim of desk A
I016 Translucent plastic Base of screw A
I017 Deep brown plastic Idler wheel A
I018 White printed bright brown wood Handle of drawer A

I019 Light brown wood /  
White paper sticker

Brawer & frame of desk  
Paper sticker A

I020 Brown wood /  
White fabric

Back of desk & base of drawer  
Tape A

I021 Silvery metal Screw A
I022 Light silvery metal Big screw A
I023 Bright silvery metal Washer flat A
I024 Brown plated soft silvery metal Track of drawer A
I025 Dull silvery metal Axle of idler wheel A
I026 Black plated pale silvery metal Metal plate A
I027 Black plated deep silvery metal Axle of metal plate A

Test Item(s) Result(s) [ Unit in mg/kg,mg/kg ] Conclusion

Detected Analyte(s) Concentration

I015 Not Detected Not Detected Pass
I016 + I017 Not Detected Not Detected Pass
I018 + I019 + I020 Not Detected Not Detected Pass

Arsenic (As) 36
I021

Cobalt (Co) 41
Pass

I022 Not Detected Not Detected Pass
I023 Not Detected Not Detected Pass

Arsenic (As) 84
I024

Cobalt (Co) 41
Pass

Arsenic (As) 48
I025

Cobalt (Co) 42
Pass

Arsenic (As) 48
I026

Cobalt (Co) 42
Pass

I027 Not Detected Not Detected Pass

I
High Priority Chemicals of Concern (HPCCs) (Oregon 431A.250-280)

WAYF-TY-08001-GBL, WAYF-TY-08002-GBL, WAYF-TY-
08117-GBL 
Per client, accessible and inaccessible component(s), of 
children product(s) for age under 12 years, shall not exceed 
100 mg/kg each of 73 HPCCs in test list. 

Meet PASS
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Test Item(s) Item / Component Description(s) Location(s) Style(s)

I015 White PVC Rim of desk A
I016 Translucent plastic Base of screw A
I017 Deep brown plastic Idler wheel A
I018 White printed bright brown wood Handle of drawer A

I019 Light brown wood /  
White paper sticker

Brawer & frame of desk  
Paper sticker A

I020 Brown wood /  
White fabric

Back of desk & base of drawer  
Tape A

I021 Silvery metal Screw A
I022 Light silvery metal Big screw A
I023 Bright silvery metal Washer flat A
I024 Brown plated soft silvery metal Track of drawer A
I025 Dull silvery metal Axle of idler wheel A
I026 Black plated pale silvery metal Metal plate A
I027 Black plated deep silvery metal Axle of metal plate A
I028 Dull brown wood Stopper A

Test Item(s) Result(s) [ Unit in mg/kg,mg/kg ] Conclusion

Detected Analyte(s) Concentration

I015 Not Detected Not Detected Pass
I016 + I017 Not Detected Not Detected Pass
I018 + I019 + I020 Not Detected Not Detected Pass

Arsenic (As) 36
I021

Cobalt (Co) 41
Pass

I022 Not Detected Not Detected Pass
I023 Not Detected Not Detected Pass

Arsenic (As) 84
I024

Cobalt (Co) 41
Pass

Arsenic (As) 48
I025

Cobalt (Co) 42
Pass

Arsenic (As) 48
I026

Cobalt (Co) 42
Pass

I027 Not Detected Not Detected Pass
I028 Not Detected Not Detected Pass

I
Sharp point and sharp edge (16CFR1500.48 & 49)

WAYF-TY-08002-GBL 
[Products intended for children under 8 years of age] 
Shall not have accessible, potentially hazardous sharp point 
and/ or sharp edge before or after use and abuse testing. 

Meet PASS

I
Small part (16CFR1501)

WAYF-TY-08001-GBL,WAYF-TY-08002-GBL 
Products intended for children under 36 months of age shall 
not include small part before or after use and abuse test.

Meet PASS
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I
Sharp edges (16 CFR 1500.49)

WAYF-TY-08001-GBL 

Items intended for children under 8 years of age shall not 
have accessible, potentially hazardous sharp edges before or 
after use and abuse testing. 

 

Meet PASS

I
Sharp points (16 CFR 1500.48)

WAYF-TY-08001-GBL 
Items intended for children under 8 years of age shall not 
have accessible, potentially hazardous sharp points before or 
after use and abuse testing.

Meet PASS

I
Clothing storage units - Physical & Mechanical (ASTM F2057-19)

Section 4.1, 4.2 & 4.3 WAYF-TY-08002-GBL
Stability

Meet

Section 4.4 Tipover restraints - Presence Meet

Section 4.5 Tipover restraints - Compliance of ASTM F3096 Meet

PASS

I
Tipover restraints - Physical & Mechanical (ASTM F3096-21)

WAYF-TY-08002-GBL 
Shall comply with physical and mechanical requirements (pull 
force of 50 lbs) as specified in the standard. 

Meet PASS

I
Sharp points and edges (ASTM F2388-21 Sec. 5.1)

WAYF-TY-08117-GBL 
There shall be no hazardous sharp points or sharp edges as 
defined by 16 CFR 1500.48 and 16 CFR 1500.49 before and 
after testing to this specification

Meet PASS

I
Small parts (16CFR1501 / ASTM F2388-21 Sec. 5.2)

WAYF-TY-08117-GBL 
There shall be no small parts, as defined by 16 CFR 1501, 
before testing or liberated as a result of testing to this 
specification. 

Meet PASS
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I
Wood Parts (ASTM F2388-21 Sec. 5.4)

WAYF-TY-08117-GBL 
Prior to testing, any exposed wood parts shall be smooth and 
free from splinters.

Meet PASS

I
Threaded fasteners (ASTM F2388-21 Sec. 5.8)

WAYF-TY-08117-GBL
The wood screws, sheet metal fasterners, metal inserts and 
metal threaded fasteners shall comply with the requirements 
in accordance with standard. 

Meet PASS

I
Barriers (ASTM F2388-21 Sec. 6.3)

WAYF-TY-08117-GBL 
Each changing product shall include barriers as an integral 
part of the product. 
For changing products with a flat changing surface, barriers 
shall be provided around all sides of the changing surface. 
Contoured changing pads shall have barriers on the two 
opposing long sides. 
When tested in accordance with the standard, barriers shall 
prevent the test cylinder from falling from the changing 
surface and shall not break or fail to conform with the 
requirements of Section 5. 

Meet PASS

I
Structural integrity (ASTM F2388-21 Sec. 6.1)

WAYF-TY-08117-GBL 
When tested in accordance with the standard, there shall be 
no breakage of the unit, nor shall it fail to conform with any 
other requirements in this specification before and after all 
testing. Threaded fasteners used for key structural elements 
shall not have separated by more than 0.04 in. (1 mm) upon 
completion of testing.

Meet PASS

I
Stability (ASTM F2388-21 Sec. 6.2)

WAYF-TY-08117-GBL 
When tested in accordance with the standard, the unit shall 
not tip over.

Meet PASS

I
Baby changing products - Physical & Mechanical (16 CFR 1235 / ASTM F2388-21)

WAYF-TY-08117-GBL Meet PASS
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Shall comply with physical and mechanical requirements (e.g. 
structural integrity, stability, barriers etc...) as specified in the 
standard. 

16 CFR 1235 incorporated by reference to the ASTM F2388-
21 with no modification. 

I
Stability & overload - Physical & Mechanical (ASTM F963-17 Sec 4.15 (Mod))

WAYF-TY-08002-GBL 
[For item intended to bear child mass except product covered 
under ASTM F2613 or ASTM F1838] 
Samples shall meet the requirements intended to minimize 
unexpected hazards that can be caused by a product that can 
tip easily or is not capable of withstanding an overload. 

Modification: Expand scope to children furniture. 

Meet PASS

I
Solids - Flammability (16 CFR 1500.3(c)(6)(vi) / 16 CFR 1500.44)

WAYF-TY-08001-GBL,WAYF-TY-08002-GBL,WAYF-TY-
08117-GBL
Shall not exceed the maximum allowable limit of no greater 
than 0.1 inches per second.

Meet PASS

I
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ADDITIONAL 
DOCUMENT(S)

Protocol Reference:

WAYF-TY-PTCL-08001-GBL-CHILDREN ''S PRODUCTS (NON TOYS)-V9, 
WAYF-TY-PTCL-08002-GBL-CHILDREN`S SEATING, TABLE & DESK, 
STORAGE FURNITURE-V10, WAYF-TY-PTCL-08117-GBL-BABY 
CHANGING PRODUCTS-V7

Standard Reference Report Report Release Date Rating Remarks

EPA TSCA Title VI–
Composite wood-Finished 
good labeling (40 CFR 
770.45(c) & (e))

- 04/02/2022 PASS /

EPA TSCA title VI-Composite 
wood-Declaration form and 
mill cert. (40 CFR 770)

- 04/02/2022 PASS /

CARB–Composite wood-
Declaration form and mill cert. 
(Title 17, CCR §93120)

- 04/02/2022 PASS /

CARB–Composite wood-
Finished good labeling (Title 
17, CCR §93120.7(d))

- 04/02/2022 PASS /

END OF REPORT


