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CUSTOMER NAME: HELIX BODY JEWELRY 

ADDRESS: TRANSVERSAL 39 B#70-83 STORE 2 NEIGHBORHOOD LUARELES, 

MEDELLIN, COLOMBIA 

 

Sample Name : TITANIUM DERMAL ANCHOR 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : CP20-042696, SHIN2008052921ML 

Date of Receipt  : Aug 19, 2020 

Testing Start Date  : Aug 19, 2020 

Testing End Date : Sep 01, 2020 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. GZ Branch Testing 
Center 

 
Shining Chan 

Authorized signatory 
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Chemical Composition Analysis: 

Test Method: C: ASTM E1941-10(2016) (C/S Analyzer) 

                      O, N: ASTM E1409-13(O/N Analyzer) 

                      Others: HB7716.13-2002(ICP-OES) 

Element C O N Al Fe V H 

Result ,% 0.007 0.10 0.002 5.90 0.14 4.05 0.004 

Note: Note: The content test of H was carried out by Shanghai Supervision and Testing Center for 

Nonferrous Metals Industry Co., LTD, the remaining elements were carried out by SGS-CSTC 

Standards Technical Services (Shanghai) Co., Ltd. laboratory. 
 

Original Sample Photo: 

 

******** End of report******** 
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