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Test Results:   
Unit：mg/kg 

Test item(s) 
Test Method/ 
Equipment 

MDL 
Result(s) 

Limit 
4 

Free Formaldehyde 
GB 18583-2008 

UV-Vis 
50 N.D. 1000 

Conclusion / / Pass  / 

 
Note: 1. N.D.=Not Detected（less than method detection limit） 

2.MDL= method detection limit 
 3. The result of wet sample 

 

 

Sample Description 

4 Transparent mucilage 
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The photo of the sample 

 

 

AGC authenticate the photo only on original report  
*** End of Report *** 
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