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 Date： MAR. 17, 2023 

Krall+Roth Asia Pte Ltd 

4 Chang South Lane, #05-04 Nan Wah Building, Singapore 486127 

 

The following merchandise was submitted and identified by the applicant as: 

Product Description: 4780 

Country of Origin: Taiwan 

 

We have tested the submitted sample(s) as requested and the following results were obtained: 

Test Requested:      ---See following sheet(s)--- 

 

Test Method and Result:    ---See following sheet(s)--- 

 

Date of Receipt:       MAR. 01, 2023 

 

Testing Period:       MAR. 01, 2023 ~ MAR. 17, 2023 
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Test Results: 

 

Abrasion Resistance (12kpa) (ISO 12947-2:2007 - Martindale tester) 

        

Number of rubs  Over 150,000     

 

Note:  

1.  As per client’s request, test specified side only. 

2.  The content of this report is invalid if it is not presented as the entire report. 
3.  The test was conducted at SGS Taiwan Ltd. Textile Laboratory. 

 

– Picture(s) – 

 

 

Photo A: Appearance of the product 

--- End of Report --- 
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