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THREE MICROHARDNESS TESTS WERE PERFORMED TO
DETEEMINE THE HARDNESS OF SNAKE BRAND'S
FROPRIETARY SURFACE COATING.
THE TESTS WERE PERFOREMED USING A STRUERS DURASCAN
70 AUTOMATED MICROHARDNESS MACHINE AND WERE
DESIGNED TC TEST ONLY THE COATING LAYEER, NOT THE
UNDERLYING MATERIAL.
RESULTS ARE LISTED BELOW, WITH MEASURED VALUES IN
VICKERS 100G AND CONVERTED VALUES IN ROCEWELL C.
419 HV1O0OG 64 .6 HRC EQUIVALENT
826 HV100G - 64.8 HRC EQUIVALENT
786 HV1QO0G - 63.5 HRC EQUIVALENT
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