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Flammability test for Granzilla Aircare 3 ply disposable face mask (Black)
submitted by Grantech Pte Ltd on 29/05/2021

The purpose of the test is to determine the flammability of a medical face
mask

GRANTECH PTE LTD

629 Aljunied Road

#04-17 Cititech Industrial Building
Singapore 389838

Attn: Mr SY Ong

ASTM F 2100-19 Standard Specification for Performance of Materials Used
in Medical Face Masks — Clause 6.2 / 9.5 Flammability ; Determine
flammability as specified in 16 CFR 1610

50 pieces of Granzilla Aircare 3 ply disposable face mask (Black) were
received
(Refer to Photograph 1)

Lotcode ;20210104
Model . SML-A21
Meltblown Used . HSL200826

Salim Suwignjo
Assistant Manager (CMTD)
Construction Technology Division
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(1) The Report is prepared for the sole use of the Client and is prepared based upon the Item submitied, the services required by the Client and the conditions under which the Services are performed by SETSCO. The Reportis not intended to be
representative of similar or equivalent Services on similar or equivalent items. The Report does not constitute an endorsement by SETSCO of the item

(2) SETSCO agress to use reasonable diligence in the performance of the Services but no warranties are given and done may be implied direclly or indirecly relaling to the Services, the Report or the facilities of SETSCO
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Test Result : Flammability

9

SETSCO

Sample Reference

Granzilla Aircare 3 ply disposable face mask (Black)

Drying of Specimen

09/06/2021 From 1030hrs to 1045hrs @ 105°C

Date of Test

09/06/2021

Test Condition 23°C, 52%RH
Specimen Reference S1 S2 S3 S4 S5
Flame Application Time 1 second

. No burn No burn No burn No burn No burn
Burn Time (sec) : . g g .

time time time time time

Visual Observation DNI DNI DNI DNI DNI
Classification Class 1 Class 1 Class 1 Class 1 Class 1

Requirement

Accordance to ASTM
2100-19

Flame Spread — Class 1

REMARKS:

1. Specimens were tested in their original state

2. DNI = Did not ignite

A
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Photograph 2 Granzilla Aircare 3 ply disposable face mask (Black) Inner (Top) and Outer (Bottom)
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