o Quality Assurance & Compliance Testing
ar es Utilizing Textile & Related Technologies
19 West 36th Street, 10th Floor
New York, NY 10018
Tel: 212 947 8391 Fax: 212 947 8719

www.vartest.com

IS0 /IEC 17025 Certified Third Party West Report

DATE: December 7, 2020 FILE: HAININ.A112020Al

CLIENT: Haining Jintai Knitting Co. Ltd ATTN: Rondo Jin
No. 1 Shuangbei Road
HaiNing, Zhejiang
314400 P.R. China

SAMPLE IDENTIFIED BY CLIENT AS:

Fabric Submitted

Per ANSI/ISEA 107-2020 Specification
Name: 13002 Fleece

100% Polyester

Color Hi-Vis Orange

TEST PROCEDURE:

SPECTROPHOTOMERIC ANALYSIS

CHROMATICITY COORDINATES

(ASTM E1164, ANSI 107-2020 10.2)

Table 2: Color - Fluorescent Background & Combined-Performance Material

Test X Y Y
As Received 0.612 0.357 42.55
After 50X Wash MW @ 60°C (140°F)
TDL LI & 110°C (230°F) 0.615 0.356 42.11
FINDINGS: As Received sample PASSES the chromaticity coordinate requirements for

ANSI/ISEA 107-2020 for Fluorescent Orange-Red Color.
After 50X Wash MW @ 60°C (140°F) TDL LI @ 110°C (230°F) sample PASSES

the chromaticity coordinate requirements for ANSI/ISEA 107-2020
for Fluorescent Orange-Red Color.

Signed, For The Company By

‘eph \I{in
Laboratory Manager
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client for testing. “hulitWw Testing Cert #2180.01
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