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The following sample(s) was/were submitted and identified on behalf of the clients as : Montessori educational
materials

SGS Job No. : SHHG12080310733D - SH
Manufacturer :

Style No. : KNOBLESS CYLINDERS

Date of Sample Received : 28 Aug 2012

Testing Period : 28 Aug 2012 - 31 Aug 2012

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Result Summary :

Test Requested Conclusion
American Society for Testing and Materials -ASTM F 963-11 - total Lead PASS
American Society for Testing and Materials —~ASTM F 963-11 — soluble heavy PASS
metal

Signed for and on behalf of
SGS-CSTC Ld.

e U Fi

Liu Haipeng, Helen
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
1 SHA12-150060.001  Yellow ink

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

American Society for Testing and Materials ~-ASTM F 963-11 - total Lead in paint and similar surface-coating
materials

Test Method :  With reference to CPSC Test Method: CPSC-CH-E1003-08.1, analysis was performed by

ICP-OES.
Test Item(s) Limit Unit MDL o1
Total Lead (Pb) 90  mgkg 20 ND

Notes :
(1) Liguid or paint sample are used for product's coating.
(2) Result shown is of the total weight of wet sample.

American Society for Testing and Materials ~ASTM F 963-11 — soluble heavy metal in Substrate
Materials/paint and similar surface-coating materials

Test Method :  Soluble Heavy Metal contents (Clause 4.3.5) - Sample was extracted by dilute hydrochloric acid
in accordance with ASTM F 963-11(Clause 8.3), analysis was performed by ICP-OES.

Test ltem(s) Limit Unit MDL o071
Soluble Lead (Pb) 90 mg/kg 5 ND
Soluble Antimony (Sb) 60 ma/kg 5 ND
Soluble Arsenic (As) 25 mg/kg 2.5 ND
Soluble Barium (Ba) 1000 mg/kg 10 ND
Soluble Cadmium (Cd) 75 mg/kg 5 ND
Soluble Chromium (Cr) 60 mg/kg 5 ND
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Test ltem(s) Limit Unit MDL o071
Soluble Mercury (Hg) 60 mg/kg 5 ND
Soluble Selenium (Se) 500 mg/kg 10 ND
Notes :

(1) Results shown are of the adjusted analytical results
(2) Result shown is of the total weight of wet sample.
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Sample photo:
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SHA12-150060.001

SGS authenticate the photo on criginal report only

*** End of Report ***
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