Ultraviolet Transmitting Visible Absorbing Filter

Catalog Thickness t

25 mm Reflection Factor P,=0.907

U-340

Transmittance (T) & Internal Transmittance (1) units : (%)
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Refractive Indices Abbe-Number
Symbol i h g F F - d D C G ¢ A t
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Color Specifications Properties Tolerances of Transmittance (T)
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All data are mean values of various melts.
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