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Sample Name : SILICA GEL
The above sample(s) and information were provided by the client.

SGS Job No. : QDPC2307000569 - QD

Date of Sample Received : 13 Jul 2023

Testing Period : 13 Jul 2023 - 19 Jul 2023

Test Requested : Selected test(s) as requested by the client.
Test Method(s) : Please refer to next page(s).

Test Result(s) : Please refer to next page(s).

Result Summary :

Test Requested Conclusion

Commission Regulation (EU) No 412/2012 and Entry 61 of Annex XVII of REACH PASS
Regulation (EC) No 1907/2006 - Dimethyl fumarate(DMF)

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

scan to see the report

Wang Bo, Claire TAOML2304972203
Approved Signatory
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Test Result(s) :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 TAO23-049722.003  White grain
Remarks :

(1) 1 mg/kg = 0.0001%

(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL )
(4) "-" = Not Regulated

Commission Regulation (EU) No 412/2012 and Entry 61 of Annex XVII of REACH Regulation (EC) No
1907/2006 - Dimethyl fumarate(DMF)

Test Method :  Solvent extraction, analysis was performed by GC-MS.

Test Item(s) Limit Unit MDL 003
Dimethyl fumarate(DMF) 0.1 mg/kg 0.1 ND
Conclusion PASS
———
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for %% ( K
Simple Acceptance Rule ( w=0) stated in ILAC-G8:09/2019. Y q
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No. TAOML2304972203

Sample photo:

TAOML2304972203
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TAO23-049722.003

SGS authenticate the photo on original report only

*** End of Report ***
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