oo
P:.

ASTM C1026

Resistance to Freeze-Thaw
Cycling

ASTM C373

Average Water Absorption

ASTM C650

Resistance to Pool
Chemicals

ASTM C648

Average Breaking Strength
ANSI A137.2-7.9

Thermal Shock Resistance

MOSAICS.COM

-
=Thaw S
- UGS
-

NO visible evidence of
freeze-thaw damage

NO visible evidence of
freeze-thaw damage

Subject to 15 cycles of
freeze-thaw testing

<3.0% 1.66% <0.5%

Soak in test solution for 24

hrs. at 74°F No visual effect

No visual effect

> 250 Ibf. 418 |bf. Varies

Subject to 10 cycles of
thermal shock immersion
test

No visual effect No visual effect

Mistry Mosaics

Official Distributor

800-971-1442 | info@aquablumosaics.com
www.AquaBluMosaics.com

Industry leading
performance

Vitreous / Impervious
Classifications

Impervious to common pool
chemicals

Exceeds Standard

Thermal shock resistant





