
DESCRIPTION: Polytek® NaturForm Latex Molding Rubbers are one-part, 
brush-on liquids that, after multiple coats, builds up to form a tough rubber 
blanket mold. Molds made with natural latex are often used for casting plaster, 
concrete and limited casting with some resins.

PRODUCT OPTIONS:

 NaturForm 60 - A natural, 60-64% solids molding latex rubber. 

 NaturForm 60-R - A natural, 60-64% solids molding latex rubber with   
 internal mold release.

 NaturForm 74 - A natural, high solids (70-74%) molding latex rubber.   

 necessary, so these molds can be made faster. This product is not   
 recommended for spray application.

MODEL PREPARATION: If possible, start with a warm (~80°F) model. The 
model should be free of oil, grease and dirt. Most original models do not 
require a sealer or release agent prior to applying liquid latex; however, if 
the model contains moisture, petroleum oil, or sulfur, it should be sealed 
with a suitable sealer. If you are unsure of how well latex will release from 
your model, a patch test should be done by applying a coat or two of latex 
to a small area. If the latex turns dark or sticks after drying, a sealer or release 
agent should be applied. Firmly mount the model on a suitable baseboard 
(e.g., laminated plywood).

APPLYING AND DRYING: 
STEP 1 - Brush the initial layer as thin as possible onto the model with a liberal 

layer is brushed on, dab the pools with a brush to help remove excess latex 
and prevent bubbles from forming. At the bottom edge of the original model, 

dimensionally stable the mold will be. 

STEP 2 - Oven-dry at 140ºF for 20 minutes to one hour depending on the 
size of the model. Do not exceed 140°F as it can create bubbles and possibly 
delamination. 

If an oven is not utilized and the layer of latex is allowed to dry in ambient 
conditions, it may take anywhere from several hours to a full day to dry. This 
range is highly dependent on temperature, humidity, thickness of application 
and size of the mold and could be more or less than the range provided above. 

Oven-drying NaturForm 60 & 60-R will improve the physical properties of the 
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STEP 3 - The second layer can be applied (brushed or sprayed) when the 
NOTE: SPRAY 

APPLICATION OF NATURFORM 74 MOLDING LATEX RUBBER IS NOT 
RECOMMENDED.

brush direction for each coat. Since there is some shrinkage on drying, the 
patchwork method reduces stress and warping of the latex as it dries.

After each layer, allow it to dry as instructed in Step 2.

STEP 4 - Apply (brush or spray) ~15 to ~20 layers to build a desired thickness 
of ~1/8”- 1/4” in total. After each layer, allow it to dry as instructed in Step 2.

When necessary, latex can be thickened with crumb rubber, ground cork 

especially at the edges of the model. Thickeners should be added when the 
mold is 1/3 or 2/3 complete and must be completely wet out with latex and 
applied to the outside surface of the mold. Thickened latex must be allowed 
to dry completely as wet spots trapped in the latex can cause delamination 
of the mold.

If needed, reinforce latex molds by placing fabric (e.g., muslin, burlap, 
polyester) into a coat of wet latex and then saturate with latex. Allow the 
fabric coat to dry completely before applying more latex. The addition of 

reinforcement at the edges of the mold. 

STEP 5 - After all the layers are applied, the mold should be oven-dried at 
140ºF for 6 to 20 hours depending on the size of model.

STEP 6 - Transfer the mold to a 185ºF oven for 2 to 5 hours depending on the 

High-Performance Natural Latex Rubbers

Why Choose NaturForm Rubbers?
- Natural product from the Hevea Brasiliensis tree

- High tear strength and elongation properties

- Excellent reproduction of detail

- High solids option

- Option with internal mold release

PHYSICAL PROPERTIES
NaturForm 74 NaturForm 60 NaturForm 60-R

%46-06%46-06%47-07sdiloS tnecreP

2 ± 04A2 ± 04A2 ± 04A)0422D MTSA( retemoruD

Density of Liquid Latex
8.1 ± 0.1 lb/gal 

(28.5 in³/lb)
8.15 ± 0.1 lb/gal 

(28.3 in³/lb)
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Accessories:
Sealers & Release Agents
Pol-Ease® 2300 Release Agent - 12-oz can, case of 12
Pol-Ease® Mold Rinse - 40 lb
Poly PVA Solution (Green or Clear) - 2 lb, 40 lb

Thickeners
Fumed Silica - 5-gal pail, bag (~10 lb)

Reinforcement Material
Tietex® Fabric (40-in wide) - 10-ft sheet, 324-ft roll

size of the model. NOTE: THIS STEP IS NOT NEEDED FOR NATURFORM 74 

LATEX PRODUCT.

If an oven is not utilized for Steps 5 & 6 and the latex is allowed to cure in 

range is highly dependent on temperature, humidity, thickness of application 
and size of the mold and could be more or less than the range provided above. 

USING THE MOLD: Avoid exposing the mold to oils, grease or solvents. Molds 
may be washed with soap and water. Before casting plaster, wet the mold with 
a 1% solution of detergent in water to aid releasing air bubbles from the mold 
surface: no other release is usually necessary.

STORING LATEX MOLDS: 
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For best results, store molds with a model in them to help retain their shape.

SHELF LIFE & STORAGE OF LIQUID LATEX: Use liquid latex within three 
months. For best results, store products in unopened containers at room 
temperature (60-90°F). Exposure to temperatures <45°F and >80°F may 
damage latex, causing irreversible coagulation. DO NOT ALLOW TO FREEZE. 
Do not store latex in unlined, metal containers. 

CLEAN UP: Clean up wet and dry latex with soap and water.

SAFETY: Before use, read product labels and Safety Data Sheets. Use with 
adequate ventilation. Avoid contact with the eyes, skin and clothing. Wash 
thoroughly after handling. Do not eat, drink or smoke in the work area. Keep 
container closed when not in use.

DISCLAIMER: The information in this bulletin and otherwise provided by 
Polytek® is considered accurate. However, no warranty is expressed or implied 
regarding the accuracy of the data, the results to be obtained by the use 
thereof, or that any such use will not infringe any patent. Before using, the 
user shall determine the suitability of the product for the intended use and 
user assumes all risk and liability whatsoever in connection therewith.
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PACKAGING
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NaturForm 74, NaturForm 60 & NaturForm 60-R
8.0 lb (1 gallon)
40 lb (5 gallons)

400 lb (55 gallons)

*Volume measurements are approximate. 


