
Date Reported: 01/03/2023

Laboratory Analysis Report

Lab Number: 926129-2 Green Desert Calcium Bentonite 

Semi-Quantitative ICP-MS Metals Scan UnitsMethod Result Levels

21,600ICP-MS Scan ppmAluminum, Al
0.530ICP-MS Scan ppmAntimony, Sb

18.0ICP-MS Scan ppmArsenic, As
147ICP-MS Scan ppmBarium, Ba

1.39ICP-MS Scan ppmBeryllium, Be
<0.010ICP-MS Scan ppmBismuth, Bi

153ICP-MS Scan ppmBoron, B
<0.010ICP-MS Scan ppmBromine, Br

0.117ICP-MS Scan ppmCadmium, Cd
73,900ICP-MS Scan ppmCalcium, Ca

12.5ICP-MS Scan ppmCerium, Ce
0.828ICP-MS Scan ppmCesium, Cs

<0.010ICP-MS Scan ppmChlorine, Cl
28.1ICP-MS Scan ppmChromium, Cr
6.97ICP-MS Scan ppmCobalt, Co
13.9ICP-MS Scan ppmCopper, Cu

0.832ICP-MS Scan ppmDysprosium, Dy
0.445ICP-MS Scan ppmErbium, Er
0.118ICP-MS Scan ppmEuropium, Eu

1.18ICP-MS Scan ppmGadolinium, Gd
5.09ICP-MS Scan ppmGallium, Ga

0.0700ICP-MS Scan ppmGermanium, Ge
<0.010ICP-MS Scan ppmGold, Au

0.322ICP-MS Scan ppmHafnium, Hf
<0.010ICP-MS Scan ppmHolmium, Ho
<0.010ICP-MS Scan ppmIndium, In
<0.010ICP-MS Scan ppmIodine, I
<0.010ICP-MS Scan ppmIridium, Ir
15,800ICP-MS Scan ppmIron, Fe

1.03ICP-MS Scan ppmKrypton, Kr
3.60ICP-MS Scan ppmLanthanum, La
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0.0416ICP-MS Scan ppmLutetium, Lu
13.4ICP-MS Scan ppmLead, Pb

<0.010ICP-MS Scan ppmLithium, Li
69,700ICP-MS Scan ppmMagnesium , Mg

463ICP-MS Scan ppmManganese, Mn
0.0124ICP-MS Scan ppmMercury, Hg

0.375ICP-MS Scan ppmMolybdenum, Mo
8.63ICP-MS Scan ppmNeodymium, Nd
12.4ICP-MS Scan ppmNickel, Ni

0.0355ICP-MS Scan ppmNiobium,Nb
<0.010ICP-MS Scan ppmOsmium, Os
0.0219ICP-MS Scan ppmPalladium, Pd

382ICP-MS Scan ppmPhosphorus, P
<0.010ICP-MS Scan ppmPlatinum, Pt
14,800ICP-MS Scan ppmPotassium, K

1.01ICP-MS Scan ppmPraseodymium, Pr
<0.010ICP-MS Scan ppmRhenium, Re
<0.010ICP-MS Scan ppmRhodium, Rh

7.55ICP-MS Scan ppmRubidium, Rb
<0.010ICP-MS Scan ppmRuthenium, Ru

1.03ICP-MS Scan ppmSamarium, Sm
0.227ICP-MS Scan ppmScandium, Sc

2.18ICP-MS Scan ppmSelenium, Se
665ICP-MS Scan ppmSilicon, Si

0.0745ICP-MS Scan ppmSilver, Ag
8,140ICP-MS Scan ppmSodium, Na
2,190ICP-MS Scan ppmStrontium, Sr
1,310ICP-MS Scan ppmSulfur, S

<0.010ICP-MS Scan ppmTantalum, Ta
0.0418ICP-MS Scan ppmTellurium, Te
<0.010ICP-MS Scan ppmTerbium, Tb
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0.710ICP-MS Scan ppmThallium, Tl
1.54ICP-MS Scan ppmThorium, Th

0.0694ICP-MS Scan ppmThulium, Tm
0.0851ICP-MS Scan ppmTin, Sn

543ICP-MS Scan ppmTitanium, Ti
<0.010ICP-MS Scan ppmTungsten, W

5.38ICP-MS Scan ppmUranium, U
62.4ICP-MS Scan ppmVanadium, V

0.0727ICP-MS Scan ppmXenon, Xe
0.620ICP-MS Scan ppmYtterbium, Yb

1.39ICP-MS Scan ppmYttrium, Y
46.6ICP-MS Scan ppmZinc, Zn
8.03ICP-MS Scan ppmZirconium, Zr
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