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Energy Power Density and Specific Energy and Power at 1C rate for LCOE 

Description Cell 1 Cell 2 Unit 

Energy Density 49.88372093 50.93023256 mAh/g 

Power Density 185.9302326 189.1860465 mWh/g 

Specific Energy 0.089303557 0.093382865 mAh/mm
3
 

Specific Power 0.332858713 0.346881098 mwh/mm
3
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1C Discharge Curves- LCOE 

Capacity of LCOE at different rates mAh  

Rate   Cell 1 Cell 2 

0.2C 393 412 

0.5C 422 433 

1C 429 438 

2C 429 434 
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