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Energy Power Density and Specific Energy and Power at 1C rate for LCOP 

Description Cell 1 Cell 2 Unit 

Energy Density 41.6 40.7 mAh/g 

Power Density 158.6 155.2 mWh/g 

Specific Energy 0.094 0.092 mAh/mm
3
 

Specific Power 0.360 0.352 mwh/mm
3
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1C Discharge Curves - LCOP 

Capacity of LCOP at different rates mAh  

Rate   Cell 1 Cell 2 

1C 1485 1454 

10C 1502 1451 

20C 1499 1447 

25C 1493 1440 

30C 1491 1434 

35C 1485 1425 

40C 1465 1406 
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