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Abstract: The genus Astronium (Anacardiaceae) includes species, such as Astronium 

fraxinifolium, Astronium graveolens, and Astronium urundeuva, which possess anti-inflammatory, 

anti-ulcerogenic, healing, and antimicrobial properties. Nanostructured lipid systems are able to 

potentiate the action of plant extracts, reducing the required dose and side effects and improv-

ing antimicrobial activity. This work aims to evaluate a nanostructured lipid system that was 

developed as a strategy to improve the anti-Candida albicans activity of hydroethanolic extracts 

of stems and leaves from Astronium sp. The antifungal activity against C. albicans (ATCC 

18804) was evaluated in vitro by a microdilution technique. In addition to the in vitro assays, 

the Astronium sp. that showed the best antifungal activity and selectivity index was submit-

ted to an in vivo assay using a model of vulvovaginal candidiasis infection. In these assays, 

the extracts were either used alone or were incorporated into the nanostructured lipid system 

(comprising 10% oil phase, 10% surfactant, and 80% aqueous phase). The results indicated a 

minimal inhibitory concentration of 125.00 µg/mL before incorporation into the nanostructured 

system; this activity was even more enhanced when this extract presented a minimal inhibi-

tory concentration of 15.62 µg/mL after its incorporation. In vivo assay dates showed that the 

nanostructure-incorporated extract of A. urundeuva leaves was more effective than both the 

unincorporated extract and the antifungal positive control (amphotericin B). These results sug-

gest that this nanostructured lipid system can be used in a strategy to improve the in vitro and 

in vivo anti-C. albicans activity of hydroethanolic extracts of Astronium sp.

Keywords: plant extract, anticandidal activity, microdilution, microemulsion, vulvovaginal 

candidiasis

Introduction
Certain species of Candida are classified as some of the most important pathogenic 

and fungal microorganisms involved in opportunistic diseases. They are responsible 

for many pathological processes that are capable of triggering highly complex injuries 

and creating risks to human health, such as vulvovaginal candidiasis (VVC), which 

is characterized as an inflammation of the vulva and vagina routinely associated with 

the presence of Candida species. This genus consists of approximately 200 different 

species, occurring in various body sites, such as the oropharynx, oral cavity, skin folds, 

bronchial secretions, vagina, urine, and feces.1,2

The yeast fungus Candida albicans, especially prevalent in cases of vaginal infec-

tions, is found in 80%–95% of symptomatic cases of vulvovaginitis as well as in asymp-

tomatic cases of the disease or cases with no clinical signs of the disease in question.  

C. albicans is a dimorphic fungus and a commensal of the skin, gastrointestinal tract, 

and genitalia and is classified as an opportunistic pathogen (ie, a pathogen that only 
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causes disease in conditions of immunosuppression with signs 

and symptoms being most critical to patients with underly-

ing diseases such as diabetes and patients with the acquired 

immunodeficiency syndrome [HIV] and neutropenia).3

According to the World Health Organization, VVC is 

estimated to comprise approximately 95% of female genital 

tract infections, characterizing it as a condition of great 

importance and whose diagnosis is essential to better match 

the treatment.4

A number of clinically relevant models of systemic and 

mucosal candidiasis in rodents were established predomi-

nantly to study the host–pathogen interactions, efficacy, and 

pharmacokinetics of antifungal drugs and vaccines. In vivo 

experimental models of VVC have been extremely useful in 

identifying hormonal factors that influence the infection, the 

virulence of the yeasts, the susceptibility of the yeasts to treat-

ment, and treatment of infection. Unlike its ability to colonize 

humans, C. albicans is not a natural colonizer of the mucosal 

surfaces of rodents; therefore, it is necessary to effectively 

and safely establish an infection model that simulates all the 

patterns commonly observed in women with VVC. However, 

such rodent models involve both advantages and limitations. 

The advantage is that any host response to C. albicans is not 

affected by preexisting innate or adaptive immune responses 

to the fungus, but the establishment of colonization or 

infection in the vaginal mucosa usually requires the use of 

immunosuppressants or antibiotics, treatment with estrogen, 

or the use of germ-free or transgenic animals.5

Most Candida infections can be treated with azoles that 

are administered orally or topically. It is also important to 

exclude predisposing factors and to treat the partner, when 

the Candida is sexually transmitted.6

Despite all the scientific advances in drug therapy, multi-

drug resistance by some fungal strains is also increasing and is 

worrisome. Recently, several genital isolates of Candida have 

demonstrated drug resistance in cases of recurrent candidiasis. 

This, in addition to the negative environmental and social 

impacts caused by chemical residues from synthetic medicines2 

and the increased cost and mortality rates caused by multidrug 

resistant strains in intensive care units,6,7 has stimulated a 

search for new substances with anti-Candida activity.

The Astronium genus, a member of the Anacardiaceae 

family, includes approximately 13 species found from Mexico 

to Argentina, with 12 species found in Brazil, especially in the 

Caatinga, Amazon, and Atlantic forest regions.8 Some spe-

cies are of great economic importance because they are used 

as ornamental plants, produce edible fruits and, especially, 

can be used as timber for construction.9 Astronium fraxinifo-

lium, Astronium graveolens, and Astronium urundeuva are 

some species that are commonly used to treat several disor-

ders, including microbial infections. Among these species,  

A. urundeuva is the most well-known due to its biological 

properties as some studies have described the presence of 

important components, including flavonoids, essential oils, 

and hydrolyzable and condensed tannins.10 Some of the antiul-

cer effects of aqueous and alcoholic extracts of plants from the 

Astronium genus against experimental ulcers were observed 

in rats. More recently, other studies have shown antioxidant, 

antidiarrheal, anti-inflammatory, and analgesic effects.11

The chemical complexity of extracts is an extremely 

important consideration for their incorporation into vehicles 

that enhance the release of the active ingredient. Vehicles 

must concurrently improve the solubility of the drug, mini-

mize the degradation process, reduce any toxicity, and mask 

any bad taste while controlling active absorption and the 

biological response.

Technological strategies, such as nanostructured lipid 

systems, that have the ability to efficiently compartmentalize 

several active groups and modify their properties and behavior 

in a biological environment are promising vehicles for plant 

extracts.12,13 Among the nanostructured lipid systems, we 

highlight microemulsions (MEs), which are transparent, fluid, 

optically isotropic, and thermodynamically stable dispersions 

and are composed of two immiscible liquids containing 

appropriate amounts of surfactant and sometimes a cosur-

factant.14 They are optically transparent due to the reduced 

size of the microdomains of water and oil (10–200 nm),  

which do not scatter visible light.15

MEs have been broadly studied for their ability to enhance 

the bioavailability of poorly soluble drugs as they offer a 

cost-effective approach in such cases. MEs have a very low 

surface tension and are the size of a small droplet, which 

results in high absorption and permeation. Interest in these 

versatile carriers is increasing, and their applications have 

been diversified to various administration routes in addition 

to the conventional oral route.16–18

MEs have great potential as intravaginal/rectal drug 

delivery vehicles for lipophilic drugs, such as microbicides, 

steroids, and hormones because of their high drug solubili-

zation capacity, increased absorption, and improved clini-

cal potency. Nevertheless, the use of MEs for intravaginal 

or intrarectal administration is constrained by rigorous 

demands related to the nontoxicity of the formulation and its 

bioavailability.19 Some authors developed MEs containing 

cholesterol as oil phase that were useful for topical applica-

tion of several drugs.

Oliveira et al20 evaluated the potential of a fluconazole-

loaded ME for the treatment of cutaneous leishmaniases. 
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The formulation also contained cholesterol (oil phase), 

phosphate buffer at pH 7.4 (aqueous phase), and mixture of 

surfactants soybean phosphatidylcholine (SPC), polyoxyl-60 

hydrogenated castor oil, and sodium oleate in a proportion 

of 3:8:6.20

Franzini et al18 investigated the structural properties 

induced by the composition of biocompatible phospholipid-

based ME and amphotericin B association. An anionic ME 

containing a mixture of SPC, Tween-20 and sodium oleate 

(surfactant), and cholesterol (oil phase) was investigated as 

drug carriers for amphotericin B, and the results showed that 

several structures can be formed depending on the composi-

tion of the ME.18 Silveira et al21 published a review that men-

tioned some studies that employed the use of MEs as delivery 

systems for amphotericin B in topical eye treatment.

Silva et al22 developed and characterized a biocompatible 

isotropic and anisotropic oil-in-water colloidal dispersion 

containing a mixture of surfactants (SPC, polyoxyethylene 

glycerol tri-hydroxy stearate and sodium oleate, 7:7:3), 

purified water (aqueous phase), and cholesterol (oil phase). 

The ME had appropriate diameter size for intravenous route 

administration and was used to load methyl dihydrojas-

monate, a jasmonate-derived compound, which is very poorly 

water-soluble.22 Assumpção et al23 also used this formulation 

to load doxorubicin, an anticancer drug. They evaluated the 

pharmacokinetic profile and cardiotoxicity and the results 

showed that the ME increased the concentrations of the 

drug in plasma and decreased the distribution volume when 

compared to the conventional doxorubicin.23

Some methods for structural characterization include 

rheology and electric conductivity, viscosity, light scatter-

ing, electric birefringence, sedimentation, X-ray diffraction 

(XRD), neutron diffraction, transmission electron micros-

copy (TEM), high-performance liquid chromatography, and 

resonance nuclear magnetic resonance spectroscopy.24

The objective of this study was to evaluate a nanostruc-

tured lipid system composed of SPC, cholesterol (CHO), 

polyoxyethylene (20) cetyl ether (Brij® 58), and phosphate-

buffered saline (PBS; pH 7.4) as a strategy to improve the  

in vitro and in vivo anti-C. albicans activity of hydroethanolic 

extract of Astronium sp.

Materials and methods
Plant material and extraction
A. fraxinifolium stems and leaves were collected in December 

2007 in Porto Nacional, Tocantins, Brazil, and authenticated 

by Eduardo R dos Santos, PhD. A voucher specimen (SANO 

N° 333) was deposited at the Herbarium of the University of 

Tocantins in Palmas/TO.

A. graveolens stems and A. graveolens leaves were 

collected in October 2007 in Campinas, São Paulo, Brazil.  

A. urundeuva stems and A. urundeuva leaves (AUl) were col-

lected in November 2007 in Bálsamo and Votuporanga, São 

Paulo, Brazil. Both were authenticated by Jorge Tamashiro, 

PhD, from the Institute of Biosciences, State University of 

Campinas (IB – UNICAMP), in the city of Campinas. A voucher 

specimen of A. graveolens (SANO N° 148133) and another of  

A. urundeuva (SANO N° 1446) were deposited at the Herbarium 

of the IB – UNICAMP.

Extracts were obtained using an exhaustive percolation 

method according to Simões et al.25

After the extraction process, the leachates were evapo-

rated under reduced pressure at 50°C on a rotary evaporator. 

The extracts were transferred to a tared glass and left in the 

container until the solvent was completely removed. When 

necessary, the extracts were freeze-dried to remove water.

In vitro antifungal activity
The C. albicans samples used in this study were all obtained 

from the American Type Culture Collection (ATCC) 

(Manassas, VA, USA). Minimal inhibitory concentration 

(MIC) was determined using the microdilution technique 

according to the standard reference method M27-A3 CLSI26 

and Duarte et al27 for yeast (ATCC C. albicans [18804]) with 

modifications. The extracts were dissolved in 20% dimethyl 

sulfoxide (DMSO) and Mueller-Hinton broth for an initial 

concentration of the extract of 2,000 µg/mL. Then, a two-fold 

serial dilution was performed to obtain concentrations ranging 

from 7.8 µg/mL to 1,000 µg/mL. For each concentration, 100 

µL/well was added to a 96-well microplate containing 80 µL/

well of RPMI-1640, and the yeast inocula were standardized at 

2.5×103 CFU/mL. The positive controls were amphotericin B  

and fluconazole; 20% DMSO was used as negative control. 

The microplates were incubated at 37°C for 48 hours for 

the yeast. The MIC of the samples was determined after the 

addition (30 µL) of 2% of 2,3,5-triphenyltetrazolium chloride 

and incubation at 37°C for 2 hours. Yeast growth changes the 

colorless triphenyltetrazolium chloride to red color. MIC was 

defined as the lowest sample concentration that prevented this 

change and exhibited inhibition of microorganism growth.  

In all assays, the samples were processed in triplicate.

Nanostructured lipid system preparation
Pseudoternary phase diagram
MEs containing CHO (10%) as an oil phase, PBS (pH 7.4) as 

an aqueous phase (80%), and a surfactant mixture SPC/Brij® 58 

(10%) were used to obtain the optimal hydrophilic–lipophilic 

balance (HLB) value for the stabilization of the clear ME 
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system.28 The HLB value describes the simultaneous attraction 

of the surfactant mixture for the oil and aqueous phases; when 

the HLB value is similar to the required HLB of the oil phase of 

the ME, the system provides the minimum energy condition for 

ME formation. The composition of the surfactant system SPC/

Brij® 58 was established to obtain an HLB value of 12.47.

For this purpose, SPC and Brij® 58 were added at a 1:2 

ratio. To this semisolid mixture of SPC/Brij® 58 (S), CHO (O) 

was added. To obtain the phase diagram, adequate S/O weight 

ratios were used in the range of 1:9–9:1. The phase diagram 

was constructed by fixing the proportion of the surfactant and 

oil phase and titrating with the aqueous phase (PBS 50 mmol/L 

pH 7.4). The mixture was sonicated using a rod sonicator 

(Q700 of Qsonica®) with a potency of 700 W in discontinu-

ous mode for 10 minutes with an interval of 30 seconds in 

an ice bath every 2 minutes during the sonication process. 

After sonication, the MEs were centrifuged at 11,180× g for  

15 minutes to eliminate the waste released by the titanium rod 

sonicator. Each region of the system was visually classified 

as a viscous system; as a liquid that was optically transparent, 

translucent, or opaque; or as a phase separation. Thus, it was 

possible to delimit the different regions of the phase diagram. 

From these data, the region for the incorporation of the extract 

fractions was selected.

MEs were prepared 24 hours before the experiments and 

maintained at 25°C±0.1°C to complete the equilibration of 

the system.

Preparation of vegetable extract-loaded 
nanostructured lipid system
After obtaining the ME, the extracts of Astronium sp. were 

loaded into the nanostructured lipid system. Then, 0.004 g 

of extract was added to 2 mL of ME followed by the mixture 

being homogenized and sonicated for 3 minutes at the room 

temperature in a discontinuous mode to facilitate incorpora-

tion of the nanostructured material into the lipid system at 

a concentration of 2,000 µg/mL. Vegetable extract-loaded 

nanostructured lipid system was characterized by mean 

diameter and polydispersity in a Zetasizer Nano NS using 

the Zetasizer Software.

Nanostructured lipid system characterization
Diameter mean and polydispersity index
ME droplet diameters were determined with and without 

vegetable extracts. All samples were diluted (100 µL of 

sample in 900 µL of deionized water). The ME droplet size 

distribution was determined by dynamic light scattering in a 

Zetasizer Nano model (Malvern Instruments, Malvern, UK).  

Samples were oriented in the analysis chamber so that the 

laser beam could cross throughout dispersion. The tempera-

ture of the system was maintained at 20°C, and the laser 

wavelength was 532 nm. Ten determinations of the diameter 

and polydispersity index (PDI) of the drops in each sample 

were made (n=3).

Transmission electron microscopy
TEM was applied to determine the microstructure of ME. The 

ME sample was first lyophilized and resuspended in water 

and then placed on a carbon-coated copper grid. The TEM 

images were provided by JEM-2100 (JEOL, Tokyo, Japan) 

with an operating voltage of 120 kV.

X-ray diffraction
XRD characterization of ME and AUl loaded into the ME 

was carried out using a Bruker D8 Advance diffractometer. 

A rotating X-ray generator (40 kW and 40 mA) with Cu Kα 

radiation (1.5418 Å) was used. θ–2θ scans were made for all 

samples; the ranges of XRD measurements were usually from 

2.4° to 7° 2θ with a scanning rate of 0.01°/sec. The samples 

were transferred to a spinner stage in a thermally controlled 

sample holder centered in the X-radiation beam; all X-ray 

scatterings were done at 25°C.

Bioadhesion assay
The bioadhesive force between the pig vaginal mucosa 

and the samples was assessed by detachment test using a 

TA.XTplus Texture Analyser (Stable Micro Systems, Surrey, 

UK). The porcine vaginal mucosa was obtained from a local 

slaughterhouse and cleaned. The samples were packed into 

shallow cylindrical vessels, and the test started lowering the 

analytical probe, which contained the vaginal mucosa, at a 

constant speed (1 mm⋅s−1) onto the surface of the sample. The 

vaginal mucosa and the sample were kept in contact during  

60 seconds, and no force was applied during this interval. 

After 60 seconds, the skin was drawn upward (0.5 mm⋅s−1) 

until the contact between the surfaces was broken. The bio-

adhesive force of the samples was measured in the maximum 

detachment force as the resistance to the withdrawal of the 

probe, what reflects the bioadhesion characteristic. Seven 

replicates were analyzed at 37°C±0.5°C.29–31

In vitro cytotoxic activity
Vero line (ATCC® CCL-81™) was used to determine cyto-

toxicity (IC
50

). The cells were maintained in flasks with a 

12.50 cm2 surface area containing 10 mL of culture medium 

incubated at 37°C in 5% CO
2
. The culture medium consisted 
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of DMEM (Vitrocell®) medium supplemented with 10% fetal 

bovine serum, gentamicin sulfate (50 mg/L), and amphot-

ericin B (2 mg/L).

The cytotoxicity assay was performed as standardized 

in our lab.32 This technique consists of collecting the cells 

using a solution of trypsin/EDTA (Vitrocell®), centrifuging 

(2,000 rpm for 5 minutes) and counting the number of cells 

in a Neubauer chamber followed by adjustment of the cell 

concentration to 3.4×105 cells/mL in DMEM. Then, 200 µL 

of this suspension was deposited in each well of a 96-well 

microplate to obtain a concentration of 6.8×104 cells/well, 

and the microplates were then incubated at 37°C with 5% CO
2
 

for 24 hours to facilitate cell attachment to the plate. The fol-

lowing dilutions of test compounds were prepared to obtain 

concentrations from 1,000 to 3.90 µg/mL. These dilutions 

were added to the cells after the removal of the medium and 

the non-adherent cells. Then, the cells were incubated for an 

additional 24 hours. The cytotoxicity of the compounds was 

determined by adding 30 µL of resazurin and reading on a 

Spectrafluor Plus (TECAN®) reader after 6 hours of incuba-

tion using a microplate and excitation and emission filters at 

wavelengths of 530 nm and 590 nm, respectively. The IC
50

 

was defined as the highest concentration of compound that 

allowed the viability of at least 50% of the cells.

selectivity index
The selectivity index (SI) of the extracts alone or incorporated 

into the nanostructured system was calculated from the ratio 

of the IC
50

 to the MIC values. A higher SI value means that 

the analyzed extract is more active against the yeast and 

less cytotoxic to the host with an SI .10 being considered 

a promising value for the substances tested.33

experimental VVc
Female Wistar rats (body weight 250–280 g) were collec-

tively housed in the experimental room for at least 7 days 

before the experiments were started. All protocols were 

approved by the Ethics Committee on the Use of Animals 

in Research – CEUA School of Pharmaceutical Sciences of 

Araraquara – UNESP (protocol number 34/2013). The rat 

model of vaginal infection was established based on Araújo 

et al2 for obtaining a chronic and homogeneous infection. 

Animals were immunosuppressed by administration of 

one dose of cyclophosphamide (Sigma®, 20 mg/kg bw), 

and estrus was induced by subcutaneous administration of 

estradiol (Sigma®) at a dose of 0.2 mg/mL once daily for  

4 days before infection. Rats were inoculated intravagi-

nally (day 6) with 0.1 mL of C. albicans (ATCC 18804) 

(5.0×107 cells/mL)34 using a micropipette with disposable 

tips. On days 2, 6, and 10 after the infection, the vaginal 

load of C. albicans was evaluated through vaginal lavage 

with 0.1 mL of PBS, and the fungal count was determined 

by the CFU assay on sabouraud dextrose agar (SDA).35 Eight 

days after the treatment period, the animals were subjected 

to recurrent control of the infection to further identify and 

to diagnose the infectious states that may eventually emerge 

after the previously performed treatment. At day 24, the ani-

mals were euthanatized by CO
2
 chamber intoxication.

For the evaluation of the biological effects of extract 

from A. urundeuva leaves on C. albicans vaginal infections, 

the formulation containing extract alone, the nanostruc-

tured deliver system, or the control treatment tetracycline 

hydrochloride amphotericin B cream (EMS® São Paulo, 

Brazil) was administered topically to the infected animals. 

Female Wistar rats (n=35) were randomized equally into 

the following seven groups (Table 1): non-infected con-

trols (Group 1), infected controls (Group 2), infected and 

treated with vaginal cream containing tetracycline hydro-

chloride amphotericin B – 25 mg/g +12.5 mg/g (Group 3), 

infected and treated with 0.1 mL of a solution containing 

20% DMSO (Group 4), infected and treated with 0.1 mL 

of pure extract (the MIC value obtained in in vitro screen-

ing [250 µg/mL]) (Group 5), infected and treated with the 

nanostructured lipid system (Group 6), and infected and 

treated with A. urundeuva extract-loaded nanostructured 

lipid system (Group 7).

Table 1 experimental groups and treatments used in the study

Experimental groups Specification Treatment

1 Non-infected control –
2 Infected control –
3 Positive control (antimicrobial treatment) 0.1 ml of antifungal cream (tetracycline + amphotericin B)
4 solvent control 0.1 ml of a solution (20% DMsO)
5 Treatment 1 0.1 ml of pure extract (250 µg/ml)
6 Vehicle control for microemulsion 0.1 ml of microemulsion
7 Treatment 2 0.1 ml of extract-loaded nanostructured lipid system (250 µg/ml)

Abbreviation: DMsO, dimethyl sulfoxide.
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Results and discussion
In vitro studies of Astronium extracts
The MIC values for the hydroethanolic extracts of the stems 

and leaves of A. fraxinifolium, A. graveolens, and A. urun-

deuva alone or incorporated into the nanostructured system 

are shown in Table 2.

The unincorporated hydroethanolic extracts from stems 

and leaves of A. fraxinifolium and A. graveolens and stems 

of A. urundeuva showed no antifungal activity. The hydro-

ethanolic extract from leaves of A. urundeuva showed activity 

against C. albicans with an MIC of 125 µg/mL.

After incorporation into the nanostructured system, the 

results showed that C. albicans stem and leaf extracts from 

all species of Astronium sp. had their activity enhanced: the 

stems of all three species showed MICs of 62.5 µg/mL; the 

leaves of A. fraxinifolium and A. graveolens, respectively, 

showed MICs of 250 µg/mL and 125 µg/mL; and the leaves 

of A. urundeuva demonstrated even more enhanced activity, 

presenting an MIC of 15.62 µg/mL.

Pseudoternary phase diagram 
and characterization
From our initial studies with ME formulations, we found 

that the clearest system containing CHO, SPC/Brij® 58, and 

aqueous buffer was obtained from a surfactant mixture with 

an HLB value of 12.47, which corresponds to an SPC/Brij® 

58 ratio of approximately 1:2. Thus, this surfactant composi-

tion with an HLB value of 12.47 was used throughout the 

remainder of the study.

To suitably characterize the ME systems, it is necessary 

to determine the pseudoternary phase diagram that describes 

the ideal experimental conditions and ratios for combining 

the components to obtain a clear preparation. For SPC/Brij® 

58-stabilized ME, the pseudoternary phase diagram (Figure 1)  

demonstrates that a broad range of possibilities can success-

fully obtain clear systems in the phase diagram regions in 

which the oil-in-water ME prevails.

The ME formulation was selected to obtain an oil-in-

water system when diluted with aqueous buffer. The circled 

point in the phase diagram of Figure 1 represents the com-

position of the formulation used to incorporate the vegetable 

extracts in the present study.

The points were obtained with different structural char-

acteristics according to the variation of the oil and water 

ratios.

The phase diagram shows the characteristics of points 

classified as transparent liquid system (TLS), viscous and 

opaque system (VOS), phase separation (PS), transpar-

ent viscous system (TVS), and viscous semi-transparent 

system (VSTS). The regions known as TLS were observed 

where there was low oil concentration (10%) and surfactant 

concentration (10%–30%). VOS was found in the interior 

region and center of the diagram with a low oil concentra-

tion (20%–50%) and surfactant concentration (10%–20%). 

PS occurred with a low water concentration (10%–40%) and 

surfactant concentration (10%–40%). TVS had an oil phase 

concentration between 20% and 50% and a surfactant con-

centration between 40% and 70%, and VSTS (viscous semi 

transparent system) had a low water concentration (10%) 

and high surfactant concentration (50%–80%).

Diameter mean and PDI
Light scattering is a routine technique that is used for deter-

mining the diameter of the internal phase of MEs. Light 

Table 2 results of biological assessments (MIc and Ic50) and determination of the sI of extracts of Astronium sp. alone (unincorporated) 
or incorporated into the nanostructured lipid system for Candida albicans

Extracts Parameters

Unincorporated Incorporated

IC50 (µg/mL) MIC (µg/mL) SI IC50 (µg/mL) MIC (µg/mL) SI

aFs 767.20 .1,000.00 ,0.76 .1,000.00 62.50 .16.00
aFl 950.00 .1,000.00 ,0.95 .1,000.00 250.00 .4.00
ags .1,000.00 .1,000.00 ,1.00 .1,000.00 62.50 .16.00
agl 833.00 .1,000.00 ,0.83 .1,000.00 125.00 .8.00
aUs 900.00 .1,000.00 ,0.90 .1,000.00 62.50 .16.00
aUl 536.10 125.00 4.28 .1,000.00 15.62 .64.02
Positive controls MIC (µg/mL)
amphotericin B 0.06
Fluconazole 8.00

Abbreviations: MIc, minimal inhibitory concentration; Ic50, half maximal inhibitory concentration; aFs, Astronium fraxinifolium stem; aFl, A. fraxinifolium leaves; ags,  
A. graveolens stem; agl, A. graveolens leaves; aUs, A. urundeuva stem; aUl, A. urundeuva leaves; sI, selectivity index.
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Figure 1 Pseudoternary phase diagram for the system containing sPc/Brij® 58 (s), 
chO (O), and aqueous buffer (W).
Abbreviations: Tls, transparent liquid system; VOs, viscous and opaque system; 
Ps, phase separation; TVs, transparent viscous system; VsTs, viscous semi- 
transparent system.

scattering assays have been developed for liquid MEs that 

have been diluted with deionized water to detect experimental 

errors.36

Table 3 shows the mean values and standard deviation of 

the particle size and PDI for the nanostructured lipid system 

(ME) and the extracts incorporated in the ME.

As per Table 3, the diameter of the particles of the ME 

was 117.200±1.966 nm. The incorporation of the extracts 

caused a small variation in the particle diameter size, with-

out exception, varying between 123.600±0.252 nm and 

146.700±1.825 nm. All values are in the range of 10–200 nm  

(100–2,000 Å), which is the optimal range for MEs accord-

ing to Formariz et al.37 When comparing the ME and the 

formulations containing the plant extracts, there was a 

small increase in the size of the particle diameter, a strong 

indication that the incorporation of the extracts in the nano-

structured lipid system occurred. The PDI was calculated by 

dividing the mean size of the droplets by the mean number 

of the measured droplets. For both the MEs and the plant 

extract-loaded MEs, the light scattering analysis showed PDI 

values of 0.222–0.276 indicating a good size distribution of 

the droplets in the ME system. This parameter directly reflects 

the size homogeneity of the droplets in the total ME.

Transmission electron microscopy
Figure 2 shows TEM photographs of the nanostructured 

lipid system, where isolated nanoparticles can be seen at a 

panoramic vision (Figure 2A – 400,000× magnification) and 

as expected, the spherical shape of a particle (Figure 2B – 

800,000× magnification).

X-ray diffraction
Figure 3 observed a very sharp scattering peak, which is 

followed by another less pronounced one that was observed 

in formulations ME and ME + AUl. The periodic interlayer 

spacing (d) was calculated by the Braggs’s equation nλ = 

2dsinθ.38,39 These two peaks are equidistant and indicate 

lamellar structure.

Bioadhesion assay
A bioadhesion assay is used to describe the adhesion of syn-

thetic or biological macromolecules to biological tissue, and 

Figure 4 shows the peak force corresponding to the maximum 

force between the probe and the tissue as a function of time. 

The results showed that only the ME had already presented a 

bioadhesive force, and after loading the extract from leaves of 

A. urundeuva into the nanosystem, no statistically significant 

difference was detected.

cytotoxic activity
The results found in the cytotoxicity assay are shown in 

Table 2.

Before evaluating any substance in in vivo models, it is 

widely recommended that an alternative method, such as cell 

culture, be used. Based on this recommendation, all extracts, 

Table 3 Determination of the droplet size and polydispersity of 
the Me by light scattering

Formulation Mean diameter ± SD (nm)* Mean PDI ± SD*

Me 117.200±1.966 0.245±0.006
aFs 123.600±0.252 0.222±0.003
aFl 133.100±0.551 0.276±0.008
ags 126.700±0.702 0.249±0.007
agl 135.400±0.551 0.237±0.002
aUs 141.900±1.137 0.268±0.000
aUl 146.700±1.825 0.255±0.010

Note: *sD, PDI.
Abbreviations: Me, microemulsion; sD, standard deviation; PDI, polydispersity 
index; aFs, Astronium fraxinifolium stem; aFl, A. fraxinifolium leaves; ags,  
A. graveolens stem; agl, A. graveolens leaves; aUs, A. urundeuva stem; aUl,  
A. urundeuva leaves.
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Figure 2 Transmission electron micrographs of ME at a magnification of 400,000× (A) and 800,000× (B), respectively.
Abbreviation: Me, microemulsion.

alone or incorporated into the nanostructured system, were 

submitted to cytotoxicity testing in Vero cells, which is a 

model system of normal eukaryotic cells. The unincorporated 

extracts tested showed low selectivity (SI ,10) compared to 

the incorporated extracts. Four of the incorporated extracts 

tested showed SI .10; of these, AUl was considered the best 

with an SI .64.02. These results showed that this nanostruc-

tured system was able to improve the activity of these extracts 

against the yeast while reducing their cytotoxicity. Thus, the 

best incorporated extract (AUl) was selected for further testing 

via in vivo assays performed in an animal model.

In vivo experiments of A. urundeuva leaves
The results obtained from the cultures of the vaginal fluids 

collected from all of the animals used in the study during the 

treatment period are shown in Table 4.

All of the groups from the present study behaved in 

accordance with the antifungal profile expected. The negative 

and positive controls of infection (Groups 1 and 2) remained 

constant throughout the experiment, as did the positive anti-

fungal control (tetracycline + amphotericin B) (Group 3), 

which was effective against the fungal strain used. Vehicle 

θ

Figure 3 X-ray scattering curves for Me and Me + aUl.
Abbreviations: Me, microemulsion; aUl, A. urundeuva leaves.

Figure 4 Peak of bioadhesion (N) of aUl-unloaded microemulsion and aUl-loaded 
microemulsion.
Note: each value represents the mean (± standard deviation) of at least seven 
replicates.
Abbreviation: aUl, A. urundeuva leaves.
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Table 4 Fungal loads (CFUs) obtained from the culture of vaginal fluid collected during the treatment period

Groups Treatment

Day 2 Day 4 Day 6

Positive control (infection) 1,585.0±13.0 1,692.0±37.0 986.8±11.0
Positive control (tetracycline + amphotericin B) 1,600.0±9.0 836.0±33.0 264.6±23.0
solvent control (DMsO) 1,608.0±8.0 1,641.0±65.0 982.8±18.0
Treatment 1 1,553.0±27.0a,* 776.0±73.0b,* 195.6±50.0b,*
Microemulsion 1,590.0±13.0 1,657.0±17.0 932.8±21.0
Treatment 2 1,589.0±47.0a 349.0±31.0b,* 0.0±27.0b,*

Notes: aNon-significant and bsignificant differences between treatments 1 and 2 according to parametric post-hoc test (P,0.05 – Tukey’s test). *Significant difference (P,0.05)  
when compared with the positive control group (tetracycline + amphotericin B – Dunnett’s test).
Abbreviations: cFU, colony-forming unit; DMsO, dimethyl sulfoxide.

control groups (Groups 4 and 6) consistently did not interfere 

with the elimination of the pathogen in question. The treat-

ment groups (Groups 5 and 6) yielded promising results, as 

the complete analysis on the eighth day of treatment showed 

that the incorporation of the A. urundeuva extract in the 

nanostructured lipid system increased its ability to eliminate 

the infectious agent and improved its activity compared to 

the activity of the unincorporated extract.

Regarding the analysis of recurrent infections, all groups 

exhibited a stable vaginal fungal burden, and new infectious 

events were not detected after the period of treatment exam-

ined in this study.

The biological activity of the plant extracts can be greatly 

influenced by the presence and amount of active components, 

which may or may not demonstrate the physicochemical and 

biological properties responsible for the antimicrobial activity. 

According to Silva et al40 the main components of the species 

in the Astronium sp. genus include flavonoids; proanthocyani-

dins, such as profisetinidine and prorobinetinidine; and a high 

content of polyphenols, such as tannins and lignins.

From the chemical point of view, tannins are highly 

reactive compounds, possessing a variety of behaviors, 

including antimicrobial activity. In addition, protein-binding 

by adhesins and inhibition of enzymes are able to suppress 

microbial substrates. These compounds are easily oxidiz-

able, capable of complexing with the cell wall and provok-

ing rupture of the plasmatic membrane, as well as forming 

complexes with metal ions.41,42

Isolating a biologically active compound from a plant mate-

rial depends on the polarity of the solvent chosen as a solvent 

with similar polarity will be able to extract a greater amount of 

the compound. A suitable solvent for antimicrobial drugs must 

possess certain characteristics, including low toxicity, ease of 

evaporation at low temperatures, rapid physiological absorption 

of the extract, preservative action, and the inability to cause the 

extract to become disconnected or to form a complex.43

The literature does not present a consensus on evaluation of 

antimicrobial treatments in relation to MICs. Aligiannis et al44  

consider MIC values equal to or lower than 500 µg/mL as 

potent inhibitors, MICs between 600 µg/mL and 1,500 µg/mL  

as moderate inhibitors, and MICs above 1,600 µg/mL as weak 

inhibitors. However, Webster et al45 established MIC values 

equal to or less than 1,000 µg/mL as satisfactory.

By following the first classification, the extracts of the 

leaves and stems of A. fraxinifolium and A. graveolens and 

the stems of A. urundeuva were considered weak inhibitors 

(MIC greater than 1,000 µg/mL). Only the leaf extract of  

A. urundeuva showed an MIC value (125 µg/mL) that corre-

sponds to a strong degree of inhibition against C. albicans.

The literature reports the presence of key components in 

the extract of Astronium sp., such as chalcones, flavonoid 

precursors, and essential oils and tannins, which are usually 

related to antimicrobial activity.43 Preliminary tests showed 

that a 70% water–alcohol solution can extract most of the 

Astronium sp. components. Nevertheless, it is difficult to 

solubilize some of the compounds that can be precipitated 

from the extract. According to the literature, the most bio-

logically active constituents in the extract are essential oils 

and tannins, which have different degrees of hydrophilicity/

lipophilicity, further justifying the use of nanotechnology 

directed to the incorporation of plant extracts.

According to Overtone’s concept of cell membrane 

permeability, the lipophilicity of oil-soluble substances 

facilitates their passage across the cell membrane. Therefore, 

the lipophilicity of a compound is considered an important 

factor in the research and development of new drugs, includ-

ing antimicrobial agents, as it facilitates the interaction of 

the hydrophobic chain with the lipids of the cell membrane 

and thus promotes penetration of the active compound into 

the cytoplasm.46

The reduced MIC of hydroethanolic extracts from  

A. urundeuva leaves incorporated into lipid ME systems might 
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be explained by the presence of cholesterol in the composition 

of the ME system, which could promote interaction with the 

ergosterol that is present in the fungal cell membrane, thus 

inducing release of the active compound directly onto the 

target. Moreover, the composition of this system may have 

helped the solubilization of substances with different degrees of 

hydrophilicity/lipophilicity, such as essential oils and tannins, 

significantly increasing the antifungal activity. One of the rea-

sons that can explain why the other extracts showed antifungal 

activity only after their incorporation into this lipid system is 

the easier solubilization of some of the constituents that are 

most likely responsible for the activity. With the exception of 

the A. urundeuva leaves’ extracts (MIC 15.62 µg/mL), which 

were responsible for the most promising result, the stems of 

all studied species of Astronium sp. (MIC 62.5 µg/mL) most 

likely have a larger amount of antifungal constituents, which 

can be proved only after their incorporation into the nanostruc-

tured system. According to Cunha Júnior et al47 surfactants 

can increase cell membrane permeability, which may help the 

absorption of active ingredients, enhancing bioavailability.

It is worth mentioning that the lipid ME synthesized 

(base), when subjected to the test against all microorgan-

isms (solvent control), was not active. In other words, it did 

not inhibit fungal and bacterial growth, ensuring that the 

activity was presented solely by the plant extract and not by 

any other disturbance such as the components that form the 

nanostructured system.

These data allow us to infer that the lipid system devel-

oped provided a better permeability through the membrane 

extracts of the yeast, thus favoring contact with the most 

effective targets and acting as a highly effective carrier 

for the leaf extract of A. urundeuva. The composition of 

the ME prepared in this work can be safely applied to 

other systems in the future to provide better biological 

characterization.

The use of natural products for topical administration 

has been extensively studied in recent years. Recently, 

our research group2 developed a model of infection of 

VVC caused by C. albicans with the purpose of studying 

the therapeutic use of methanolic extracts of the scapes of 

Syngonanthus nitens (Bong) Ruhland (Eriocaulaceae) as an 

antifungal compound. In this study, the authors demonstrated 

a significant inhibitory profile for these extracts against  

C. albicans.

The incorporated extracts were prepared in accordance 

with the methods of D’Cruz et al19 and D’Cruz and Uckun48 

for the purpose of improving the pharmacological properties 

of the extracts. Thus, the results found in this study confirm 

the assertion that the incorporation of bioactive compounds 

into nanostructured lipid systems for drug delivery enhances 

the action in comparison to the free form of the same bioac-

tive compounds. This is evidenced by the observation that 

the extract alone did not yield satisfactory results in reduc-

ing the vaginal fungal burden (CFU/mL) compared to that 

present in the ME.

The vehicles used in this study for the administration 

of the plant compounds (DMSO and ME) showed no 

interference, as they had no detectable antifungal activity. 

Therefore, the inhibitory potential of the nanostructured 

lipid system was assigned exclusively to the leaf extracts 

of A. urundeuva.

Conclusion
Based on these results, we conclude that the hydroethano-

lic extract of A. urundeuva leaves has in vitro and in vivo 

antifungal activity and that the incorporation of this extract 

into the nanostructured system, developed herein, enhances 

this activity. Our results suggest that nanostructured lipid 

systems can be used as part of a strategy to improve the  

in vitro anti-C. albicans activity of hydroethanolic extract 

of Astronium sp.

In our future work, we will investigate the influence of 

the lipid type used in the nanostructured lipid system on the 

antifungal activity of the hydroethanolic extract from the 

leaves of A. urundeuva, according to Angelova et al.49
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