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SAFARILTD
8010 WESTSIDE INDUSTRIAL DRIVE, JACKSONVILLE, FLORIDA 32219, USA

The following samples were submitted and identified by/on behalf of the client as:
MYTHICAL REALMS

Collection / Item #/ Item Name . SEE ATTACHMENT
SGS Case No. . CA323202624179
Country of Origin . CHINA
Country of Destination . USA, EU, CANADA, AUSTRALIA
Labeled Age Grading . 3+
Requested Age Grading . NOT STATED
Age Group Assessed As Per Age Guideline : 3 YEARS+
Age Group Applied in Testing . 3 YEARS+
Sample Receiving Date : MAR 20, 2023
Testing Period . MAR 20, 2023 — MAY 16, 2023
Test Requested Conclusion
EN 71-1:2014+A1:2018 — Safety of toys — Part 1. Mechanical and Physical Properties PASS
Labeling requirement (Washing/Cleaning Label, CE mark, importer / manufacturer
mark (name, address), product identification) according to Informative Annex A.26 and SEE RESULT
A.33 of the European standard on Safety of toys EN 71-1:2014+A1:2018 and the
Directive 2009/48/EC-Safety of toys
EN 71-2:2020 — Safety of toys — Part 2: Flammability PASS
Directive 2009/48/EC and its amendment Council Directive (EU) 2017/738,
Commission Directive (EU) 2018/725, Commission Directive (EU) 2019/1922 — EN 71- PASS
3:2019 + A1:2021 — Migration of certain elements (All conclusive testing)
European Regulation (EC) No. 1907/2006 (REACH), Annex XVII and its Amendments
. PASS
— Cadmium Content
European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its amendments — PASS
Organostannic compounds
European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its amendment PASS
(EU) 2018/2005 — Phthalate content
Regulation (EC) No. 1907/2006 (REACH), Annex XVII and its Amendments — PAHs PASS
Content
Article 11 of European Directive 94/62/EC and its amendments — Total Lead, PASS
Cadmium, Mercury and Hexavalent Chromium Content
Commission Directive (EU) 2017/898 amending Appendix C of Annex Il to European PASS
Directive 2009/48/EC — Migration BPA
ASTM F963-17 Standard Consumer Safety Specification for Toy Safety PASS
For existence of tracking label per Consumer Product Safety Improvement Act PASS
(CPSIA) of 2008 section 103 tracking labels for children’s products
CPSIA section 101 - Total Lead content --
CPSIA - Lead in Paint/Similar Surface Coating Materials PASS
CPSIA - Lead in Accessible Substrate Materials PASS
US 16 CFR Part 1307 — Phthalates Content PASS
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Test Requested Conclusion
US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing
House) (formerly drafted by CONEG) — Total Lead, Cadmium, Mercury and PASS
Hexavalent Chromium content
US California Proposition 65 — Total Lead Content PASS
California Prop 65 - Phthalates Content PASS
Toys Regulations SOR/2011-17 amended up to January 11, 2019 of Canada
Consumer Product Safety Act. PASS

(Including amendments SOR/2012-71, SOR/2016-195, SOR/2016-302 and
SOR/2018-138)

Canada Consumer Product Safety Act (S.C. 2010, c. 21), Consumer Products PASS
Containing Lead Regulations, SOR/2018-83 — Total Lead content

Canada Phthalates Regulation (SOR/2016-188)( formerly restricted under SOR/2010-

208) PASS
AS/NZS ISO 8124.1:2019 + A1:2020 + A2:2020 — Safety of toys — Part 1: Safety

. . ; PASS
aspects related to mechanical and physical properties
AS/NZS 8124.2:2016 — Safety of toys — Part 2: Flammability PASS
AS/NZS ISO 8124.3: 2021 — Safety of toys — Part 3 — Migration of Certain Elements PASS

As requested by client, SVHC screening is performed according to:

Two hundred and thirty-three (233) substances in the Candidate List of Substances of
Very High Concern (SVHC) for authorization published by European Chemicals Agency PASS
(ECHA) on and before Jan 17, 2023 regarding Regulation (EC) No 1907/2006
concerning the REACH.

CPSC 16 CFR 1303 - Lead in Paint/Similar Surface Coating Materials PASS

Frkkkkk FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ****#**x

Signed for and on behalf of
SGS Hong Kong Ltd.
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Wong Sau Wai, Athena
Assistant Technical Manager
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ATTACHMENT
: CORRESPONDING

Collection Iltem # Item Name ITEM #

MYTHICAL REALMS 803329 Hippogryph

MYTHICAL REALMS 803129 Gnome Mom

MYTHICAL REALMS 803229 Gnome Child

MYTHICAL REALMS 803429 Scylla

MYTHICAL REALMS 803729 Baby Pegasus

MYTHICAL REALMS 803829 Behemoth

MYTHICAL REALMS 100305 BIGFOOT

MYTHICAL REALMS 802129 Cerberus

MYTHICAL REALMS 801429 Chimera

MYTHICAL REALMS 803629 Gargoyle

MYTHICAL REALMS 802429 Gnorman The Gnome™ - Blue

MYTHICAL REALMS 800829 Griffin

MYTHICAL REALMS 803929 Halfling

MYTHICAL REALMS 100078 Harpy

MYTHICAL REALMS 802029 Hydra

MYTHICAL REALMS 804029 Leviathan

MYTHICAL REALMS 801929 Medusa

MYTHICAL REALMS 100318 MERHORSE

MYTHICAL REALMS 100561 Mothman

MYTHICAL REALMS 100254 Oberon

MYTHICAL REALMS 800729 Pegasus

MYTHICAL REALMS 801329 Phoenix

MYTHICAL REALMS 802929 Pink Unicorn

MYTHICAL REALMS 100077 Satyr

MYTHICAL REALMS 801229 Sea Dragon

MYTHICAL REALMS 803029 Twilight Pegasus

MYTHICAL REALMS 875529 Unicorn

MYTHICAL REALMS 801729 Unicorn Baby

MYTHICAL REALMS 804129 Werewolf

MYTHICAL REALMS 100306 Yeti

MYTHICAL REALMS 100712 Armored T-Rex

MYTHICAL REALMS 100733 Armored Triceratops

MYTHICAL REALMS 101024 Pyrois

MYTHICAL REALMS 100741 Twilight Unicorn
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Test Results:
EN 71-1:2014+A1:2018 — SAFETY OF TOYS — PART 1: MEC HANICAL AND PHYSICAL PROPERTIES

AS SPECIFIED IN EN 71-1:2014+A1:2018 — SAFETY OF TOYS - PART 1: MECHANICAL AND PHYSICAL
PROPERTIES

Clauses relevant to the item:

Clause Description Result
4 General requirements

4.1 Material cleanliness Pass
4.7 Edges Pass
4.8 Points and metallic wires Pass
6 Packaging Pass
7 Warnings, markings and instructions for use

7.1 General Requirements Pass

Note: Please note that for assessing the visibility and legibility of warnings,
CEN has introduced good practice in the informative Annex A.33 by
addressing the following aspects:

a) Emphasising the warning

b) Contrast, background and colours

c) Reflecting surfaces and obscuring material
d) Fonttype

e) Fontsize

f) Logical direction of text

For more details, see EN 71-1

7.2 Toys not intended for children under 36 months Pass
(Remark: The toy contains small part. It is acceptable because appropriate See Remark
warning is found on packaging.)

Only English warnings were checked for the clause 7. According to 2009/48/EC, warnings and safety
instructions shall be written in a language or languages easily understood by consumers.
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LABELING REQUIREMENT (WASHING/CLEANING INSTRUCTION, CE MARK, IMPORTER /
MANUFACTURER NAME AND ADDRESS, PRODUCT IDENTIFICATI ON) ACCORDING TO INFORMATIVE
ANNEX A.26 AND A.33 OF THE EUROPEAN STANDARD ON SAF ETY OF TOYS EN 71-1:2014+A1:2018
AND THE DIRECTIVE 2009/48/EC — SAFETY OF TOYS

Summary table:

Observation Result Location
Washing/Cleaning instruction Not Applicable --
CE mark Present Packaging
Importer’s Name & Address Present Packaging
Manufacturer’'s Name & Address Present Packaging
Product ID Present Toy and Packaging

Note:

1. According to Directive 2009/48/EC, a toy intended for use by children under 36 months must be designed
and manufactured in such a way that it can be cleaned. A textile toy must, to this end, be washable, except
if it contains a mechanism that may be damaged if soak washed. The manufacturer should, if applicable,
provide instructions on how the toy has to be cleaned. According to the GUIDANCE DOCUMENT ON THE
APPLICATION OF DIRECTIVE 2009/48/EC ON THE SAFETY OF TOYS, manufacturer shall not label
"surface washing" on textile toys which, under the TSD, need to be soak washable.

2. CE marking should be visible from outside the packaging and its height must be at least 5mm.

3. Manufacturer’'s and Importer's name, registered trade name or registered trade mark and the address at
which the manufacturer can be contacted must be indicated on the toy or, where that is not possible, on its
packaging or in a document accompanying the toy.

4. Manufacturers must ensure that their toys bear a type, batch, serial or model number or other element
allowing their identification, or where the size or nature of the toy does not allow it, that the required
information is provided on the packaging or in a document accompanying the toy.

EN 71-2:2020 — SAFETY OF TOYS — PART 2: FLAMMABILIT Y
AS SPECIFIED IN EN 71-2:2020 — SAFETY OF TOYS — PART 2: FLAMMABILITY

Clauses relevant to the item:

Clause Description Result
4.1 General requirements Pass

Type of gas: Butane gas used in the test burner
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Directive 2009/48/EC and its amendment Council Dire __ ctive (EU) 2017/738, Commission Directive (EU
2018/725, Commission Directive (EU) 2019/1922 — EN__ 71-3:2019 + A1:2021 — Migration of certain
elements

Cateqgory lll: Scraped-off toy material

Method: With reference to EN71-3:2019 + A1:2021. Analysis of general elements was performed by ICP-OES.
/ ICP-MS. Chromium (lll) was obtained by calculation, chromium (VI) was analyzed by IC-UV-Vis and organic
tin was analyzed by GC-MS.

Test Item(s) Result(s) MDL Permﬁtlble
Specimen No. 1-80 -- --
Mass of trace amount (mg) -- -- --
Soluble Aluminium (AD (mg/kg) ND 50 28130
Soluble Antimony (Sb)  (mg/kg) ND 10 560
Soluble Arsenic (As)  (mg/kg) ND 10 47
Soluble Barium (Ba) (mg/kg) ND 50 18750
Soluble Boron (B) (mg/kg) ND 50 15000
Soluble Cadmium (Cd)  (mglkg) ND 5 17
Soluble Chromium#* (Cr)  (mgkg) ND 0.15 --
Soluble Chromium (1) (Cr (II1)) (mg/kg) ND 1 460
Soluble Chromium (VI) (Cr (VI)) (mg/kg) ND 0.010 0.053
Soluble Cobalt (Co) (mglkg) ND 10 130
Soluble Copper (Cu)  (mglka) ND 50 7700
Soluble Lead (Pb)  (mg/kg) ND 2.3 23
Soluble Manganese (Mn)  (mg/kg) ND 50 15000
Soluble Mercury (Hg)  (mg/kg) ND 10 94
Soluble Nickel (Ni) (mg/kg) ND 10 930
Soluble Selenium (Se) (mg/kg) ND 10 460
Soluble Strontium (Sn) (mg/kg) ND 50 56000
Soluble Tin" (Sn)  (mg/kg) ND 3.0 180000
Soluble Organic Tin -- (mg/kg) ND -- 12
Soluble Zinc (Zn)  (mg/kg) ND 50 46000
Soluble Organic Tin Result(s) (mg/kg) MDL
Test Item(s) 1-80 (mg/kg)
Methyl tin (MeT) ND 0.3
Di-n-propyl tin (DProT) ND 0.3
Dimethyl tin DMT ND 0.3
Butyl tin (BuT) ND 0.3
Dibutyl tin (DBT) ND 0.3
Tributyl tin (TBT) ND 0.3
n-Octyl tin (MOT) ND 0.3
Tetrabutyl tin (TeBT) ND 0.3
Diphenyl tin (DPhT) ND 0.3
Di-n-octyl tin (DOT) ND 0.3
Triphenyl tin (TPhT) ND 0.3

Specimen Description:

1. Dk saga green coating (875529)

2. Black coating (803329, 803129, 803229, 803429, 803729, 803829, 100305, 802129, 801429, 803629,
802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318, 100561, 100254, 800729, 801329,
802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306, 100712, 100733, 101024, 100741)

3. Pearl It grey coating (803329)

4. Powder grey coating (803329)
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Specimen Description:

5. Coffee coating (803329, 803929, 100254, 100712, 100733)
6. Chocolate brown coating (803329, 803129, 801929, 100077)
7. Dull yellow coating (803329, 100712)

8. Brown-red coating (803129)

9. White coating (803129, 802129, 802429, 100254, 801729, 804129, 100306)
10. Pearl bazaar coating (803129)

11. Pale yellow coating (803129)

12. Dull magenta coating (803229)

13. Dull brown coating (803229, 801329), 100733)

14. Flesh coating (803229)

15. Dk grey coating (803429, 801429,801729, 100306)
16. Golden yellow coating (803429)

17. Pearl turquoise coating (803429)

18. Pearl ivory coating (803729, 800729)

19. Blackish green coating (803829)

20. Blackish brown coating (100305, 100254, 804129)
21. Deep brown coating (802129)

22. Sand grey coating (801429, 100733)

23. Brown coating (801429,100077)

24. Pearl grey coating (801429)

25. Greyish blue coating (803629)

26. Golden coating (803629, 800829, 801329)

27. Shiny red coating (802429)

28. Shiny blue coating (802429)

29. Lt brown coating (802429, 803929)

30. Orangish brown coating (800829, 803929, 100077)
31. Reddish brown coating (803929)

32. Deep green coating (803929, 804029, 100318)

33. Shiny misty blue coating (100079)

34. Shiny sky blue coating (100079)

35. Shiny navy coating (100079)

36. Pearl pale blue coating (100079)

37. Shiny It brown coating (100079)

38. Shiny purple coating (802029)

39. Shiny It green coating (802029)

40. Shiny It blue coating (802029)

41. Shiny blue coating (804029, 875529)

42. Shiny ocean blue coating (804029)

43. Neon green coating (804029)

44, Lt coral coating (804029)

45, Shiny saga grey coating (804029)

46. Flesh coating (801929, 100254)

47. Pale grey coating (100318, 801329, 100077, 100306)
48. Shiny It purple coating (100318)

49. Grass green coating (100254)

50. Cadet blue coating (100254)

51. Khaki coating (100254, 100741)

52. Pearl beige coating (801229)

53. Matte orange coating (801329)

54. Matte yellow coating (801329)

55. Bright orange coating (801329)

56. Snow white coating (802929, 875529)

57. Red violet coating (802929)

58. Dk taupe coating (100077)

59. Matte coffee coating (100077)

60. Deep taupe coating (803029)

61. Dull silvery coating (100712)
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Specimen Description:

62. Han blue coating (101024)

63. Teal blue coating (101024)

64. White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729)
65. Lt flesh soft plastic (803129, 803229)

66. Flesh soft plastic (803429)

67. Turquoise soft plastic (803429)

68. Dk grey soft plastic (803829,803029, 100305)

69. Dull black soft plastic (802129, 100561, 101024,100741)
70. Blue- grey soft plastic (801429,803629)

71. Brown soft plastic (801429, 804129)

72. Lt brown soft plastic (800829, 100733)

73. Lt flesh soft plastic (803929)

74. Dull flesh soft plastic (100079, 100077)

75. Off white soft plastic (802029, 100254)

76. Grey soft plastic (804029, 802429)

77. lvory soft plastic (801929)

78. Transparent soft plastic (801329, 801229)

79. Pale blue soft plastic (100306)

80. Saga green soft plastic (100712)

Note: - mg/kg = milligram per kilogram
- mg = milligram
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
- 1% = 10000 mg/kg = 10000 ppm
- * Soluble Chromium is not restricted by EN71-3:2019 + A1:2021, results shown only for
reference

As received, the below test part is(are) less than 10 mg, therefore such component(s) was(were) not tested
for migration of certain elements, as specified in EN71-3:2019 + A1:2021.
1. Green coating (803329)

2. Dk grey coating (803329, 803129, 100306)

3. Dk blue coating (803129)

4. Silvery coating (803229, 802129, 802029, 100561, 100254, 801229, 100733)
5. Red coating (803429)

6. Dull violet coating (803429)

7. Warm grey coating (803729, 801929, 800729)

8. Beige coating (803729, 803829, 801429, 800829, 800729, 100741)

9. Matte purple coating (803829,802129, 100712, 100733)

10. Dull pink coating (801429)

11. Deep red coating (801429)

12. Lt red coating (802429, 802029, 801929, 801229, 100741)

13. Dull orange coating (800829, 100306)

14. Taupe coating (803929)

15. Dull golden coating (803929, 801929, 100077)

16. Pink coating (804029)

17. Shiny red coating (100318)

18. Shiny dull violet coating (100561)

19. Lt yellow coating (100254)

20. Lt green coating (100254)

21. Dk blue coating (100254, 801229)

22. Dull turquoise coating (802929, 801229, 875529)

23. Shiny dull pink coating (875529, 801729)

24. Shiny yellow coating (875529)

25. Shiny turquoise coating (875529)

26. Shiny purple coating (801729)

27. Lt orange coating (801729, 804129)
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As received, the below test part is(are) less than 10 mg, therefore such component(s) was(were) not tested
for migration of certain elements, as specified in EN71-3:2019 + A1:2021.

28. Shiny green coating (801229)

29. Dk purple coating (100306)

European Regulation (EC) No. 1907/2006 (REACH), Ann _ex XVIl and its Amendments — Cadmium Content

Method: With reference to EN1122: 2001 method B
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Atomic
Absorption Spectrometer (AAS)

For Plastic

Test Item(s) Cadmium (Cd)

Permissible Limit ( mg/kg) 100

Specimen Description FE%SQU/ES)

1. White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729) + Lt ND
flesh soft plastic (803129, 803229) + Flesh soft plastic (803429)

2. Turquoise soft plastic (803429) + Dk grey soft plastic (803829,803029, 100305) + Dull ND
black soft plastic (802129, 100561, 101024,100741)

3. Blue- grey soft plastic (801429,803629) + Brown soft plastic (801429, 804129) + Lt ND
brown soft plastic (800829, 100733)

4. Lt flesh soft plastic (803929) + Dull flesh soft plastic (100079, 100077) + Off white soft ND
plastic (802029, 100254)

5. Grey soft plastic (804029, 802429) + Ivory soft plastic (801929) + Transparent soft ND
plastic w/ multi- color coating (801329, 801229)

6. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ ND
multi- color coating (100712)

For Paint on Painted Article

Test Iltem(s) Cadmium (Cd)
Permissible Limit ( mg/kg) 1000
- Lo Result(s

Specimen Description (ma /ké]))

1. Multi -color coating (803329) ND

2. Multi- color coating (803129) ND

3. Multi- color coating (803229) ND

4. Multi- color coating (803429) ND

5. Multi- color coating (803729) ND

6. Multi- color coating (803829) ND

7. Multi- color coating (100305) ND

8. Multi- color coating (802129) ND

9. Multi- color coating (801429) ND

10. Multi- color coating (803629) ND

11. Multi- color coating (802429) ND

12. Multi- color coating (800829) ND

13. Multi- color coating (803929) ND

14. Multi- color coating (100079) ND

15. Multi- color coating (802029 ND

16. Multi- color coating (804029) ND

17. Multi- color coating (801929) ND

18. Multi- color coating (100318) ND
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Test Item(s) Cadmium (Cd)
Permissible Limit ( mg/kg) 1000
: - Result(s)
Spemmeh Descrlptl(_)n (mg/kg)
19. Multi- color coating (100561) ND
20. Multi- color coating (100254) ND
21. Multi- color coating (800729) ND
22. Multi- color coating (801329) ND
23. Multi- color coating (802929) ND
24. Multi- color coating (100077) ND
25. Multi- color coating (801229) ND
26. Multi- color coating (803029) ND
27. Multi- color coating (875529) ND
28. Multi- color coating (801729) ND
29. Multi- color coating (804129) ND
30. Multi- color coating (100306) ND
31. Multi- color coating (100712) ND
32. Multi- color coating (100733) ND
33. Multi- color coating (101024) ND
34. Multi- color coating (100741) ND
Note: - Permissible and Reference Limit specified by Commission Regulation (EU) No 494/2011 &

Commission Regulation (EU) No 2016/217 amending Annex XVII of REACH Regulation (EC) No
1907/2006 (previously restricted under entry 23 of Regulation (EC) No 552/2009 and directive
91/338/EC).

- mg/kg = milligram per kilogram

- ND = Not Detected (lower than MDL)

- MDL = Method Detection Limit =5 mg/kg

- 1% = 10000 mg/kg = 10000 ppm

-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight

European Regulation (EC) No. 1907/2006 (REACH) Anne  x XVII and its amendments — Organostannic
compounds

Method: With reference to 1ISO 17353: 2004
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS)

Test Item(s) Result(s) (%) Permissible
Specimen No. 1-12 MDL (%) Limit (%)
Dibutyltin (DBT) (as Tin) ND 0.010 0.1
Dioctyltin (DOT) (as Tin) ND 0.010 0.1
Tri-substituted Organostannic

Compounds (as Tin) ND 0.010 0.1

Specimen Description:

1. White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt
flesh soft plastic w/ multi- color coating (803229)

2. Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429)
+ White soft plastic w/ multi- color coating (803729)

3. Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129)
+ Blue- grey soft plastic w/ multi- color coating (801429)

4. Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629)

5

+ White soft plastic w/ multi- color coating (802429)
Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +
Dull flesh soft plastic w/ multi- color coating (100079)
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Specimen Description:

6. Off white soft plastic w/ multi- color coating (802029 + Grey soft plastic w/ multi- color coating (804029) +
Ivory soft plastic w/ multi- color coating (801929)

7. Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) +
Off white soft plastic w/ multi- color coating (100254)

8. White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329)
+ White soft plastic w/ multi- color coating (802929)

9. Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating
(801229) + Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft plastic w/ multi- color coating (801729) +
Brown soft plastic w/ multi- color coating (804129)

11. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ multi- color coating
(100712) + Lt brown soft plastic w/ multi- color coating (100733)

12. Dull black soft plastic w/ multi- color coating (101024) + Dull black soft plastic w/ multi- color coating
(100741) + Dk grey soft plastic w/ multi- color coating (100305)

Note: - % = percentage by weight

- MDL = Method Detection Limit

- ND = Not Detected (lower than MDL)

- NA = Not Applicable

- Tri-substituted Organostannic compounds are represented by Tributyltin (TBT) compounds,
Triphenyltin (TPhT) compounds, Tripropyltin (TPT) compounds, Tricyclohexyltin (TCyT)
compounds and Tri-n-octyltin (TOT) compounds, Trimethyltin (TMT) compounds

-+ Composite test has been performed as per client’s request and the results are calculated using
the total specimen weight

European Regulation (EC) No. 1907/2006 (REACH) Anne x XVII and its amendment (EU) 2018/2005 —
Phthalate content

Method: With reference to CPSC-CH-C1001-09.4
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) / High Performance Liquid
Chromatography with Mass Spectrometer (HPLC-MS)

Materials can be placed in the mouth for toys & childcare articles

Test Item(s) CAS No. Result (s) (%) MDL | Permissible
Specimen No. -- 1-12 (%) Limit (%)
Dibutyl Phthalate (DBP) 84-74-2 ND 0.003 0.1
Benzylbutyl Phthalate (BBP) 85-68-7 ND 0.003 0.1
Di-(2-ethyl hexyl) phthalate (DEHP) / Q1.
Dioctyl Phthalate (DOP) 117-81-7 ND 0.003 0.1
Diisononyl Phthalate (DINP) 28553120 ND 0.010 -
Di-n-octyl Phthalate (DNOP) 117-84-0 ND 0.003 --

N 26761-40-0
Diisodecyl Phthalate (DIDP) 68515-49-1 ND 0.010 -
Diisobutyl phthalate (DIBP) 84-69-5 ND 0.003 0.1
Total (DBP+BBP+DEHP+DIBP) ND - 0.1
Total (DINP+DNOP+DIDP) ND - 0.1

Specimen Description:

1. White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt
flesh soft plastic w/ multi- color coating (803229)

2. Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429)
+ White soft plastic w/ multi- color coating (803729)
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Specimen Description:

3. Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129)
+ Blue- grey soft plastic w/ multi- color coating (801429)

4. Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629)
+ White soft plastic w/ multi- color coating (802429)

5. Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +
Dull flesh soft plastic w/ multi- color coating (100079)

6. Off white soft plastic w/ multi- color coating (802029) + Grey soft plastic w/ multi- color coating (804029) +

7

8

9

Ivory soft plastic w/ multi- color coating (801929)
Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) +
Off white soft plastic w/ multi- color coating (100254)
White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329)
+ White soft plastic w/ multi- color coating (802929)
Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating
(801229) + Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft plastic w/ multi- color coating (801729) +
Brown soft plastic w/ multi- color coating (804129)

11. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ multi- color coating
(100712) + Lt brown soft plastic w/ multi- color coating (100733)

12. Dull black soft plastic w/ multi- color coating (101024) + Dull black soft plastic w/ multi- color coating
(100741) + Dk grey soft plastic w/ multi- color coating (100305)

Note: - ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
- % = percentage by weight
-+ Composite test has been performed as per client’s request and the results are calculated using
the total specimen weight

Requlation (EC) No. 1907/2006 (REACH), Annex XVIl a nd its Amendments — PAHs Content

Method: With reference to AfPS GS 2019:01 PAK method.
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS)

For Toy or childcare product

Test Item(s) CAS No. Result(s) (mg/kg) MDL Limit
Specimen No. -- 1-12 (mg/kg) | (mg/kg)
1. Benzo[a]Janthracene 56-55-3 ND 0.1 0.5
2. Chrysene 218-01-9 ND 0.1 0.5
3. Benzo[b]fluoranthene 205-99-2 ND 0.1 0.5
4.  Benzo[k]fluoranthene 207-08-9 ND 0.1 0.5
5. Benzo[j]fluoranthene 205-82-3 ND 0.1 0.5
6. Benzo[a]pyrene 50-32-8 ND 0.1 0.5
7. Benzo[e]pyrene 192-97-2 ND 0.1 0.5
8. Dibenzo[a,h]anthracene | 53-70-3 ND 0.1 0.5

Specimen Description:

1. White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt
flesh soft plastic w/ multi- color coating (803229)

2. Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429)
+ White soft plastic w/ multi- color coating (803729)

3. Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129)
+ Blue- grey soft plastic w/ multi- color coating (801429)

4. Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629)
+ White soft plastic w/ multi- color coating (802429)

5. Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +
Dull flesh soft plastic w/ multi- color coating (100079)
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Specimen Description:

6. Off white soft plastic w/ multi- color coating (802029 + Grey soft plastic w/ multi- color coating (804029) +
Ivory soft plastic w/ multi- color coating (801929)

7. Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) +
Off white soft plastic w/ multi- color coating (100254)

8. White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329)
+ White soft plastic w/ multi- color coating (802929)

9. Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating
(801229) + Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft plastic w/ multi- color coating (801729) +
Brown soft plastic w/ multi- color coating (804129)

11. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ multi- color coating
(100712) + Lt brown soft plastic w/ multi- color coating (100733)

12. Dull black soft plastic w/ multi- color coating (101024) + Dull black soft plastic w/ multi- color coating
(100741) + Dk grey soft plastic w/ multi- color coating (100305)

Note: - ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
- mg/kg = milligram per kilogram
-+ Composite test has been performed as per client’s request and the results are calculated using
the total specimen weight

Article 11 of European Directive 94/62/EC and its a _mendments — Total Lead, Cadmium, Mercury and
Hexavalent Chromium Content

Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC62321-7-1:2015

Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Ultraviolet
Visible Spectrophotometer (UV-Vis)

Test Item(s) Pb Cd Hg Cr(Vl) | Total (Pb + Cd + Cr(VD)+ Hg)
MDL (mg/kg) 5 5 5 8 --
Permissible Limit (mg/kg) - - - - 100
Specimen No. -- -- - -- -
1-2 ND ND ND ND* ND

Specimen Description:

1. White paper w/ multi color dots coating (803329, 803129, 803229, 803429, 803729, 803829, 100305,
802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318, 100561,
100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306, 100712,
100733, 101024, 100741)

2. Transparent soft plastic w/ black, white printing (803329, 803129, 803229, 803429, 803729, 803829,
100305, 802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318,
100561, 100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306,
100712, 100733, 101024, 100741) + Transparent soft plastic (803329, 803129, 803229, 803429, 803729,
803829, 100305, 802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929,
100318, 100561, 100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129,
100306, 100712, 100733, 101024, 100741) + Translucent plastic (803329, 803429, 803729, 802129,
801429, 800829, 100079, 802029, 100561, 100254, 800729, 801329, 802929, 100077, 875529, 801729,
804129, 100712, 101024, 100741)

Note: - mg/kg = milligram per kilogram
- 1% = 10000 mg/kg = 10000 ppm
- MDL = Method Detection Limit
- ND = Not Detected (lower than MDL)
- #=The result of Hexavalent chromium (Cr(VI)) is considered as “Not Detected” since the total
chromium content determined by acid digestion is “Not Detected”.
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Commission Directive (EU) 2017/898 amending Appendi  x C of Annex |l to European Directive
2009/48/EC — Migration BPA

Method: With reference to EN71-10: 2005 and EN71-11: 2005
Analysis was performed by Triple Quadrupole Liquid Chromatograph Mass Spectrometer (LC-MS/MS) /
High Performance Liquid Chromatography with Mass Spectrometer (HPLC-MS)

Test Item(s) CAS No. Result(s) (mg/L) MDL Permissible limit
Specimen No. - 1-12 (mg/L) (mg/L)
Bisphenol A 80-05-7 ND 0.010 0.04

Specimen Description:

White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt

flesh soft plastic w/ multi- color coating (803229)

Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429)

+ White soft plastic w/ multi- color coating (803729)

Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129)

+ Blue- grey soft plastic w/ multi- color coating (801429)

Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629)

+ White soft plastic w/ multi- color coating (802429)

Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +

Dull flesh soft plastic w/ multi- color coating (100079)

Off white soft plastic w/ multi- color coating (802029 + Grey soft plastic w/ multi- color coating (804029) +

Ivory soft plastic w/ multi- color coating (801929)

Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) +

Off white soft plastic w/ multi- color coating (100254)

White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329)

+ White soft plastic w/ multi- color coating (802929)

Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating

(801229) + Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft plastic w/ multi- color coating (801729) +
Brown soft plastic w/ multi- color coating (804129)

11. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ multi- color coating
(100712) + Lt brown soft plastic w/ multi- color coating (100733)

12. Dull black soft plastic w/ multi- color coating (101024) + Dull black soft plastic w/ multi- color coating
(100741) + Dk grey soft plastic w/ multi- color coating (100305)

© ©® N o o M W DdE

Note: - mg/L = milligram per liter
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight
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ASTM F963-17 STANDARD CONSUMER SAFETY SPECIFICATION FOR TOY SAFETY
AS SPECIFIED IN ASTM F963-17 STANDARD CONSUMER SAFETY SPECIFICATION ON TOYS SAFETY

Clauses relevant to the item:

Clause Description Result

4 Safety Requirements

4.1 Material Quality ** Pass

4.2 Flammability Test Pass (See Detail of
test result)

4.3 Toxicology

4,35 Heavy Elements

435.1 Heavy Elements in Paint/Similar Surface Coating Materials Pass (See Detail of
test result)
4.3.5.2 Heavy Metal in Substrate Materials Pass (See Detail of

test result)

4.7 Accessible Edges Pass

49 Accessible Points Pass

5 Safety Labeling Requirements

5.2 Age Grading Labeling Pass

7 Producer’s Markings

7.1 Producer’s Markings Pass

8.5 Normal Use Testing Pass

8.7 Impact Test Pass

8.8 Torque Test Pass

8.9 Tension Test Pass

8.10 Compression Test Pass

** Visual Examination

Detail of test result:

ASTM F963-17, Clause 4.2 — Flammability Test
Flammaubility Test on Solid

Sample Burning Rate (inch/sec)
ALL SAMPLE Did not ignite

Requirement; A toy / component is considered a “flammable solid” if it ignites and burns with a self-sustaining
flame at a rate greater than 0.1 in/sec along its major axis.

Tracking label per 15 U.S.C. § 2063(a)(5) and Consu mer Product Safety Improvement Act (CPSIA) of
2008 section 103 tracking labels for children’s pro  ducts.

As specified in 15 U.S.C. § 2063(a)(5) and Consumer Product Safety Improvement Act (CPSIA) of 2008
section 103 tracking labels for children’s products.

- Tracking label on the packaging: Present
- Tracking label on the product : Present
Note: The tracking label assessment was based on the submitted samples and the information

provided by the applicant. There was no verification on the validity of such information.
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ASTM F963-17, Clause 4.3.5.1 — Heavy Elements in Pa_int/Similar Surface Coating Materials

Method: With reference to CPSC-CH-E1003-09.1 / ASTM F963-17 Clause 8.3
Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES)

Total Lead Content

Test Item(s) Lead (Pb)
MDL (ppm) 10
Total Limit (ppm) 920
; . Result(s)
Specimen Description (opm)
1. Multi -color coating (803329) ND
2. Multi- color coating (803129) ND
3. Multi- color coating (803229) ND
4. Multi- color coating (803429) ND
5. Multi- color coating (803729) ND
6. Multi- color coating (803829) ND
7. Multi- color coating (100305) ND
8. Multi- color coating (802129) ND
9. Multi- color coating (801429) ND
10. Multi- color coating (803629) ND
11. Multi- color coating (802429) ND
12. Multi- color coating (800829) ND
13. Multi- color coating (803929) ND
14. Multi- color coating (100079) ND
15. Multi- color coating (802029 ND
16. Multi- color coating (804029) ND
17. Multi- color coating (801929) ND
18. Multi- color coating (100318) ND
19. Multi- color coating (100561) ND
20. Multi- color coating (100254) ND
21. Multi- color coating (800729) ND
22. Multi- color coating (801329) ND
23. Multi- color coating (802929) ND
24. Multi- color coating (100077) ND
25. Multi- color coating (801229) ND
26. Multi- color coating (803029) ND
27. Multi- color coating (875529) ND
28. Multi- color coating (801729) ND
29. Multi- color coating (804129) ND
30. Multi- color coating (100306) ND
31. Multi- color coating (100712) ND
32. Multi- color coating (100733) ND
33. Multi- color coating (101024) ND
34. Multi- color coating (100741) ND
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Soluble Heavy Metal Content

Test Item(s) Pb Sh As Ba Cd Cr Hg Se

MDL (ppm) 5 5 2.5 10 5 5 5 10

Migration Limit (ppm) 90 60 25 11000 75 60 60 500
Specimen No. g/ln?(s)ﬁr(])tf(t{ﬁg)e Adjusted Migration Result(s) (ppm)

1-62 / ND | ND [ ND [ ND [ ND [ ND | ND | ND

Specimen Description:

1. Black coating (803329, 803129, 803229, 803429, 803729, 803829, 100305, 802129, 801429, 803629,
802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318, 100561, 100254, 800729, 801329,
802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306, 100712, 100733, 101024, 100741)
Pearl It grey coating (803329)

Powder grey coating (803329)

Coffee coating (803329, 803929, 100254, 100712, 100733)
Chocolate brown coating (803329, 803129, 801929, 100077)
Dull yellow coating (803329, 100712)

Brown-red coating (803129)

White coating (803129, 802129, 802429, 100254, 801729, 804129, 100306)
Pearl bazaar coating (803129)

10. Pale yellow coating (803129)

11. Dull magenta coating (803229)

12. Dull brown coating (803229, 801329), 100733)

13. Flesh coating (803229)

14. Dk grey coating (803429, 801429,801729, 100306)

15. Golden yellow coating (803429)

16. Pearl turquoise coating (803429)

17. Pearl ivory coating (803729, 800729)

18. Blackish green coating (803829)

19. Blackish brown coating (100305, 100254, 804129)

20. Deep brown coating (802129)

21. Sand grey coating (801429, 100733)

22. Brown coating (801429,100077)

23. Pearl grey coating (801429)

24. Greyish blue coating (803629)

25. Golden coating (803629, 800829, 801329)

26. Shiny red coating (802429)

27. Shiny blue coating (802429)

28. Lt brown coating (802429, 803929)

29. Orangish brown coating (800829, 803929, 100077)

30. Reddish brown coating (803929)

31. Deep green coating (803929, 804029, 100318)

32. Shiny misty blue coating (100079)

33. Shiny sky blue coating (100079)

34. Shiny navy coating (100079)

35. Pearl pale blue coating (100079)

36. Shiny It brown coating (100079)

37. Shiny purple coating (802029)

38. Shiny It green coating (802029)

39. Shiny It blue coating (802029)

40. Shiny blue coating (804029, 875529)

41. Shiny ocean blue coating (804029)

42. Neon green coating (804029)

43. Lt coral coating (804029)

44, Shiny saga grey coating (804029)

45, Flesh coating (801929, 100254)
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Specimen Description:

46. Pale grey coating (100318, 801329, 100077, 100306)
47. Shiny It purple coating (100318)

48. Grass green coating (100254)

49, Cadet blue coating (100254)

50. Khaki coating (100254, 100741)

51. Pearl beige coating (801229)

52. Matte orange coating (801329)

53. Matte yellow coating (801329)

54. Bright orange coating (801329)

55. Snow white coating (802929, 875529)
56. Red violet coating (802929)

57. Dk taupe coating (100077)

58. Matte coffee coating (100077)

59. Deep taupe coating (803029)

60. Dull silvery coating (100712)

61. Han blue coating (101024)

62. Teal blue coating (101024)

Note: - ppm = parts per million
- 1% = 10000 mg/kg = 10000 ppm =10000 pg/g
- MDL = Method Detection Limit
- ND = Not Detected (lower than MDL)
-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight

Remark: As received, below test portion(s) is(are) less than 10 mg, therefore such component(s) was(were) not
tested for certain migration elements, as specified in ASTM F963-17 Clause 8.3.3.6 (2) — Selection of Test
Portions

Green coating (803329)

Dk grey coating (803329, 803129, 100306)

Dk blue coating (803129)

Silvery coating (803229, 802129, 802029, 100561, 100254, 801229, 100733)
Red coating (803429)

Dull violet coating (803429)

Warm grey coating (803729, 801929, 800729)

Beige coating (803729, 803829, 801429, 800829, 800729, 100741)
Matte purple coating (803829,802129, 100712, 100733)

Dull pink coating (801429)

Deep red coating (801429)

Lt red coating (802429, 802029, 801929, 801229, 100741)

Dull orange coating (800829, 100306)

Taupe coating (803929)

Dull golden coating (803929, 801929, 100077)

Pink coating (804029)

Shiny red coating (100318)

Shiny dull violet coating (100561)

Lt yellow coating (100254)

Lt green coating (100254)

Dk blue coating (100254, 801229)

Dull turquoise coating (802929, 801229, 875529)

Shiny dull pink coating (875529, 801729)

Shiny yellow coating (875529)

Dk saga green coating (875529)

Shiny turquoise coating (875529)

Shiny purple coating (801729)

Lt orange coating (801729, 804129)

Shiny green coating (801229)

This document is issued by the Company subject to i ts General Conditions of Service printed overleaf,a  vailable on request or accessible at http://www.sgs .com/en/Terms-and-Conditions.aspx and, for electron ic
format documents, subject to Terms and Conditions f or Electronic Documents at http://www.sgs.com/en/Te rms-and-Conditions/Terms-e-Document.aspx. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined the rein. Any holder of this document is advised that i nformation contained hereon reflects the Company's findings at the time of its intervention only and w ithin
the limits of Client’s instructions, if any. The Co mpany's sole responsibility is to its Client and th is document does not exonerate parties to a transac  tion from exercising all their rights and obligatio ns under
the transaction documents. This document cannot be reproduced except in full, without prior written ap proval of the Company. Any unauthorized alteration, forgery or falsification of the content or appeara nce
of this document is unlawful and offenders may be p rosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this t est report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

Inits 303 & 305,
y: 1/F, Units 16

64 3126 e mktghk@sgs.com

New Territories, Hong Kong t (852
roup.com.hk

‘r.'I;:- Road, Fanling, New Territories, H

Member of the SG5 Group (SGS SA)



Test Report No.T32320270430TY Date: Jul 11, 2023 Page 19 of 51

Remark: As received, below test portion(s) is(are) less than 10 mg, therefore such component(s) was(were) not
tested for certain migration elements, as specified in ASTM F963-17 Clause 8.3.3.6 (2) — Selection of Test
Portions

Dk purple coating (100306)

ASTM F963-17, Clause 4.3.5.2 — Heavy Elements in Su bstrate Materials

Method: With reference to CPSC-CH-E1002-08.3 / CPSC-CH-E1001-08.3 / ASTM F963-17 Clause 8.3/
CPSC-CH-E1004-11

Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES)/ Inductively
Coupled Plasma Mass Spectrometer (ICP-MS)

Total Lead Content

Test Item(s) Lead (Pb)

MDL (ppm) 10

Total Limit (ppm) 100

Specimen Description R?;grl;()s)

1. White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729) + Lt ND
flesh soft plastic (803129, 803229) + Flesh soft plastic (803429)

2. Turquoise soft plastic (803429) + Dk grey soft plastic (803829,803029, 100305) + Dull ND
black soft plastic (802129, 100561, 101024,100741)

3. Blue- grey soft plastic (801429,803629) + Brown soft plastic (801429, 804129) + Lt ND
brown soft plastic (800829, 100733)

4. Lt flesh soft plastic (803929) + Dull flesh soft plastic (100079, 100077) + Off white soft ND
plastic (802029, 100254)

5. Grey soft plastic (804029, 802429) + Ivory soft plastic (801929) + Transparent soft ND
plastic (801329, 801229)

6. Pale blue soft plastic (100306) + Saga green soft plastic (100712) ND

Soluble Heavy Metal Content

Test Item(s) Pb Sh As Ba Cd Cr Hg Se
MDL (ppm) 5 5 25 10 5 5 5 10
Migration Limit (ppm) -- Other Than Modeling 90 60 25 | 1000 75 60 60 500
Clays
Migration Limit (ppm) -- Modeling Clays 90 60 25 250 50 25 25 500

; Mass of trace . . .

Specimen No. amount (mg) Adjusted Migration Result(s) (ppm)
1-17 / ND | ND | ND | ND | ND [ ND | ND [ ND

Specimen Description:

White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729)
Lt flesh soft plastic (803129, 803229)

Flesh soft plastic (803429)

Turquoise soft plastic (803429)

Dk grey soft plastic (803829,803029, 100305)

Dull black soft plastic (802129, 100561, 101024,100741)
Blue- grey soft plastic (801429,803629)

Brown soft plastic (801429, 804129)

. Lt brown soft plastic (800829, 100733)

10. Lt flesh soft plastic (803929)

11. Dull flesh soft plastic (100079, 100077)

12. Off white soft plastic (802029, 100254)
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Specimen Description:

13. Grey soft plastic (804029, 802429)

14. Ivory soft plastic (801929)

15. Transparent soft plastic (801329, 801229)
16. Pale blue soft plastic (100306)

17. Saga green soft plastic (100712)

Note: - ppm = parts per million
- pg/component = microgramme per component
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
- 1% = 10000 mg/kg = 10000 ppm
-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight

CPSIA - Lead in Paint/Similar Surface Coating Mater _ials
Method: With reference to CPSC-CH-E1003-09.1 - Standard Operating Procedure for Determining Lead (Pb) in
Paint and Other Similar Surface Coatings

Test Item(s) Lead (Ph)
Permissible Limit (ppm) 90
; o Result(s)

Specimen Description (ppm)

1. Multi -color coating (803329) ND

2. Multi- color coating (803129) ND

3. Multi- color coating (803229) ND

4. Multi- color coating (803429) ND

5. Multi- color coating (803729) ND

6. Multi- color coating (803829) ND

7. Multi- color coating (100305) ND

8. Multi- color coating (802129) ND

9. Multi- color coating (801429) ND

10. Multi- color coating (803629) ND

11. Multi- color coating (802429) ND

12. Multi- color coating (800829) ND

13. Multi- color coating (803929) ND

14. Multi- color coating (100079) ND

15. Multi- color coating (802029 ND

16. Multi- color coating (804029) ND

17. Multi- color coating (801929) ND

18. Multi- color coating (100318) ND

19. Multi- color coating (100561) ND

20. Multi- color coating (100254) ND

21. Multi- color coating (800729) ND

22. Multi- color coating (801329) ND

23. Multi- color coating (802929) ND

24. Multi- color coating (100077) ND

25. Multi- color coating (801229) ND

26. Multi- color coating (803029) ND

27. Multi- color coating (875529) ND

28. Multi- color coating (801729) ND

29. Multi- color coating (804129) ND

30. Multi- color coating (100306) ND

31. Multi- color coating (100712) ND

32. Multi- color coating (100733) ND
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Test Item(s) Lead (Ph)
Permissible Limit (ppm) 90

. o Result(s)
Spemme_;n Descnptu_m (ppm)
33. Multi- color coating (101024) ND
34. Multi- color coating (100741) ND

Note: - ppm = parts per million
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit = 10 ppm
- 1% = 10000 mg/kg = 10000 ppm
-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight

CPSIA - Lead in Accessible Substrate Materials
Method (hon-metallic materials): With reference to CPSC-CH-E1002-08.3 - Standard Operation Procedure for
Determining Total Lead (Pb) in Non-Metal Children Product

Method (metal materials): With reference to CPSC-CH-E1001-08.3 - Standard Operating Procedure for
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry)

Test Item(s) Lead (Pb)

Permissible Limit (ppm) 100

Specimen Description R((asgrllg()s,)

1. White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729) + Lt ND
flesh soft plastic (803129, 803229) + Flesh soft plastic (803429)

2. Turquoise soft plastic (803429) + Dk grey soft plastic (803829,803029), 100305 + ND
Dull black soft plastic (802129, 100561, 101024,100741)

3. Blue- grey soft plastic (801429,803629) + Brown soft plastic (801429, 804129) + Lt ND
brown soft plastic (800829, 100733)

4. Lt flesh soft plastic (803929) + Dull flesh soft plastic (100079, 100077) + Off white ND
soft plastic (802029, 100254)

5. Grey soft plastic (804029, 802429) + Ivory soft plastic (801929) + Transparent soft ND
plastic (801329, 801229)

6. Pale blue soft plastic (100306) + Saga green soft plastic (100712) ND

Note: - ppm = parts per million
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit = 10 ppm
- 1% = 10000 mg/kg = 10000 ppm
-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight
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US 16 CFR Part 1307 — Phthalates Content

Method: With reference to CPSC-CH-C1001-09.4
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) / High Performance Liquid
Chromatography with Mass Spectrometer (HPLC-MS)

Test Item(s) CAS No. Result (s) (%) MDL (%) Permissible
Specimen No. -- 1-12 Limit (%)
Dibutyl Phthalate (DBP) 84-74-2 ND 0.003 0.1
Benzylbutyl Phthalate (BBP) 85-68-7 ND 0.003 0.1
Di-(2-ethyl hexyl) phthalate (DEHP) / a1

Dioctyl Phthalate (DOP) 117-81-7 ND 0.003 0.1
Diisononyl Phthalate (DINP) 28503 1 ND 0.010 0.1
Di-n-Hexyl phthalate e

(DHP/DNHP/DHEXP) 84-75-3 ND 0.003 0.1
Diisobutyl phthalate (DIBP) 84-69-5 ND 0.003 0.1
Di-n-pentlyl phthalate

Dicyclohexyl phthalate (DCHP) 84-61-7 ND 0.003 0.1

Specimen Description:

1. White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt

flesh soft plastic w/ multi- color coating (803229)

Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429)

+ White soft plastic w/ multi- color coating (803729)

Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129)

+ Blue- grey soft plastic w/ multi- color coating (801429)

Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629)

+ White soft plastic w/ multi- color coating (802429)

Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +

Dull flesh soft plastic w/ multi- color coating (100079)

Off white soft plastic w/ multi- color coating (802029 + Grey soft plastic w/ multi- color coating (804029) +

Ivory soft plastic w/ multi- color coating (801929)

Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) +

Off white soft plastic w/ multi- color coating (100254)

White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329)

+ White soft plastic w/ multi- color coating (802929)

Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating

(801229) + Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft plastic w/ multi- color coating (801729) +
Brown soft plastic w/ multi- color coating (804129)

11. Pale blue soft plastic w/ multi- color coating (100306) + Saga green soft plastic w/ multi- color coating
(100712) + Lt brown soft plastic w/ multi- color coating (100733)

12. Dull black soft plastic w/ multi- color coating (101024) + Dull black soft plastic w/ multi- color coating
(100741) + Dk grey soft plastic w/ multi- color coating (100305)

© © N o o > w0 DN

Note: - % = percentage by weight
- ND = Not Detected (lower than MDL)
- MDL = Method Detection Limit
- 1% = 10000 mg/kg = 10000 ppm
-+ Composite test has been performed as per client’s request and the results are calculated
using the total specimen weight
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US Model Toxics in Packaging Legislation (TPCH: Tox ___ics in Packaging Clearing House) (formerly drafted
by CONEG) — Total Lead, Cadmium, Mercury and Hexava _lent Chromium content

Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC62321-7-1:2015

Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Ultraviolet
Visible Spectrophotometer (UV-Vis)

Test Item(s) Pb Cd Hg Cr(VIl) [Total (Pb + Cd + Cr(VI )+ Hg)
MDL (mg/kg) 5 5 5 8 --
Permissible Limit (mg/kg) -- -- -- -- 100

Specimen No. -- -- - - -

1-2 ND ND ND ND# ND

Specimen Description:

1. White paper w/ multi color dots coating (803329, 803129, 803229, 803429, 803729, 803829, 100305,
802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318, 100561,
100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306, 100712,
100733, 101024, 100741)

2. Transparent soft plastic w/ black, white printing (803329, 803129, 803229, 803429, 803729, 803829,
100305, 802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929, 100318,
100561, 100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129, 100306,
100712, 100733, 101024, 100741) + Transparent soft plastic (803329, 803129, 803229, 803429, 803729,
803829, 100305, 802129, 801429, 803629, 802429, 800829, 803929, 100079, 802029, 804029, 801929,
100318, 100561, 100254, 800729, 801329, 802929, 100077, 801229, 803029, 875529, 801729, 804129,
100306, 100712, 100733, 101024, 100741) + Translucent plastic (803329, 803429, 803729, 802129,
801429, 800829, 100079, 802029, 100561, 100254, 800729, 801329, 802929, 100077, 875529, 801729,
804129, 100712, 101024, 100741)

Note: - mg/kg = milligram per kilogram

- 1% = 10000 mg/kg = 10000 ppm

- MDL = Method Detection Limit

- ND = Not Detected (lower than MDL)

- The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, lllinois, lowa,
Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania,
Rhode Island, Vermont, Virginia, Washington and Wisconsin.

- #=The result of Hexavalent chromium (Cr(VI)) is considered as “Not Detected” since the total
chromium content determined by acid digestion is “Not Detected”.

-+ Composite test has been performed as per client’s request and the results are calculated using
the minimum specimen weight
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US California Proposition 65 — Total Lead Content

Method: With reference to CPSC-CH-E1003-09.1 - Standard Operating Procedure for Determining Lead (Pb) in
Paint and Other Similar Surface Coatings

Method (hon-metallic materials): With reference to CPSC-CH-E1002-08.3 - Standard Operation Procedure for
Determining Total Lead (Pb) in Non-Metal Children Product

Method (metal materials): With reference to CPSC-CH-E1001-08.3 - Standard Operating Procedure for
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry)

Analysis was performed by Inductively Coupled Plasma Optical Emission Spectrometer (ICP-OES) / Inductively
Coupled Plasma Mass Spectrometry (ICP-MS)

Test ltem(s) Lead (Pb)
Specimen Description R?;grl]tq()s)
1. White soft plastic (803329, 803729,802429, 800729, 802929, 875529, 801729) + Lt ND
flesh soft plastic (803129, 803229) + Flesh soft plastic (803429)
2. Turquoise soft plastic (803429) + Dk grey soft plastic (803829,803029, 100305) + ND
Dull black soft plastic (802129, 100561, 101024,100741)
3. Blue- grey soft plastic (801429,803629) + Brown soft plastic (801429, 804129) + Lt ND
brown soft plastic (800829, 100733)
4. Lt flesh soft plastic (803929) + Dull flesh soft plastic (100079, 100077) + Off white ND
soft plastic (802029, 100254)
5. Grey soft plastic (804029, 802429) + Ivory soft plastic (801929) + Transparent soft ND
plastic (801329, 801229)
6. Pale blue soft plastic (100306) + Saga green soft plastic (100712) ND
7. Multi -color coating (803329) ND
8. Multi- color coating (803129) ND
9. Multi- color coating (803229) ND
10. Multi- color coating (803429) ND
11. Multi- color coating (803729) ND
12. Multi- color coating (803829) ND
13. Multi- color coating (100305) ND
14. Multi- color coating (802129) ND
15. Multi- color coating (801429) ND
16. Multi- color coating (803629) ND
17. Multi- color coating (802429) ND
18. Multi- color coating (800829) ND
19. Multi- color coating (803929) ND
20. Multi- color coating (100079) ND
21. Multi- color coating (802029 ND
22. Multi- color coating (804029) ND
23. Multi- color coating (801929) ND
24. Multi- color coating (100318) ND
25. Multi- color coating (100561) ND
26. Multi- color coating (100254) ND
27. Multi- color coating (800729) ND
28. Multi- color coating (801329) ND
29. Multi- color coating (802929) ND
30. Multi- color coating (100077) ND
31. Multi- color coating (801229) ND
32. Multi- color coating (803029) ND
33. Multi- color coating (875529) ND
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Test Item(s) Lead (Pb)
Specimen Description R?;grl]tq()s)
34. Multi- color coating (801729) ND
35. Multi- color coating (804129) ND
36. Multi- color coating (100306) ND
37. Multi- color coating (100712) ND
38. Multi- color coating (100733) ND
39. Multi- color coating (101024) ND
40. Multi- color coating (100741) ND

Note: - ppm = parts per million

- ND = Not Detected (lower than MDL)

- 1% = 10000mg/kg=10000ppm

- MDL = Method Detection Limit =10 ppm
The below note(s) is(are) applicable in case the relevant superscript(s) and symbol(s) was(were) shown in the
result table:

-+ Composite test has been performed as per client’s request and the results are calculated using

the minimum specimen weight

Remark: Summary of permissible limit(s) of Lead req uirement otherwise warning label required.

Permissible ;
Requirement(s) Limit of Lead Effg;%gle
— _ . (ppm)
California Proposition 65 (ACSC Case Surface Coating 90 Current
No. RG-07-356892) Accessible substrate 100 Current

California Prop 65 - Phthalates Content

Method: With reference to CPSC-CH-C1001-09.4
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) / High Performance Liquid
Chromatography with Mass Spectrometer (HPLC-MS)

Test Item(s) CAS No. Result(s) (%)

Specimen No. -- 1-12 MDL (%)
Dibutyl phthalate (DBP) 84-74-2 ND 0.003
Benzyl butyl phthalate (BBP) 85-68-7 ND 0.003
Di-(2-ethyl hexyl) phthalate (DEHP) / a1,

Dioctyl Phthalate (DOP) 117-81-7 ND 0.003
Di-“isononyl” phthalate (DINP) égg?g:ig:g ND 0.010
Di-“isodecyl” phthalate (DIDP) aoroL A ND 0.010
Di-n-Hexyl phthalate

(DHP/DnHP/DHEXP) 84-75-3 ND 0.003

Specimen Description:

1. White soft plastic w/ multi -color coating (803329) + Lt flesh soft plastic w/ multi- color coating (803129) + Lt
flesh soft plastic w/ multi- color coating (803229)

2. Flesh soft plastic w/ multi- color coating (803429) + Turquoise soft plastic w/ multi- color coating (803429) +
White soft plastic w/ multi- color coating (803729)

3. Dk grey soft plastic w/ multi- color coating (803829) + Dull black soft plastic w/ multi- color coating (802129) +

4

Blue- grey soft plastic w/ multi- color coating (801429)
Brown soft plastic w/ multi- color coating (801429) + Blue- grey soft plastic w/ multi- color coating (803629) +
White soft plastic w/ multi- color coating (802429)
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Specimen Description:

Lt brown soft plastic w/ multi- color coating (800829) + Lt flesh soft plastic w/ multi- color coating (803929) +

Dull flesh soft plastic w/ multi- color coating (100079)

Off white soft plastic w/ multi- color coating (802029 + Grey soft plastic w/ multi- color coating (804029) + Ivory

soft plastic w/ multi- color coating (801929)

Grey soft plastic w/ multi- color coating (100318) + Dull black soft plastic w/ multi- color coating (100561) + Off

white soft plastic w/ multi- color coating (100254)

White soft plastic w/ multi- color coating (800729) + Transparent soft plastic w/ multi- color coating (801329) +

White soft plastic w/ multi- color coating (802929)

Dull flesh soft plastic w/ multi- color coating (100077) + Transparent soft plastic w/ multi- color coating (801229)

+ Dk grey soft plastic w/ multi- color coating (803029)

10. White soft plastic w/ multi- color coating (875529) + White soft pla