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Parameter Chart:

Capacity Affected
By Temperature

Residual Capacity
O (25 C)

Discharge Current
OTesting (25 C)

OCapacity(25 C)

Capacity After 12 Months Storage

OFull Charged Battery 25 C

10 hours rate (5.5A)

1 hours rate (30.2A)

3 hours rate (13.7A)

O40 C

O25 C

O0 C

O-15 C

Capacity After 3 Months Storage

Capacity After 6 Months Storage

8mΩ

55Ah

31Ah

42Ah
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100%

83%
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91%
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Charge
(Constant
Voltage)

OCycle (25 C)

OFloat (25 C)

Initial Charging Current Less 
Than 16.5A

Voltage 14.5~14.9V

Charge Voltage 13.6~13.8V

Weight (Approx) 16.8Kg

V o l t s 1 2 V

Internal Resistance

★The above are average and data obtained from the first 3 charge/discharge 
   cycles. These are not minimum values.
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1. Discharge:100%
2. Charge voltage:2.30V/cell
3. Charge current:0.20CA
4. T emperature:25 Charged Volume

Charge Voltage
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F.V /T ime

9.60V

10.2V

10.5V

30min 60min 2h 3h 5h 8h 10h 20h15min10min

1753.4   1 339.5   1043.9    6 58.9    387.9      218.0     1 63.0     111.0      7 3.3       64.6       34.5 

1651.4   1 270.7   1 000.7    6 31.4    3 72.2      2 15.1     1 61.1     110.0      72.6       64.1       3 4.4 

1539.4   1254.0    980.1      617.7    6 74.6      212.1     159.1     109.0      72.1       63.7      34.4

10.8V

10min

1452.2   1192.2    948.6      598.1    3 52.6      2 10.2     1 57.1     108.0      71.2       62.9      34.3 

F.V /T ime

9.60V

10.2V

10.5V

15min 60min 2h 3h 5h 8h 10h 20h5min 10min

167.0     1 23.8      95.3        54.1      30.2        19.7      13.5         9.0         6.4        5.60        2.89

151.5     117.8      9 1.3        52.7      29.1        19.4      13.4         8.9          6.3       5.56        2.85

139.9     115.9      89.5        51.2      27.9        19.2      12.9         8.7          6.2       5.53        2.81 

10.8V

30min

130.8     110.2      86.6        49.2      27.0        19.1       12.3        8 .5          6.1       5.50        2.77 
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★The above are average and data obtained from the first 3 charge/discharge cycles. These are not minimum values.
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