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The lollowing sample(s) was/ were submitled and identitied on behall of the cliant as:

Sample Mama
Product Spedfication
Product or Lot No.

Material and Mark
Date of Recaipt
Testing Start Date
Testing End Date
Tast resuli{s)

Signead far

WILLOW FENCE
S0X500M

MZ186003A MZ 1860038, MZ186004A, MZ 1860048, MZ186004C MZ186005A
MZ186006A MZ186007A MZ186011A.MZ186007F MZCSL04126 MZCSLD4
027, MZCSL04028 MZCSLO4119 MZCSL04118,MZCSL04120 M2 185003C,

MZ1860030,MZ186006E,

WILLOW NET+PE LEAF

Sep 22, 2016

Sep 22, 2016

Sep 29, 2016

For further details, please refer to the following page(s)

SGS5-CSTC Standards Technical
Servicas Co., Lid Mingbo Branch

o1t

Yin

Lorin Yan
Authorized signatory
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Summary of Results:
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Ma. Test ltem Test Method Fesult Conclusian

Light Ageing Test-LIY
Exposure

IS0 4892-3:2016 See tast result /

Maota: Pass : Meet the requiremeanis;
Fail : Doas not meat the requirements;

f - Nat Apply to the judgment.

Original Sample Photo:
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Test Item: Light Ageing Test-UV Exposure
Test Method: 150 4882-3:22016
Test Condition:
Exposure cycle: 150 4832-3:2016 cycla 1
Lamp lype: UVA-340
Bh UV at (603)C BPT, 0.76W/im”-nmy@340nm
4h condensation at (50+3)C BPT
Exposure duration: 60h
Test Resuli:
Sample Appearance Grey scale "%
Yeallow Mo visible change 4-5
Sample A
Green Mo wvisible chagne 4-5
Mate:

1. According to 150 105-A02:1983/Cor. 2:2005, the grey scale was determinad under the DES
standard light, with scale 5 as the bes! and scale 1 as the worst.
2. Test specimen is cut from the sample.
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Tast Photo:

Relerence sample Teslad sampla
Aftar lest
Equipment Infarmation:
i Calibrati
Eruipment Model Equioment No:.| Codbrafion dapec: | T wlﬂ an
&
CriY i QU MNEML-004 20160020 20170819
Weathering Testar
Color Asse i
i CAC-600-6 MEML-030 20160920 2017/02/19
Cabinets
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