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The test results relate only to the ignitability of the combination of materials under the particular 

conditions of test.  They are not intended as a means of assessing the full potential fire hazard of 

the bedding item during use.  The results are non-accredited, and only part of the quality 

programm.   

                         

BS7175 (1989) Section3- Individual bedcovers 
 

Date 16/6/2015  

Customer  Maes Mattress Ticking 

 

Mattress cover 

 Ref: MF72A : Rebecca 30249 - stuknr. 1058534203  , treated with 

Eco-flam XF-229 

Production  015/1442-1 

 
 

1.  Pre-treatment 
 

Washing: 3 wash cycles according to IS06330 (2000) 
CTB prog 40 (75° C) 
Drying: line drying 

 
 

2. Ignitability by a  smouldering cigarette 
 

testing substrate mineral wool fibre pad cigarette ignition 

 

smouldering criteria test1 test2 

  

unsafe escalating combustion no no 

test assembly consumed no no 

max destroyed distance (mm)             

smoke, heat or glowing more than 1 hour no no 

occurrence of flames no no 

 Conclusion non-ignition non-ignition 

Conclusion  PASS 

 
 

3. Ignitability by small open flame 
 

flame application time: 20s-ignition source on top 

Criteria   test1 test2 

  

unsafe escalating combustion no no 

test assembly consumed no no 

Smouldering no no 

max destroyed length (mm)              

flames for more than 120s no no 

flame time (s) 15      16 

   Conclusion non-ignition non-ignition 
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conclusion  PASS 

 
4. Ignition source no. 5 

 

Crib5-positioned above the test specimen 

Criteria   test1 test2 

  

unsafe escalating combustion no no 

test assembly consumed no no 

Smouldering no no 

Flames to extremities no no 

Flame time >10min no no 

flame time (s) 218     258 

   Conclusion non-ignition non-ignition 

conclusion  PASS 

 

        

 
 
 
 

5. Final conclusion 
 

  

 The mattress cover, treated with Eco-flam XF-229, pass  to the criteria of BS7175 

(1989)-section3. 

 
Performed in the fire lab under the supervision of Sylvie Lanneau 


