
Test report

Test type: 105 fluorine oil

Item Typical data Test method

Appearance colorless and transparent visual inspection

Base oil viscosity（40℃） 150 ASTM D445

Evaporation test（280℃ 22 hr）% 2 ASTM D2595

Four-ball wear test

(40KG ,1200rpm,1hr at75℃)
0.8mm ASTM D4172

Density 1.94 ASTM D4052

Usage temperature -36-204℃


